
Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:33PM 

DISTRICT: 01 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture* 

01305  124 EARTHSOURCE INC. B11 1 Shell Rock Map it  9.1 

01495  127 SOUTHWEST AGGREGATES B11 1 Shell Rock Map it  8.2 

01730  130 ALLIGATOR ALLEY AGGREGATE AND ASPHALT B11 1 Shell Rock Map it  7.9 

03037  122 VULCAN MATERIALS COMPANY B01 1 Limerock Map it  7.9 

03340 Roadway Testing Required ALLIGATOR ALLEY AGGREGATE AND ASPHALT B01 1 Limerock Map it 

03616 Roadway Testing Required PREFERRED MATERIALS, INC. B01 1 Limerock Map it 

05354 Roadway Testing Required RIDGDILL & SONS INC. B01 1 Limerock Map it 

05354  127 RIDGDILL & SONS INC. B01 2 Limerock Map it  9.4 

05771 Roadway Testing Required SEMINOLE TRIBE OF FLORIDA, INC. B11 1 Shell Rock Map it 

12008  133 CEMEX B01 2 Limerock Map it  7.4 

12260 Roadway Testing Required VULCAN MATERIALS COMPANY B01 1 Limerock Map it 

12260  127 VULCAN MATERIALS COMPANY B01 2 Limerock Map it  8.7 

12521  124 BONITA GRANDE AGGREGATES B01 1 Limerock Map it  9.9 

12521  123 BONITA GRANDE AGGREGATES B01 2 Limerock Map it  9.1 

12599 Roadway Testing Required YOUNGQUIST BROTHERS ROCK INC. B01 1 Limerock Map it 

12726 Roadway Testing Required WHITEHEAD AND JOHNS, INC. B12 1 Recycled Concrete Agg Map it 

12743 Roadway Testing Required DS & S CONSTRUCTION MATERIALS, INC. B12 1 Recycled Concrete Agg Map it 

17724 Roadway Testing Required MASTERROCK LLC. B12 1 Recycled Concrete Agg Map it 

91649 Roadway Testing Required DICKERSON AGGREGATES INC. B03 1 Cemented Coquina Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=26.791580,-81.750900
https://maps.google.com/maps?f=d&hl=en&q=26.786710,-81.921590
https://maps.google.com/maps?f=d&hl=en&q=26.818096,-81.760172
https://maps.google.com/maps?f=d&hl=en&q=26.269330,-81.334880
https://maps.google.com/maps?f=d&hl=en&q=26.128450,-81.686470
https://maps.google.com/maps?f=d&hl=en&q=26.208210,-81.614020
https://maps.google.com/maps?f=d&hl=en&q=26.805010,-81.173150
https://maps.google.com/maps?f=d&hl=en&q=26.805010,-81.173150
https://maps.google.com/maps?f=d&hl=en&q=27.001220,-81.045100
https://maps.google.com/maps?f=d&hl=en&q=26.489970,-81.759970
https://maps.google.com/maps?f=d&hl=en&q=26.476600,-81.709140
https://maps.google.com/maps?f=d&hl=en&q=26.476600,-81.709140
https://maps.google.com/maps?f=d&hl=en&q=26.372430,-81.737260
https://maps.google.com/maps?f=d&hl=en&q=26.372430,-81.737260
https://maps.google.com/maps?f=d&hl=en&q=26.474950,-81.709290
https://maps.google.com/maps?f=d&hl=en&q=26.494079,-81.837169
https://maps.google.com/maps?f=d&hl=en&q=26.623821,-81.853316
https://maps.google.com/maps?f=d&hl=en&q=27.369000,-82.536600
https://maps.google.com/maps?f=d&hl=en&q=27.512500,-80.747500


Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:34PM 

DISTRICT: 02 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture* 

26001  116 LIMESTONE PRODUCTS INC. B01 1 Limerock Map it  12.7 

26002 Roadway Testing Required LIMESTONE PRODUCTS INC. B01 1 Limerock Map it 

26098  121 WHITE HOLDING COMPANY LLC. B01 1 Limerock Map it  12.0 

26099  118 LIMESTONE PRODUCTS INC. B01 1 Limerock Map it  11.8 

26100 Roadway Testing Required LIMESTONE PRODUCTS INC. B01 1 Limerock Map it 

26782  122 LIMESTONE MATERIALS B01 1 Limerock Map it  11.2 

33496 Roadway Testing Required BLUE ROK INC. B01 1 Limerock Map it 

34104 Roadway Testing Required V.E. WHITEHURST & SONS, INC. B01 1 Limerock Map it 

37112 Roadway Testing Required SUWANNEE AMERICAN CEMENT B01 1 Limerock Map it 

37112 Roadway Testing Required SUWANNEE AMERICAN CEMENT B01 2 Limerock Map it 

37622  116 DENALI INVESTMENTS INC. B01 1 Limerock Map it  13.0 

38228 Roadway Testing Required MARTIN MARIETTA MATERIALS B01 1 Limerock Map it 

38627  124 A MINING GROUP, LLC B01 1 Limerock Map it  9.9 

72768  119 ANDERSON COLUMBIA B01 1 Limerock Map it  11.6 

78697  133 EAST COAST AGGREGATES LLC B11 1 Shell Rock Map it  7.3 

GA206 Roadway Testing Required VULCAN MATERIALS COMPANY B10 1 Graded Aggregate Map it 

GA553 Roadway Testing Required JUNCTION CITY MINING B10 1 Graded Aggregate Map it 

GA553 Roadway Testing Required JUNCTION CITY MINING B10 2 Graded Aggregate Map it 

GA753 Roadway Testing Required APAC MIDSOUTH B10 1 Graded Aggregate Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=29.677950,-82.565350
https://maps.google.com/maps?f=d&hl=en&q=29.687570,-82.560590
https://maps.google.com/maps?f=d&hl=en&q=29.672390,-82.570920
https://maps.google.com/maps?f=d&hl=en&q=29.682340,-82.579410
https://maps.google.com/maps?f=d&hl=en&q=29.855278,-82.552998
https://maps.google.com/maps?f=d&hl=en&q=29.654730,-82.570570
https://maps.google.com/maps?f=d&hl=en&q=30.092400,-83.232720
https://maps.google.com/maps?f=d&hl=en&q=29.420750,-82.443470
https://maps.google.com/maps?f=d&hl=en&q=29.953230,-82.842650
https://maps.google.com/maps?f=d&hl=en&q=29.953230,-82.842650
https://maps.google.com/maps?f=d&hl=en&q=29.976460,-82.857200
https://maps.google.com/maps?f=d&hl=en&q=30.150710,-83.950520
https://maps.google.com/maps?f=d&hl=en&q=30.147460,-83.899440
https://maps.google.com/maps?f=d&hl=en&q=30.148210,-82.031250
https://maps.google.com/maps?f=d&hl=en&q=29.689730,-81.524000
https://maps.google.com/maps?f=d&hl=en&q=33.000430,-83.734830
https://maps.google.com/maps?f=d&hl=en&q=32.642240,-84.506150
https://maps.google.com/maps?f=d&hl=en&q=32.642240,-84.506150
https://maps.google.com/maps?f=d&hl=en&q=33.462606,-82.639692


Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:34PM 

DISTRICT: 03 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture* 

53271  113 DOLOMITE INC. B01 1 Limerock Map it  14.1 

53357 Roadway Testing Required NORTH FLORIDA ROCK LTD. B01 1 Limerock Map it 

53357  115 NORTH FLORIDA ROCK LTD. B01 2 Limerock Map it  14.0 

53575 Roadway Testing Required MARIANNA LIMESTONE, LLC B01 1 Limerock Map it 

53575 Roadway Testing Required MARIANNA LIMESTONE, LLC B01 2 Limerock Map it 

53575 Roadway Testing Required MARIANNA LIMESTONE, LLC B01 3 Limerock Map it 

53670 Roadway Testing Required MARIANNA LIME PRODUCTS INC. B01 1 Limerock Map it 

53706 Roadway Testing Required ANDERSON COLUMBIA B01 1 Limerock Map it 

56626 Roadway Testing Required GULF COAST AGGREGATES B01 1 Limerock Map it 

61377 Roadway Testing Required SIKES SAND & GRAVEL B12 1 Recycled Concrete Agg Map it 

61391 Roadway Testing Required WHITE HOLDING COMPANY LLC. B01 1 Limerock Map it 

AL149 Roadway Testing Required VULCAN MATERIALS COMPANY B10 1 Graded Aggregate Map it 

AL526 Roadway Testing Required MARTIN MARIETTA MATERIALS B10 1 Graded Aggregate Map it 

AL585  116 SOUTHERN ROCK AND LIME B01 1 Limerock Map it  14.0 

AL585  118 SOUTHERN ROCK AND LIME B01 2 Limerock Map it  13.3 

AL612 Roadway Testing Required VULCAN MATERIALS COMPANY B10 1 Graded Aggregate Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=30.660390,-85.165250
https://maps.google.com/maps?f=d&hl=en&q=30.637770,-85.168750
https://maps.google.com/maps?f=d&hl=en&q=30.637770,-85.168750
https://maps.google.com/maps?f=d&hl=en&q=30.805160,-85.260030
https://maps.google.com/maps?f=d&hl=en&q=30.805160,-85.260030
https://maps.google.com/maps?f=d&hl=en&q=30.805160,-85.260030
https://maps.google.com/maps?f=d&hl=en&q=30.801250,-85.276330
https://maps.google.com/maps?f=d&hl=en&q=30.879880,-85.351120
https://maps.google.com/maps?f=d&hl=en&q=30.016780,-84.612190
https://maps.google.com/maps?f=d&hl=en&q=30.441800,-85.690460
https://maps.google.com/maps?f=d&hl=en&q=30.703810,-85.589670
https://maps.google.com/maps?f=d&hl=en&q=33.138100,-86.762180
https://maps.google.com/maps?f=d&hl=en&q=33.172690,-86.747790
https://maps.google.com/maps?f=d&hl=en&q=31.035700,-86.229150
https://maps.google.com/maps?f=d&hl=en&q=31.035700,-86.229150
https://maps.google.com/maps?f=d&hl=en&q=33.100930,-86.811310


Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:34PM 

DISTRICT: 04 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture*

88749 Roadway Testing Required WILD TURKEY ESTATES B03 1 Cemented Coquina Map it 

88783  130 BLUE GOOSE MINE B03 1 Cemented Coquina Map it  8.8 

89673  129 LAKE POINT RESTORATION, LLC B11 1 Shell Rock Map it  8.7 

93366 Roadway Testing Required BERGERON SAND ROCK & AGGREGATE, INC. B01 1 Limerock Map it 

93366 Roadway Testing Required BERGERON SAND ROCK & AGGREGATE, INC. B11 1 Shell Rock Map it 

93406  129 PALM BEACH AGGREGATES INC. B11 2 Shell Rock Map it  8.3 

93721 Roadway Testing Required 5 STONES MINE, LLC B11 1 Shell Rock Map it 

94209 Roadway Testing Required VULCAN MATERIALS COMPANY B03 1 Cemented Coquina Map it 

94209  127 VULCAN MATERIALS COMPANY B03 2 Cemented Coquina Map it  8.7 

94488 Roadway Testing Required STEWART MINING INDUSTRIES INC. B03 1 Cemented Coquina Map it 

94745 Roadway Testing Required PATRICK JAMES ECYCLE B12 1 Recycled Concrete Agg Map it 

94789 Roadway Testing Required STEWART MINING INDUSTRIES INC. B03 1 Cemented Coquina Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=27.679400,-80.495350
https://maps.google.com/maps?f=d&hl=en&q=27.702000,-80.505000
https://maps.google.com/maps?f=d&hl=en&q=26.986560,-80.600070
https://maps.google.com/maps?f=d&hl=en&q=26.504090,-80.672350
https://maps.google.com/maps?f=d&hl=en&q=26.504090,-80.672350
https://maps.google.com/maps?f=d&hl=en&q=26.689310,-80.372850
https://maps.google.com/maps?f=d&hl=en&q=26.897238,-80.611402
https://maps.google.com/maps?f=d&hl=en&q=27.236940,-80.511530
https://maps.google.com/maps?f=d&hl=en&q=27.236940,-80.511530
https://maps.google.com/maps?f=d&hl=en&q=27.517070,-80.466030
https://maps.google.com/maps?f=d&hl=en&q=27.375490,-80.385750
https://maps.google.com/maps?f=d&hl=en&q=27.522580,-80.475690


Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:34PM 

DISTRICT: 05 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture* 

18020  118 CEMEX B01 1 Limerock Map it  12.3 

18020 Roadway Testing Required CEMEX B01 2 Limerock Map it 

18056  117 DIXIE LIME & STONE CO. B01 1 Limerock Map it  12.5 

18058 Roadway Testing Required CEMEX B01 1 Limerock Map it 

18058 Roadway Testing Required CEMEX B01 2 Limerock Map it 

18393  116 BEDROCK RESOURCES B01 1 Limerock Map it  12.6 

18634  116 MID-COAST AGGREGATES, LLC B01 1 Limerock Map it  12.8 

36246  119 M. J. STAVOLA INDUSTRIES B01 2 Limerock Map it  12.4 

36350 Roadway Testing Required MAGNUM CONSTRUCTION SOLUTIONS B01 1 Limerock Map it 

36566 Roadway Testing Required COUNTS CONSTRUCTION CO. INC. B01 1 Limerock Map it 

36654 Roadway Testing Required COMMERCIAL INDUSTRIAL CORP. B01 1 Limerock Map it 

70729 Roadway Testing Required CONNOR AGGREGATE MATERIALS B12 1 Recycled Concrete Agg Map it 

79767 Roadway Testing Required FLORIDA SAND AND SHELL B11 1 Shell Rock Map it 

92757 Roadway Testing Required BUCK HAMMOCK MINE B02 1 Bank Run Shell Map it 

BA348 Roadway Testing Required BAHAMAS ROCK LIMITED B01 1 Limerock Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=28.604750,-82.166910
https://maps.google.com/maps?f=d&hl=en&q=28.604750,-82.166910
https://maps.google.com/maps?f=d&hl=en&q=28.765650,-82.048670
https://maps.google.com/maps?f=d&hl=en&q=28.655640,-82.009860
https://maps.google.com/maps?f=d&hl=en&q=28.655640,-82.009860
https://maps.google.com/maps?f=d&hl=en&q=28.752160,-82.032680
https://maps.google.com/maps?f=d&hl=en&q=28.591430,-81.988010
https://maps.google.com/maps?f=d&hl=en&q=29.269750,-82.165810
https://maps.google.com/maps?f=d&hl=en&q=29.230890,-82.178710
https://maps.google.com/maps?f=d&hl=en&q=29.245700,-82.149960
https://maps.google.com/maps?f=d&hl=en&q=29.186390,-82.365710
https://maps.google.com/maps?f=d&hl=en&q=28.117622,-80.712889
https://maps.google.com/maps?f=d&hl=en&q=28.950886,-80.941615
https://maps.google.com/maps?f=d&hl=en&q=28.023780,-80.859650
https://maps.google.com/maps?f=d&hl=en&q=26.533020,-78.773050


Pit Proctor Quarterly Report 
Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
 4:22:34PM 

DISTRICT: 06 
Mine Pit Proctor (pcf) Process Product Description Company Name 

Est. Optimum 

Moisture* 

87049  130 VULCAN MATERIALS COMPANY B01 1 Limerock Map it  9.5 

87089  132 CEMEX B01 1 Limerock Map it  8.7 

87090  130 CEMEX B01 1 Limerock Map it  8.8 

87090 Roadway Testing Required CEMEX B01 2 Limerock Map it 

87090 Roadway Testing Required CEMEX B01 3 Limerock Map it 

87145  128 TITAN AMERICA, LLC. B01 1 Limerock Map it  9.4 

87145  125 TITAN AMERICA, LLC. B01 2 Limerock Map it  8.7 

87145 Roadway Testing Required TITAN AMERICA, LLC. B01 4 Limerock Map it 

87339  131 WHITE ROCK QUARRIES B01 1 Limerock Map it  10.0 

87343 Roadway Testing Required SUNSHINE ROCK INC. B01 1 Limerock Map it 

87541  132 COMMUNITY ASPHALT CORP. B01 1 Limerock Map it  8.3 

87633  128 WHITE ROCK QUARRIES B01 1 Limerock Map it  9.3 

87648  132 SDI QUARRY, INC. B01 1 Limerock Map it  9.8 

90638 Roadway Testing Required CHARLIE TOPPINO & SONS INC. B01 1 Limerock Map it 

90765 Roadway Testing Required GRADER MIKE, LLC B01 1 Limerock Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=25.797610,-80.393960
https://maps.google.com/maps?f=d&hl=en&q=25.699490,-80.493320
https://maps.google.com/maps?f=d&hl=en&q=25.893460,-80.389950
https://maps.google.com/maps?f=d&hl=en&q=25.893460,-80.389950
https://maps.google.com/maps?f=d&hl=en&q=25.893460,-80.389950
https://maps.google.com/maps?f=d&hl=en&q=25.875670,-80.375940
https://maps.google.com/maps?f=d&hl=en&q=25.875670,-80.375940
https://maps.google.com/maps?f=d&hl=en&q=25.875670,-80.375940
https://maps.google.com/maps?f=d&hl=en&q=25.937230,-80.399060
https://maps.google.com/maps?f=d&hl=en&q=25.943430,-80.426190
https://maps.google.com/maps?f=d&hl=en&q=25.942942,-80.428153
https://maps.google.com/maps?f=d&hl=en&q=25.826440,-80.393520
https://maps.google.com/maps?f=d&hl=en&q=25.426111,-80.448333
https://maps.google.com/maps?f=d&hl=en&q=24.593390,-81.676480
https://maps.google.com/maps?f=d&hl=en&q=24.595000,-81.679722
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Valid from October 1, 2014 to December 31,2014 

10/1/2014 Print Date: 
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DISTRICT: 07 
Mine Pit Proctor (pcf)Process Product Description Company Name 

Est. Optimum 

Moisture* 

02018 Roadway Testing Required CRYSTAL RIVER QUARRIES INC. B01 2 Limerock Map it 

02675 Roadway Testing Required CEMEX B01 1 Limerock Map it 

08050  114 E.R. JAHNA INDUSTRIES INC. B01 1 Limerock Map it  13.2 

10645 Roadway Testing Required VULCAN MATERIALS COMPANY B01 1 Limerock Map it 

10679  117 TRANSCOR RECYCLING LLC B12 1 Recycled Concrete Agg Map it  11.9 

13662 Roadway Testing Required VULCAN MATERIALS COMPANY B01 1 Limerock Map it 

13700 Roadway Testing Required WOODRUFF AND SONS, INC. B12 1 Recycled Concrete Agg Map it 

14262 Roadway Testing Required CENTRAL STATE AGGREGATES, LLC B01 1 Limerock Map it 

14262  118 CENTRAL STATE AGGREGATES, LLC B01 2 Limerock Map it  11.9 

14262 Roadway Testing Required CENTRAL STATE AGGREGATES, LLC B01 3 Limerock Map it 

14699  118 SUN WEST AQUISITION CORP. B01 1 Limerock Map it  11.7 

15755 Roadway Testing Required SONNY GLASBRENNER B12 1 Recycled Concrete Agg Map it 

Est. Optimum Moisture* = Department's estimate of optimum moisture based on data from the mine. 
Data from Mines for Date Range: 6/21/2014 to 9/21/2014 
Reference: Section 200 
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https://maps.google.com/maps?f=d&hl=en&q=28.819010,-82.484300
https://maps.google.com/maps?f=d&hl=en&q=29.014420,-82.690530
https://maps.google.com/maps?f=d&hl=en&q=28.527900,-82.157400
https://maps.google.com/maps?f=d&hl=en&q=27.901280,-82.429680
https://maps.google.com/maps?f=d&hl=en&q=27.960109,-82.395550
https://maps.google.com/maps?f=d&hl=en&q=27.637730,-82.557520
https://maps.google.com/maps?f=d&hl=en&q=27.426370,-82.526020
https://maps.google.com/maps?f=d&hl=en&q=28.202370,-82.136110
https://maps.google.com/maps?f=d&hl=en&q=28.202370,-82.136110
https://maps.google.com/maps?f=d&hl=en&q=28.202370,-82.136110
https://maps.google.com/maps?f=d&hl=en&q=28.421350,-82.666150
https://maps.google.com/maps?f=d&hl=en&q=27.888364,-82.682385

