
Revised: January 28, 2014 
C. Roberts 

 
 

Equipment Checklist 
ASTM C-172 Sampling Freshly Mixed Concrete 

 
P F N/A 

Apparatus 

1 Sieves, as designated, conforming to Specification E11.    

Receptacle 

2 A container of suitable size having a nonabsorbent surface.    

Hand Tools 

3 Shovels, hand scoops, plastering trowels, and rubber gloves as required.    

Remarks: 
 
 
 
 
 
 
 
Date: _______________ Technician: ______________________  IA Observer:  _________________________________  
 
Technician’s E-mail Address: __________________________________________________________________________  
 
Employer’s/Supervisor’s E-mail Address: _________________________________________________________________  
 

 


