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wee ks ien once a man or 
4 months, if all tests pass it may 

be used 

• Then tested once a month 

• Used to aggregate sprinkling 
and/or batching 347 non­
structural concrete 
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• Must be plant tested initially 
• Then tested 1 time per 3 

months 
• If 8 consecutive tests pass 

testing may be reduced to 1 
test every 6 months 

• If a test fails plant must 
return to 1 test every 3 
months 

• Used in all applications. 

• In previous version of the 
specification, reclaimed water 
that has been used for a 
purpose other than wetting 
aggregate is now considered 
recylcled water 

• Chemical properties tested by a 
lab that is NELAB or CMEC 
accredited 

• Physical properties tested by a 
lab that is CCRL or CM EC 
accredited 


