TABLE 1

STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 675-030-09
Materials
PAVEMENT EVALUATION CORING AND CONDITION DATA 313
Cored by: E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) Date: 9/26/2023 Page: of 2 Typical Section No.: 1
Roadway Section: 26260000 Name: SR 93 (I-75) Lanes: 6
Fin. Proj. ID: 428805-3-52-01 From: NORTH OF CR 234 Shoulder Type and Condition:
F. A. Proj. No.: To: SOUTH OF SE WACAHOOTA RD Inside: PAVED
County: ALACHUA SR No.: SR 93 (I-75) Beg MP: 1.049 End MP: 2.151 Lgth: 1.102 Outside: PAVED
Median Curbed (Y/N): N Paved (X) Lawn Other: Curb & Gutter (Y /N): N
Pavement Layer (in.) Base (in.)1 Crack
Top Core Rut | Cross | Cross PROJECT COMMENTS
Core Wheel Lgth. Depth Pvmt | Depth | Slope | Slope
No. | Milepost | Lane | Path | Fcs |spi25] s | ARMI| s 71 | BND | (in) LR (in) | Type | Class | Extent] Cond [ (in) | (%) | Direct.
3 1.014 R1 [¢] 1.0 21 4.3 7.4 -- P (+/-) RAVELED TO STRUCTURAL, SEVERE RAVELING
4 1.200 R1 N 0.9 15 6.4 8.8 -- G
5 1.700 R1 (¢] 0.9 14 4.4 6.7 147 G
6 2.200 R1 N 1.0 14 55 7.9 e G
17 1515 R3 0.8 31 0.5 4.7 15 22 12.8 -- G
18 2.000 R3 o 0.8 4.0 0.5 3.9 15 25 13.2 -- G
29 1.015 L1 o 0.9 1.4 4.5 6.8 -- G
30 1.500 L1 N 1.0 14 5.5 7.9 -- G
31 2.000 L1 [¢] 0.9 15 4.8 7.2 -- G
43 1.340 L3 0.8 35 0.5 4.9 14 21 13.2 = G
44 1.700 L3 (0] 0.7 3.0 0.5 3.0 20 25 117 118 G
45 2.151 L3 1.0 3.0 0.5 54 13 22 134 = G
54 1.700 IR N 15 13 2.8 e G
61 2.000 OR N 13 7.5 11 9.9 5.6 3.50 B 1B L F 74 in. fr WIL, Transverse Crack
67 1.015 IL N 14 27 4.1 e G 39in. frY/IL
68 2.000 IL N 13 13 9.4 G 109 in. fr Y/L
74 1.700 oL N 16 55 0.9 8.0 = G 110in. fr W/L
87 1.265 DECEL (0] 0.8 3.4 0.5 0.4 15 0.9 7.5 -- G SR 93 (I-75) SB OFF RAMP TO CR 234 (RP # 26260012)
93 1.380 ACEL (0] 11 3.8 4.9 -- G SR 93 (I-75) NB ON RAMP TO CR 234 (RP # 26260013)

NOTES: 1. DASHES INDICATE BASE WAS ENCOUNTERED BUT THICKNESS WAS NOT MEASURED. +/- = Asphalt core off edge of App/Leave slab.




