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1 R3 O 1.9 1.7 1.0 4.6 LR=11.8" 3.6 B II S P 
2 RRTT O 1.4 1.6 3.0 LR 3.0 B II L P 
3 RRTT N 1.5 1.3 2.8 LR P 
4 R2 O 1.8 1.9 3.7 LR=13.7" 1.9 B IB L P 
5 R1 N 1.5 1.7 3.2 LR 3.2 B IB L P 
6 L1 O 1.5 1.6 3.1 LR=12.1" 1.5 B IB L P 
7 LTO N 2.0 0.6 2.6 LR P 
8 L3 O 1.9 1.8 3.7 LR 1.9 B IB L P 
9 L2 O 1.6 1.3 2.9 LR 2.9 B IB L P 
10 LLTTL N 1.0 1.2 0.8 3.0 LR P 
11 R1 I 2.0 1.3 3.3 LR=10.1" 3.3 B II M P 
12 LRTTL O 1.5 1.5 3.0 LR P 
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Remarks: SPAL = SPALLING SLR = SLIGHTLY RAVEL MR = MODERATE RAVEL SR = SEVER RAVEL SHOV = SHOVING 
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Pavement Layer 

N/A 

Section No: 26080000 Beg MP: 0.000 End MP: 0.256 Length: 0.256 Outside: N/A 

County: ALACHUA To: SR26 (E UNIVERSITY AVE) Inside: 

State Road No.: SR20 (E UNIVERSITY AVE) From: SR24 (NE WALDO RD) Shoulders 

Project No.: 207355-3 Name: SR20 (E UNIVERSITY AVE) Lanes: 6 

Cored By: 

Pavement Evaluation Coring and Condition Data 
D2 MATERIALS Date: 01/28/25 Page 
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