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1 0.065 R1 Y 1.1 2.6 3.7 LR=20.5 3.7 B II M P

2 0.892 R1 Y 1.5 2.3 3.8 LR 3.8 B II M P

3 2.000 R1 Y 1.5 1.4 0.5 0.5 1.6 0.5 6.0 LR 2.1 B II M P

4 3.000 R1 Y 1.6 1.5 0.2 0.5 2.0 0.5 6.3 LR 3.7 B II M P

5 4.000 R1 Y 1.5 1.5 4.2 7.2 LR 2.5 B II M P

6 5.095 R1 N 1.3 1.3 2.0 0.5 1.8 0.5 7.4 LR=10.5 2.6 B II M P

7 6.000 R1 Y 1.5 1.4 2.0 0.5 1.3 0.5 7.2 LR

8 7.000 R1 N 1.5 1.3 0.7 0.5 1.0 0.5 5.5 LR 2.5 B II M P

9 8.000 R1 Y 1.5 1.4 1.6 0.5 1.7 0.5 7.2 LR 3.0 B II M P

10 9.000 R1 N 1.5 1.2 1.1 0.5 2.2 0.5 7.0 LR 3.5 B II M P

11 10.000 R1 Y 1.5 2.0 2.1 2.0 1.2 8.8 LR=7.5 1.8 B II M P

12 0.100 L1 Y 1.8 2.0 3.8 LR 1.9 B II M P

13 1.000 L1 Y 1.5 1.8 0.5 0.5 2.3 0.5 7.1 LR=7.0 3.0 B II M P

14 1.880 L1 Y 1.5 1.8 1.8 7.4 0.7 13.2 LR 0.8 B II M P

15 2.520 L1 Y 1.3 1.6 2.6 0.5 1.1 1.5 0.5 9.1 LR 2.8 B II M P

16 3.200 L1 Y 1.5 0.5 3.0 0.5 1.5 0.5 7.5 LR

17 4.200 L1 Y 1.5 1.0 1.2 0.5 0.9 2.0 0.5 7.6 LR=7.5

18 5.200 L1 Y 1.5 1.4 0.6 0.5 1.8 0.5 6.3 LR 1.5 B II M P

19 6.216 L1 N 1.5 1.6 1.4 0.5 1.9 0.5 7.4 LR 1.8 B II M P

20 7.200 L1 Y 1.5 1.2 1.8 0.5 0.8 0.5 6.3 LR 6.3 B II M P RAVELING
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Comments:

County: Bradford CR 100A N/A

Section No: 28020000 0.000 End MP: 10.100 Length:

Project No.: 447204-2-52-01 SR 100 2

State Road No.: SR 100 Clay County Line Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 01/26/26 Page Mainline
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Date: 2 of 3

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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21 8.200 L1 N 1.6 1.1 1.7 0.5 1.6 0.5 7.0 LR 1.8 B II M P

22 9.237 L1 N 1.4 1.2 2.4 0.5 1.5 0.5 7.5 LR=9 2.3 B II M P

23 10.099 L1 Y 1.5 1.4 1.4 0.5 1.5 0.5 6.8 LR 1.5 B II M P

24 0.001 OR N 1.0 1.2 2.2 LR

25 0.871 OR N 1.0 1.5 2.5 LR

26 2.000 OR N 1.0 1.0 2.0 ABC=9

27 3.000 OR N 1.7 1.0 1.1 3.8 RAP=3.5

28 4.000 OR N 1.2 1.0 2.8 5.0 LR

29 5.095 OR N 1.4 0.5 1.3 3.2 RAP=4.2

30 6.000 OR N 1.5 0.7 2.1 4.3 RAP=5.8

31 7.000 OR N 1.6 0.6 1.8 4.0 RAP=3.7

32 8.000 OR N 1.5 0.3 1.4 3.2 RAP=5.8

33 9.000 OR N 1.6 0.7 2.3 RAP=4.0

34 10.000 OR N 1.5 1.3 2.8 LR

35 0.100 OL N 1.4 1.4 2.8 LR=18

36 1.000 OL N 1.5 0.9 1.5 3.9 LR

37 1.880 OL N 1.8 1.5 3.3 RAP=1.5

38 2.520 OL N 1.6 4.7 1.3 7.6 RAP

39 3.200 OL N 2.1 0.7 2.7 5.5 RAP=3.3

40 4.200 OL N 1.6 1.0 2.2 4.8 RAP=4.5
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Date: 3 of 3

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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41 5.200 OL N 1.5 0.5 1.7 3.7 RAP=3.0

42 6.216 OL Y 2.0 0.7 1.7 4.4 RAP=3.5

43 7.200 OL N 1.5 0.5 1.6 3.6 RAP=4.2

44 8.200 OL Y 1.5 0.5 1.7 3.7 RAP

45 9.237 OL Y 1.3 1.5 0.8 2.2 5.8 RAP=2.5

46 10.099 OL N 1.5 1.3 2.8 LR

47 0.905 RTO

48 2.043 RTO N 1.4 1.7 3.1 ABC=9.2

49 0.154 LTO N 0.6 1.3 1.9 LR

50 3.948 LTO N 1.3 1.5 4.1 0.9 0.5 8.3 LR

51 6.353 LTO N 1.5 1.2 1.5 4.2 LR

52 2.039 RRTTL N 1.5 1.5 3.0 ABC=9.2

53 0.910 LRTTL

54 3.953 LRTTL N 1.5 1.7 3.0 6.2 LR

55 0.150 RLTTL N 1.7 1.7 0.9 0.5 3.0 0.5 8.3 LR 1.7 B II M P
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