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From:

To: Inside:
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1 0.395 R1 Y 1.2 1.3 2.5 LR=8.5 2.5 B III S P

2 0.471 R1 Y 1.5 1.7 3.2 LR 3.2 B III M P

3 0.969 R1 Y 1.4 1.5 0.8 3.7 LR 3.7 B III M P

4 1.500 R1 Y 1.4 1.5 2.9 LR 2.9 B II M P

5 2.000 R1 N 1.5 1.5 0.6 3.6 LR 1.6 B II M P

6 2.535 R1 Y 1.5 1.5 0.5 3.5 LR=8.0 3.5 B III S P

7 2.995 R1 Y 1.4 1.8 3.2 LR 3.2 B III S P

8 3.574 R1 Y 1.3 1.5 2.8 LR 2.8 B II M P

9 0.070 L1 Y 1.5 1.2 2.7 LR=9.5 2.7 B III S P

10 1.063 L1 Y 1.4 1.5 2.9 LR 2.9 B III S P

11 1.505 L1 Y 1.2 1.5 2.7 LR 2.7 B III S P

12 2.000 L1 Y 1.3 1.5 2.8 LR 2.8 B III S P

13 2.563 L1 Y 1.4 1.7 3.1 LR 3.1 B III S P

14 3.212 L1 Y 1.2 1.5 0.7 3.4 LR 3.0 B III S P

15 3.502 L1 Y 1.5 1.1 0.5 3.1 LR=8.0 3.1 B III S P

16 3.700 L1 Y 1.5 1.2 2.7 LR 2.7 B III S P

17 0.969 OR N 1.4 0.8 2.2 LR=6.25 2.2 B II M P

18 2.000 OR N 1.3 1.3 2.6 LR F

19 2.995 OR N 1.6 1.6 LR 1.6 B IB L F

20 1.063 OL N 1.8 1.8 LR=4.75 1.8 B II M P

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 02/28/26 Page Mainline

Project No.: 208020-6-52-01 SR 16 2

State Road No.: SR 16 SR 200 (US 301) Shoulders

County: Bradford Clay County Line N/A

Section No: 28030000 0.018 End MP: 3.701 Length:
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Comments:

GRINDING/RAVELING SEP @ 1.5"

GRINDING, SPAL

GRINDING

GRINDING, SPAL

GRINDING

GRINDING SEP @ 1.5"

GRINDING

GRINDING

RAVELING,SPAL, GRINDING

GRINDING, Elevated Curve

RAVELING

RAVELING

Elevated Curve

Remarks:

GRINDING SEP @ 1.5"

RAVELING SEP @1.5

GRINDING/RAVELING SEP @ 1.5"

GRINDING

GRINDING
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Name: Lanes:
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21 2.000 OL N 1.7 1.7 LR F

22 3.212 OL N 1.7 1.7 LR 1.7 B II M P

23 3.700 OL N 1.8 1.8 LR F

24 0.325 RTO N 1.5 1.5 LR F

25 2.228 RTO N 1.3 0.4 1.7 LR F

26 0.105 LTO N 1.4 0.5 1.9 LR F

27 1.958 LTO N 1.5 1.2 2.7 LR 1.7 B II M P

28 0.018 PRK Y 1.5 1.5 3.0 LR 3.0 B III S P

29 0.686 PRK N 1.5 1.6 3.1 LR=8 P

Project No.: 208020-6-52-01 SR 16 2

State Road No.: SR 16 SR 200 (US 301) Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 02/28/26 Page Mainline

County: Bradford Clay County Line N/A

Length: 3.683 5' PVD SHLD
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Comments:

RAVELING

RAVELING

Remarks:  PRK = Parking Lane, RTO = Right side Turn Out, LTO = Left side Turn Out
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