Pavement Evaluation Coring and Condition Data

Cored By: UNIVERSAL Date: 08/17/16 | Page 1 of 3 | Typical Section: 1 of 1
Project No.: 434555-1-52-01 Name: SR 247 (Branford Hwy) Lanes: 2
State Road No.: 247 From: CR 252B Shoulders
County: Columbia To: SR 10 (US 90) Inside: N/A
Section No: 29090000 Beg MP: 8.574 End MP: 11.348 Length 2.774 Outside: Paved
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1 8.619 R1 Y 1.3 1.5 1.4 0.0 0.0 0.0 0.0 4.2 LR 4.2 B 1l M P IWP; Grinding; Separation at Friction Course
2 9.395 R1 N 1.3 3.8 0.0 0.0 0.0 0.0 0.0 5.1 [ABC=11.3" G Curve
3 9.890 RL [ VY 1.2 4.1 0.0 0.0 0.0 0.0 0.0 5.3 LR 02| B | IB L p
4 | 10.420 R1 N 1.9 1.1 5.1 0.0 0.0 0.0 0.5 8.6 LR 15| B 1 L P Inside Edge
5 | 10.850 R1 Y 2.0 1.9 0.0 0.0 0.0 0.0 0.0 3.9 | ABC=9.0" P Maintenance Patch
6 | 11.140 R1 Y 1.1 3.7 0.0 0.0 0.0 0.0 0.0 4.8 | ABC=6.8" P Maintenance Patch
7 8.619 L1 Y 1.5 1.1 1.6 1.7 0.0 0.0 0.5 6.4 LR 25| B Il L P IWP
8 9.390 L1 N 1.7 3.2 0.0 0.0 0.0 0.0 0.0 49 | ABC=8.4"| 03| B 1B L F Outside Edge; Widening
9 9.890 L1 Y 1.4 2.9 0.0 0.0 0.0 0.0 0.0 4.3 LR 01| B | IB L p OWP; Widening
10| 10.420 L1 Y 1.7 1.2 1.9 0.0 0.0 0.0 0.0 4.8 LR 29| B 1l M P IWP
11| 10.915 L1 Y 1.4 0.7 1.9 0.0 0.0 0.0 0.0 4.0 LR=8.0" | 40| B 1l M P IWP
12| 11.115 L1 Y 1.3 2.1 0.0 0.0 0.0 0.0 0.0 3.4 ABC=8.3"]1 21| B 1B M P OoOwWP
13| 8.619 OR | N 1.3 1.3 0.0 0.0 0.0 0.0 0.0 2.6 LR G
14| 9.395 OR | N 1.9 1.6 0.0 0.0 0.0 0.0 0.0 3.5 [ABC=10.6" G
15| 10.420 OR | N 2.3 0.0 0.0 0.0 0.0 0.0 0.0 2.3 | ABC=5.1" G
16| 10.850 [RRTL| N 1.4 1.6 0.0 0.0 0.0 0.0 0.0 3.0 [ ABC=9.3" G
17| 8.619 OL | N 1.3 2.8 0.0 0.0 0.0 0.0 0.0 4.1 LR G
18| 9.890 OL | N 2.0 0.0 0.0 0.0 0.0 0.0 0.0 2.0 LR G
19| 10.420 [LRTL| N 1.6 1.4 0.0 0.0 0.0 0.0 0.0 3.0 | ABC=64"|30| B 1] M P SP2F Stripping; Separation at 3.0"
20| 11.115 OL | N 1.9 0.0 0.0 0.0 0.0 0.0 0.0 1.9 | ABC=4.6"| 08| B | IB L F
21| 8.619 CO Y 0.8 1.6 0.4 1.2 0.0 0.0 0.5 4.5 LR 19| B 11 M P Bottom up crack = 0.5"
22 9.400 CO N 1.7 2.7 4.2 1.9 0.0 0.0 0.5 11.0 LR 03| B 1B L F Separation at Friction Course; Slippage
23| 9.890 CO | N 1.0 1.9 2.0 0.0 0.0 1.9 0.0 6.8 LR=10.0" [ 02| B | IB L F
241 10.420 CO | N 15 0.5 3.0 1.0 0.0 0.0 0.5 6.5 LR 30| B 1] S P Separation at 2.0"; Slippage
25( 11.103 CO N 1.5 1.5 0.0 0.9 3.6 0.0 0.5 8.0 LR 14| B 1B L F Bottom up crack = 1.5"
Remarks: IWP = Inside Wheel Path LT = Centerlane sloping towards Left Roadway

OWP = Outside Wheel Path

CC = Center Crown




EXTRA INFORMATIONAL CORES

Cored By: UNIVERSAL Date: 08/17/16 |Page 2 of 3 |Typica| Section 1 of 1
Project No.: 434555-1-52-01 Name: SR 247 (Branford Hwy) from CR 252B to SR 10 (US 90)
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A 8.706 IT N 1.3 1.7 3.0 [ ABC=34"]| 1.4 B 11 M P SW Justin Glen
B 9.148 |LRTL| Y 1.3 51 6.4 LR 1.3 B 1l L P SW Troy St; Separation at Friction Course; Slippage
C 9.514 IT N 0.0 1.6 1.6 LR B 1| L P SW Mayfair Ln
D | 11.267 |[LRTL| N 1.7 3.7 54 | ABC=7.7"| 1.7 B 11 L P Into Advanced Auto Parts
E | 10.366 IT N 0.0 2.1 2.1 LR 2.1 B 11 L P SW Real Ter
F | 11.140 |RRTL| Y 1.7 3.1 4.8 LR F Into Home Depot; Slight Raveling
G| 11.310 |RRTL| Y 1.6 2.7 4.3 |ABC=12.2"| 2.7 | B 1l L P onto US 90 (outside lane); Shoving; SP2F Stripping

Remarks:




Bridge Approach Slab Subsurface Condition

PROJECT NUMBER: 434555-1-52-01 DATE: 08/17/16 | PAGE 3 of 3 CORED BY: UES
STATE ROAD NO: SR 247 NAME: SR 247 (Branford Hwy) LANES: 2
COUNTY: Columbia FROM: CR 252B
SECTION NO.: 29090000 TO: SR 10 (US 90)
BEG MP: 8.574 END MP: 11.348 LENGTH: 2.774
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1 10.028 R1 290034 Approach 10.9 0.0 Firm and Non-Yielding 3.8
2 10.075 L1 290034 Approach 11.2 0.0 Firm and Non-Yielding 3.0
Remarks: * MEASURED DIRECTLY BENEATH SLAB

** DETERMINED BY PROBING SURFACE OF SUBGRADE WITH HAND HELD PENETROMETER




