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1 6.800 R1 O 1.0 13.5 0.5 0.8 1.0 16.8 LR F SEP AT 14.5"

3 7.594 R1 I 1.0 4.0 0.5 2.2 7.7 LR F PLUS/MINUS

4 7.800 R1 N 0.6 4.0 1.0 0.5 1.2 1.8 9.7 LR 1.5 B II M P LNGCK

5 8.800 R1 I 1.0 3.5 0.5 1.1 1.9 8.0 LR 12.0 F

7 9.744 R1 I 1.0 3.5 0.5 1.0 6.0 LR F PLUS/MINUS

8 9.975 R1 O 0.8 3.5 1.0 0.5 0.7 2.1 8.8 LR 2.3 B II M P TRVCK

9 10.800 R1 O 1.0 8.0 0.5 2.7 1.5 13.7 LR 1.5 B II M P TRVCK, LNGCK

10 11.800 R1 I 1.0 2.5 0.5 3.0 0.9 7.9 LR F

11 12.800 R1 I 0.9 2.0 1.5 0.5 4.5 0.5 10.4 LR F

12 13.800 R1 I 1.0 9.5 1.4 0.5 3.5 1.2 17.1 LR F

13 14.800 R1 I 1.0 3.5 0.5 4.0 1.0 10.0 LR F

14 15.800 R1 O 0.5 7.0 2.5 0.5 2.2 1.5 14.7 LR F

15 16.300 R1 I 1.2 1.8 1.6 0.5 2.6 0.9 8.8 LR 12.0 F

16 6.500 R2 O 1.0 11.8 5.0 0.5 2.4 20.7 LR F RAV, SPL, SUPER

17 7.080 R2 I 1.0 3.6 1.3 0.5 1.0 1.6 9.0 LR 10.5 2.7 B II S P GRND, RAV, SEP AT 2.7"

18 7.525 R2 I 1.0 3.7 0.5 1.5 6.7 LR P PLUS/MINUS, RAV

20 8.500 R2 I 1.0 3.9 0.5 1.2 1.9 8.5 LR P RAV, SPL

21 9.500 R2 I 0.8 2.6 1.5 1.1 7.6 LR F

22 9.705 R2 O 1.0 2.7 0.5 2.0 6.2 LR P PLUS/MINUS, RAV, SPL

24 10.248 R2 N 2.8 0.5 3.1 6.4 LR 11.8 P PT, SEV SPL, NO FC-5, ADJ TO WHITE LINE

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length:

Remarks:

9.868 10' PVD SHLDR

C
o

re
 N

u
m

b
e

r

M
ile

 P
o

s
t

L
a

n
e

W
h

e
e

l P
a

th

                   Pavement Layers

C
o

re
 L

e
n

g
th

 (in
.)

B
a

s
e

 T
y
p

e

Crack P
a

v
e

m
e

n
t          

C
o

n
d

itio
n

R
u

t D
e

p
th

 (in
.)

C
ro

s
s
 S

lo
p

e
             

(%
)

S
lo

p
e

 D
ire

c
tio

n
      

( in
 / o

u
t )

Comments:

Top



Date: 2 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP12.5 SP19 ARMI T1 BIND
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25 11.332 R2 O 1.0 2.2 0.5 2.5 1.5 7.7 LR 3.0 B III S P RAV, GRND, SPL, 3.23" RUT 10 FT. EAST OF CORE

26 12.200 R2 I 1.0 2.1 1.2 0.5 2.5 1.5 8.8 LR F

27 13.220 R2 O 1.0 14.8 0.5 2.5 0.7 19.5 LR F

28 14.200 R2 O 1.0 9.5 0.5 1.7 1.0 13.7 LR P RAV, SPL

29 15.200 R2 I 0.8 2.5 1.5 0.5 3.0 1.2 9.7 LR 2.5 S IB L F LNGCK, RAV, SPL

30 16.260 R2 O 1.0 3.0 0.5 2.3 0.8 7.6 LR 2.5 B III S P RAV, GRND, SEP AT 2.5" & 3.5"

31 6.460 L1 I 0.6 6.5 2.7 0.5 0.8 1.8 13.3 LR F

32 7.300 L1 O 1.0 3.0 1.2 0.5 2.1 7.8 LR F

33 7.513 L1 N 1.0 3.0 1.5 0.5 1.0 7.0 LR 1.0 S IB L F PLUS/MINUS, TRVCK

35 8.300 L1 I 1.0 3.0 1.3 0.5 2.5 1.8 10.1 LR 11.6 F

36 9.300 L1 O 1.0 3.5 1.5 0.5 1.2 7.7 LR F

37 9.705 L1 N 1.0 4.0 0.5 1.0 6.5 LR F PLUS/MINUS

39 10.300 L1 I 1.0 2.5 0.6 0.5 3.9 1.0 9.5 LR F

40 11.300 L1 O 1.0 2.3 0.7 0.5 2.6 1.5 8.6 LR F

41 12.300 L1 I 1.0 2.2 0.7 0.5 3.7 0.9 9.0 LR F

42 13.300 L1 I 1.0 2.5 1.0 0.5 3.0 1.0 9.0 LR F

43 14.300 L1 O 1.0 6.0 1.0 0.5 3.0 1.0 12.5 LR F

44 15.300 L1 O 1.0 6.5 1.0 0.5 2.6 0.8 12.4 LR F

45 16.320 L1 I 1.0 2.2 0.5 3.4 1.3 8.4 LR 12.0 F

46 6.500 L2 O 1.0 12.0 5.0 0.5 2.4 20.9 LR F SUPER

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length: 9.868 10' PVD SHLDR

Remarks:
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Date: 3 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP12.5 SP19 ARMI T1 BIND
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47 7.000 L2 O 1.0 2.8 2.2 0.5 0.6 0.7 7.8 LR 11.5 F

49 7.582 L2 N 1.0 2.7 1.5 0.5 1.2 6.9 LR P PLUS/MINUS, RAV, LNGCK

50 8.000 L2 O 1.0 2.7 2.8 0.5 0.8 1.4 9.2 LR 2.0 S IB L F

51 9.000 L2 O 1.0 5.0 0.5 2.2 8.7 LR F

53 9.745 L2 N 1.0 4.2 0.5 2.0 7.7 LR 1.0 S IB L F PLUS/MINUS, RAV

54 10.000 L2 O 1.0 3.8 0.5 2.0 7.3 LR P

55 11.000 L2 O 1.0 10.5 2.5 0.5 2.8 1.3 18.6 LR F SEP AT 3.5"

56 12.000 L2 O 1.0 3.0 0.5 3.0 1.2 8.7 LR F

57 13.000 L2 O 1.0 3.5 0.5 2.3 1.5 8.8 LR 10.0 F

58 14.000 L2 O 1.0 3.5 4.0 0.5 2.2 1.2 12.4 LR F SEP AT 4.5"

59 15.000 L2 O 1.0 2.5 0.5 2.7 1.7 8.4 LR F

60 16.000 L2 O 1.0 2.7 1.8 0.5 1.8 1.1 8.9 LR F

61 6.500 OR N 2.0 10.5 9.5 22.0 LR F TRVCK, SUPER

62 7.483 OR N 3.6 3.6 LR 8.6 F TRVCK

63 8.500 OR N 3.5 3.5 LR 3.5 B II M P TRVCK

64 9.705 OR N 1.5 1.4 2.9 LR 2.9 B II M P PLUS/MINUS, TRVCK

65 10.248 OR N 1.4 1.5 2.9 LR 2.9 B II M P PT, TRVCK, LNGCK

66 11.332 OR N 1.5 1.5 0.5 3.5 LR 3.5 B II M P TRVCK, LNGCK

67 12.200 OR N 1.5 1.5 0.5 3.5 LR 3.5 B II M P GRND, TRVCK, LNGCK

68 13.220 OR N 13.5 1.0 1.5 0.7 16.7 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Remarks:

9.868 10' PVD SHLDR

C
o

re
 N

u
m

b
e

r

M
ile

 P
o

s
t

L
a

n
e

W
h

e
e

l P
a

th

                   Pavement Layers

C
o

re
 L

e
n

g
th

 (in
.)

B
a

s
e

 T
y
p

e

Crack P
a

v
e

m
e

n
t          

C
o

n
d

itio
n

R
u

t D
e

p
th

 (in
.)

C
ro

s
s
 S

lo
p

e
             

(%
)

S
lo

p
e

 D
ire

c
tio

n
      

( in
 / o

u
t )

Comments:

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length:

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline
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Date: 4 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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69 14.200 OR N 9.3 0.7 0.6 11.4 LR 1.0 B II M P TRVCK, LNGCK, SEP AT 2" & 9.5"

70 15.200 OR N 1.5 1.5 0.5 3.5 LR 8.0 F

71 16.260 OR N 2.5 0.6 0.6 3.7 LR 1.2 B II M P TRVCK, LNGCK

72 7.000 OL N 1.7 0.8 0.5 3.0 LR F

73 8.000 OL N 1.6 1.4 0.5 0.5 4.0 LR 9.7 F

74 9.000 OL N 1.5 1.7 0.8 0.8 4.8 LR F

75 10.000 OL N 1.8 1.1 2.9 LR 2.9 B II M P TRVCK

76 11.000 OL N 11.2 1.7 1.2 0.5 14.6 LR 1.0 B II M P TRVCK, LNGCK, GRND, SEP AT 2.3"

77 12.000 OL N 1.4 1.3 0.6 3.3 LR F

78 13.000 OL N 1.6 1.4 3.0 LR F

79 14.000 OL N 7.4 1.4 0.5 9.3 LR 1.0 B II M P LNGCK, TRVCK

80 15.000 OL N 1.6 1.0 2.6 LR 8.0 F

81 16.000 OL N 2.0 1.2 1.0 0.7 4.9 LR 1.6 B II M P LNGCK

82 6.800 IR N 9.0 3.5 3.8 1.7 21.2 LR F

83 7.594 IR N 2.4 2.0 0.6 5.0 LR F PLUS/MINUS

84 8.800 IR N 1.7 1.7 LR F

85 9.744 IR N 2.7 2.7 LR F PLUS/MINUS

86 10.800 IR N 7.0 2.5 9.5 LR F

87 11.800 IR N 1.8 1.3 3.1 LR F BOTTOM UP CRK 1.5"

88 12.800 IR N 3.6 1.5 5.1 LR F SEP AT 3.7"

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length:

Remarks:

9.868 10' PVD SHLDR
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Date: 5 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP12.5 SP19 S1 T1 BIND
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89 13.800 IR N 9.2 1.4 10.6 LR F SEP AT 9.5"

90 14.800 IR N 2.7 1.8 4.5 LR F

91 15.800 IR N 6.0 1.3 8.8 LR F

92 16.300 IR N 1.8 1.0 3.0 LR F

93 6.460 IL N 3.4 1.6 1.8 8.7 LR F

94 7.513 IL N 2.0 0.6 2.6 LR F PLUS/MINUS

95 8.300 IL N 2.8 1.0 3.8 LR F

96 9.300 IL N 2.3 1.0 3.3 LR 3.3 S IB L F TRVCK

97 10.300 IL N 2.4 1.2 3.6 LR F

98 11.300 IL N 1.8 1.5 3.3 LR F

99 12.300 IL N 2.0 1.0 3.0 LR F SEP AT 2"

100 13.300 IL N 3.4 1.0 4.9 LR F

101 14.300 IL N 7.0 1.2 8.2 LR F BOTTOM UP CRK 1", SEP AT 4"

102 15.300 IL N 7.0 1.6 7.6 LR 2.0 S IB L F TRVCK

103 16.320 IL N 1.3 1.0 2.3 LR F

104 7.400 DECEL N 0.6 2.8 0.6 4.4 LR 0.5 B III S P US 41 EXIT, TRVCK, LNGCK, GRND

105 7.700 ACCEL O 0.7 1.5 10.5 13.5 LR 3.3 B III S P US 41 EXIT, TRVCK, LNGCK, RAV, SEP AT 3.3"

106 9.632 DECEL O 0.8 1.2 1.0 2.3 LR 2.3 B III S P US 441 EXIT, TRVCK, LNGCK

107 9.980 ACCEL I 1.0 2.4 1.0 2.0 6.4 LR 6.4 B III S P US 441 EXIT, TRVCK

108 7.308 ACCEL O 1.0 3.0 0.5 1.7 6.2 LR 2.3 B III S P US 41 EXIT, LNGCK, TRVCK

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Remarks:

9.868 10' PVD SHLDR
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County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length:

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline
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Date: 6 of 9

Name: Lanes:

From:

To: Inside:
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FC5 FC125 SP12.5 T1 BIND T2
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109 7.508 DECEL O 1.0 3.5 4.5 LR P US 41 EXIT, LNGCK, TRVCK

110 9.520 ACCEL O 1.0 2.3 1.0 1.8 6.3 LR 2.2 B III S P US 441 EXIT, LNGCK, TRVCK, RAV

111 9.820 DECEL O 1.0 3.1 4.1 LR 3.0 B III S P US 441 EXIT, LNGCK, SEP AT 3"

112 4.208 R1 O 1.5 0.6 2.0 1.7 5.8 LR 7.5 1.8 B III S P LNGCK, TRVCK

113 4.463 R1 I 1.5 0.8 1.5 5.0 8.8 CONC 4.2 B III S P LNGCK, TRVCK

114 4.315 R2 O 1.7 1.4 1.5 1.7 6.3 LR 2.5 B III S P LNGCK, TRVCK

115 4.618 R2 O 1.7 1.5 2.0 5.2 CONC 5.2 B III S P LNGCK, TRVCK

116 4.805 L1 O 1.5 1.5 4.0 1.3 8.3 LR 8.0 1.2 S IB L F LNGCK, TRVCK

117 4.156 L1 O 1.0 0.5 1.7 2.2 5.4 LR 2.4 B III S P LNGCK, TRVCK, RAV, SPL, GRND

118 4.489 L2 O 2.4 3.0 1.5 6.9 LR 3.2 B III S P LNGCK, TRVCK

119 4.323 L2 N 1.5 1.0 2.3 1.8 6.6 LR 12.0 4.0 B III S P LNGCK, TRVCK

120 4.315 OR N 2.0 5.0 7.0 LR F

121 4.618 OR N 1.3 4.5 5.8 STABSG 0.7 S IB L F LNGCK

123 4.156 OL N 1.5 4.5 6.0 STABSG F

124 4.670 RLTTL N 1.2 3.1 4.3 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

US 41 MAINLINE

Remarks:

9.868 10' PVD SHLDR

C
o

re
 N

u
m

b
e

r

M
ile

 P
o

s
t

L
a

n
e

W
h

e
e

l P
a

th

                   Pavement Layers

C
o

re
 L

e
n

g
th

 (in
.)

B
a

s
e

 T
y
p

e

Crack P
a

v
e

m
e

n
t          

C
o

n
d

itio
n

R
u

t D
e

p
th

 (in
.)

C
ro

s
s
 S

lo
p

e
             

(%
)

S
lo

p
e

 D
ire

c
tio

n
      

( in
 / o

u
t )

Comments:

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length:

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline
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Cored By: Date: 7 of 9

Project No.: Name:
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125 0.014 RMP O 1.0 2.0 1.5 4.5 LR 13.5 4.5 B III S P LNGCK, TRVCK

126 0.014 SHLDR N 1.0 2.5 3.5 LR 2.2 S IB L F

127 0.211 RMP I 1.0 1.8 2.3 1.2 6.3 LR 2.5 B III S P LNGCK, TRVCK, SEP AT 2.5"

128 0.211 SHLDR N 1.0 2.0 0.9 3.9 LR 15.8 F

FC5 SP12.5 T1 BIND

129 0.045 RMP O 1.0 1.7 1.8 1.5 6.0 LR 1.8 B III S P TRVCK, LNGCK, SEP AT 3.5"

130 0.045 SHLDR N 1.0 2.0 3.0 STABSG 3.0 S IB L F

131 0.176 RMP I 1.0 1.5 1.0 1.5 5.0 LR 17.0 1.5 B III S P

132 0.176 SHLDR N 1.0 1.2 2.2 LR F

FC5 FC125 SP12.5 T1 BIND

133 0.025 RMP O 1.0 1.5 2.3 4.8 LR 15.0 2.2 B II M P LNGCK, TRVCK

134 0.025 SHLDR N 1.0 1.2 0.8 3.0 LR F

135 0.120 RMP I 1.5 1.5 0.8 1.4 5.2 LR 1.7 B III S P LNGCK, TRVCK

136 0.120 SHLDR N 1.5 1.5 0.5 3.5 LR 3.5 B III M P TRVCK

FC5 SP12.5 T1 BIND

137 0.020 RMP N 1.0 1.8 1.5 1.3 5.6 LR 0.5 B III S P TRVCK, LNGCK

137A 0.020 SHLDR N 0.7 1.5 1.4 3.6 LR F

138 0.136 RMP O 1.0 1.7 1.2 1.6 5.5 LR 2.3 B III S P TRVCK, LNGCK

139 0.136 SHLDR N 1.0 1.6 1.2 3.8 LR 6.7 3.0 S IB M P TRVCK

FC5 SP12.5 T1 BIND

140 0.019 RMP I 1.0 2.0 1.4 1.2 5.6 LR 12.8 1.5 B III S P TRVCK, LNGCK

141 0.019 SHLDR N 1.0 2.3 0.8 4.1 LR F

142 0.344 RMP O 2.0 1.5 1.7 5.2 LR 5.2 B III S P TRVCK, LNGCK

143 0.344 SHLDR N 1.0 2.0 3.0 CONC 3.0 B II M P

FC5 SP12.5 T1 BIND

144 0.040 RMP N 2.0 1.7 2.0 5.7 LR 12.4 5.7 B III S P TRVCK, LNGCK

146 0.293 RMP O 1.0 1.0 1.0 2.0 5.0 LR 5.0 B III S P

147 0.293 SHLDR N 1.0 2.0 3.0 LR 8.0 F

FC5 SP12.5 T1 BIND

148 0.040 RMP O 1.0 1.5 1.5 1.5 5.5 LR 12.0 1.6 B II M P TRVCK, RAV

149 0.040 SHLDR N 1.0 1.5 1.0 3.5 LR 3.5 S IB M P TRVCK

150 0.339 RMP I 2.0 0.7 2.0 4.7 LR 4.7 B II M P TRVCK, LNGCK

151 0.339 SHLDR N 2.0 0.8 2.0 4.8 CONC F TRVCK, BOTTOM UP CRK 1.8"

FC5 SP12.5 T1 BIND

152 0.034 RMP N 2.9 2.5 1.3 6.7 LR 13.0 2.2 B II M P TRVCK, LNGCK

153 0.034 SHLDR N 3.5 3.5 CONC F

154 0.275 RMP O 1.0 1.5 1.3 1.3 5.1 LR 2.0 B II M P LNGCK, TRVCK

155 0.275 SHLDR N 1.0 2.0 2.0 5.0 LR 8.5 F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED

MEASURED FROM BULLNOSE

Ramp Description: WB ON FROM US 441 (Ramp No. 29170016)

            Pavement Layer

            Pavement Layer

Ramp Description:  EB ON FROM US 441 (Ramp No. 29170019)

            Pavement Layer

Ramp Description:  WB OFF TO US 441 (Ramp No. 29170018)

Pavement Evaluation Coring and Condition Data
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Ramp Description: EB OFF TO US 41 (Ramp No. 29170015)
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Comments:

Ramp Description:  WB OFF TO US 41 (Ramp No. 29170014)

Ramp Description:  EB ON FROM US 41 Ramp N0. 29170013)

            Pavement Layer

            Pavement Layer

Ramp Description:  WB ON FROM US 41 (Ramp No. 29170012)

Remarks:

            Pavement Layer

            Pavement Layer

Ramp Description:  EB OFF TO US 441 (Ramp No. 29170017)
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Date: 8 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP12.5 ARMI T1 BIND

D
e
p
th

 (in
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T
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p
e

C
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E
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n
t

A 10.800 R2 O 1.0 7.5 0.5 2.7 3.1 7.3 LR P DEP, LNGCK, RAV, SPL, GRND, 2 FT. FROM WL

FC 12.5 SP12.5 T - 2 T - 1 T - 2 BIND ST

B 6.595 R1 I 1.2 1 2.1 2.0 6.3 LR=10.7 1.1 B II M P

C 6.672 R1 O 1.2 1.1 2.6 5.8 LR 2.0 B II M P

D 6.712 L2 N 1.5 1.3 0.9 0.4 3.3 SBRM (G) 3.3 B II M P

E 6.637 L1 I 1.2 2.2 1.3 0.1 0.4 5.1 SBRM=6.4 1.7 B IB M P

F 6.578 L2 O 1.5 2.2 2.0 0.3 6.0 SBRM (P) 6.0 B II M P

G 6.515 L1 I 1.3 1.6 0.5 1.9 0.4 5.7 SBRM (P) 2.7 B II M P

H 6.515 R1 I 1.5 1.8 3.3 LR 1.3 B II M P

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED SEV = SEVERE

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

US 441 MAINLINE

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 4/20/26 - 4/22/26 Page Mainline

Project No.: 213074-5 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SR 25 (US 41) Shoulders

County: Columbia West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 29170000 6.455 End MP: 16.323 Length: 9.868 10' PVD SHLDR
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                   Pavement Layers

Light Ravel, Spal

Mod. Ravel Spal, Shoving

Light Ravel, Spal

Light Ravel, Spal, Shoving

Light Ravel, Spal

Mod. Ravel Spal, Shoving, Sep @ 1.6

Mod. Ravel Spal, Shoving
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Date: 9 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP12.5 ARMI T1 BIND

D
e
p
th

 (in
.)

T
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p
e

C
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n
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2 7.526 R1 N 29170079 1.0 1.5 0.5 3.0 CONC F APPROACH

6 9.708 R1 N 29170080 1.0 1.5 0.5 4.5 CONC F APPROACH

19 7.592 R2 N 29170079 1.0 2.2 0.5 1.3 5.0 CONC P LEAVE, RAV, SPL

23 9.742 R2 N 29170080 1.0 1.5 0.5 3.0 CONC F LEAVE, SPL

34 7.580 L1 N 29170070 1.0 1.5 0.5 3.0 CONC F APPROACH

38 9.742 L1 N 29170071 1.0 2.3 0.5 1.0 4.8 CONC F APPROACH

48 7.515 L2 N 29170070 1.0 2.5 0.5 4.0 CONC P LEAVE, SPL, RAV

52 9.708 L2 N 29170071 1.0 2.0 0.5 0.5 4.0 CONC P LEAVE

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING PT = PATCH SEP = SEPARATED

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK DEP = DEPRESSION GRND = GRINDING WL = WHITE LINE SUPER = SUPERELEVATED CURVE

Pavement Evaluation Coring and Condition Data

Cored By: 4/20/26 - 4/22/26 Page MainlineMeskel & Associates Engineering, PLLC

Project No.: SR 8 (I-10) 4

State Road No.: West of SR 25 (US 41) Shoulders

213074-5

8 (I-10)

County: West of CR 250 (Gum Swamp Road) 4' PVD SHLDR

Section No: 6.455 End MP: 16.323 Length: 9.868 10' PVD SHLDR
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