Pavement Evaluation Coring and Condition Data
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Cored By: Meskel & Associates Engineering, PLLC Date: 03/10/26 3 Mainline
Project No.: 424631-4 Name: 1-75 (SR 93) Lanes: 6@ 12
State Road No.: 93 (I-75) From: NORTH OF SR 143 (HAMILTON AVE.) Shoulders
County: HAMILTON To: GEORGIA STATE LINE Inside: 10' WARNING SHLDR
Section No: 32100000 Beg MP: 25.060 End MP: 28.750 Length: 3.690 Outside: 10' WARNING SHLDR, 10' LAWN SHLDH
o - < < Top Pavement Layer %‘) ® Crack o . o~ g
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- FC5 | sSP2Cc | sP3C | ARMI T1 BIND 2 2 s
1 28.700 R1 N 1.0 2.3 3.0 6.3 LR 1.6 B 1B L P LNGCK
2 28.200 R1 | 1.0 2.0 3.8 6.8 LR F
3 27.700 R1 | 1.0 2.0 3.0 6.0 LR 14.0 F
4 27.200 R1 | 1.0 2.0 3.4 6.4 LR F
5 26.700 R1 [¢] 1.0 2.0 2.0 5.0 LR F
6 26.200 R1 O 1.0 2.0 2.7 5.7 LR F
7 25.700 R1 O 1.0 2.0 3.5 6.5 LR F
8 25.200 R1 O 1.0 2.0 3.2 6.2 LR 13.0 F
9 28.500 R3 | 1.0 2.0 3.6 0.5 2.0 2.8 11.9 LR 2.3 B 1l M P TRVCK, LNGCRK, SVR SPL
10| 28.000 R3 [¢] 1.0 2.3 2.2 0.5 2.4 2.4 10.8 LR 8.0 2.0 B 11 S P TRVCK, LNGCRK, RAV, SVR SPL
11| 27.500 R3 | 1.0 2.0 3.0 0.5 2.0 3.5 12.0 LR 3.0 B 1l M P TRVCK, SPL TO STRUCT
12 | 27.000 R3 N 1.0 2.0 3.2 0.5 1.2 2.4 10.3 LR 1.0 B 1l S P LT RAV, LNGCK, TRVCK
13| 26.492 R3 N 2.0 4.0 0.5 2.1 2.7 11.3 LR 2.0 B 1l S P SPL, SVR RAV, TRVCK, LNGCRK, SEP AT 2"
14| 26.000 R3 [¢] 1.0 2.0 5.0 0.5 2.7 2.9 14.1 LR 1.0 B 1l S P SVR RAV, SEP AT 2.3" & 4.8"
15| 25.772 R3 N 1.5 2.2 1.1 0.5 1.8 3.1 10.2 LR 10.0 1.5 B 11 S P SPL, SVR RAV, LNGCRK, SEP AT 3"
16 | 25.500 R3 O 1.0 2.0 1.1 0.5 2.5 2.6 9.7 LR 0.8 B 11 S P SPL, SVR RAV, TRVCK, LNGCRK, SEP AT 2.7"
17| 25.116 RT ACCEL N 1.0 1.5 2.0 0.5 1.8 3.6 10.4 LR 1.0 B 1l M P TRVCK, LT SPL, RAV, SEP AT 2.5"
18 | 28.600 L1 | 1.0 2.0 3.0 6.0 LR 13.5 F
19| 28.100 L1 | 1.0 2.3 2.8 6.1 LR F
20| 27.600 L1 [¢] 1.0 2.2 3.0 6.2 LR F
Remarks: TRVCK = TRANSVERSE CRACKING SPL = SPALLING RT = RIGHT LT = LEFT

LNGCRK = LONGITUDINAL CRACKING

RAV = RAVELING

ACCEL = ACCELERATION LANE

SEP = SEPARATION

SVR = SEVERE

DECEL = DECELERATION LANE
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Cored By: Meskel & Associates Engineering, PLLC Date: 3 Mainline
Project No.: 424631-4 Name: 1-75 (SR 93) Lanes: 6@ 12
State Road No.: 93 (1-75) From: NORTH OF SR 143 (HAMILTON AVE.) Shoulders
County: HAMILTON To: GEORGIA STATE LINE Inside: 10' WARNING SHLDR
Section No: 32100000 Beg MP: 25.060 End MP: 28.750 Length 3.690 Outside: 10' WARNING SHLDR, 10' LAWN SHLDR
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- FC5 | SP2C | SP3C [ ARMI T1 BIND 2 2 S
21 27.100 L1 1.0 2.0 4.0 7.0 LR 1.7 B 1l M P TRVCK
22 26.600 L1 O 1.0 2.0 3.0 6.0 LR 15.6 F
23 26.100 L1 | 1.0 2.0 3.0 6.0 LR F
24 25.600 L1 [¢] 1.0 2.0 3.0 6.0 LR F
25 25.100 L1 | 1.0 2.0 3.0 6.0 LR F
26 28.700 L3 O 1.0 2.0 4.0 0.5 2.1 1.2 10.8 LR 1.5 B 1l S P SVR RAV, TRVCK, LNGCRK, SEP AT 3"
27 28.391 L3 O 1.0 2.0 3.3 0.5 3.0 2.7 12.5 LR 3.0 B 1l S P TRVCK, LNGCRK, RAV
28 27.700 L3 O 1.0 2.0 2.5 0.5 2.6 2.5 11.1 LR 8.0 3.0 B 1l S P SVR SPL, TRVCK, RAV
29 27.255 |LT DECEL| | 1.0 2.5 2.8 0.5 1.5 2.7 11.0 LR 2.2 B 1l S P TRVCK, SVR SPL, SEP AT 3.5"
30 26.600 |LT ACCEL| O 1.0 4.0 5.0 ABC 11.0 2.0 B 1] S P TRVCK, LNGCRK, RAV, SEP AT 3.4"
31 26.400 L3 | 1.0 2.0 3.0 0.5 2.8 2.9 12.2 LR F
32 25.700 L3 O 1.0 2.0 3.0 0.5 2.7 2.4 11.6 LR 2.5 B 1l S P TRVCK, LNGCRK, SPL
33 25.344 L3 | 1.0 2.0 2.5 0.5 4.0 2.5 12.5 LR 9.0 3.0 B 1l P TRVCK, LNGCRK, RAV, SVR RAV
34 25.120 |LT DECEL| O 1.0 2.5 2.0 0.5 1.8 1.2 9.0 LR 2.3 B Il M F TRVCK, SEP AT 2.5" & 4.3"
35 28.000 OR N 2.0 2.0 1.7 2.5 8.2 LR F
36 27.000 OR N 2.2 2.1 2.1 0.5 6.9 LR 11.5 1.5 B 1l M P TRVCK
37 26.000 OR N 2.0 4.5 0.8 3.4 10.7 LR F
38 25.116 |RT ACCEL| N 1.8 2.5 2.0 0.7 7.0 LR 8.5 P
39| 28.700 oL N 1.5 4.2 1.8 0.6 8.1 LR 11.5 F
40 | 27.700 oL N 2.0 4.0 2.0 0.8 8.8 LR F
Remarks: TRVCK = TRANSVERSE CRACKING SPL = SPALLING RT = RIGHT LT = LEFT

LNGCRK = LONGITUDINAL CRACKING

RAV = RAVELING

ACCEL = ACCELERATION LANE

SEP = SEPARATION

SVR = SEVERE

DECEL = DECELERATION LANE
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Cored By: Meskel & Associates Engineering, PLLC Date: 03/10/26 3 Mainline
Project No.: 424631-4 Name: 1-75 (SR 93) Lanes: 6@ 12
State Road No.: 93 (1-75) From: NORTH OF SR 143 (HAMILTON AVE.) Shoulders
County: HAMILTON To: GEORGIA STATE LINE Inside: 10' WARNING SHLDR
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B FC5 | SP2C | SP3C | ARMI T1 BIND 2 2 S
41 26.600 LT ACCEL N 4.0 4.0 ABC 11.5 P SEP AT 2.7"
42 25.700 OL N 2.0 2.2 1.9 0.9 7.0 LR 10.0 F
43 25.120 LT DECEL N 2.8 1.7 4.5 LR F
44 | 28.700 IR N 2.8 2.8 LR 12.0 F
45| 27.700 IR N 3.3 3.3 LR F
46 | 26.700 IR N 2.8 2.8 LR F
47 | 25.700 IR N 3.3 3.3 LR 12.0 F
48 28.100 IL N 2.6 2.6 LR 11.8 F
49 27.100 1L N 3.5 3.5 LR 1.7 B 1B L F TRVCK
50 26.100 1L N 2.7 2.7 LR F
51 25.100 IL N 3.0 3.0 LR 9.2 F
Remarks: TRVCK = TRANSVERSE CRACKING SPL = SPALLING RT = RIGHT LT = LEFT

LNGCRK = LONGITUDINAL CRACKING

RAV = RAVELING

ACCEL = ACCELERATION LANE

SEP = SEPARATION

SVR = SEVERE

DECEL = DECELERATION LANE




