
Date: 1 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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1 0.003 R1 Y 0.6 1.3 4.5 6.4 LR 14.3 0.6 B II M P PLUS/MINUS, RAV, SPL, TRVCK

4 0.300 R1 N 0.8 1.5 4.6 6.9 LR 2.2 B II M P

5 1.323 R1 N 0.8 1.8 4.3 6.9 LR 0.7 B II M P TRVCK, SPL

6 2.300 R1 Y 0.8 4.4 4.9 10.1 LR 2.5 B II M P TRVCK, SPL

7 3.300 R1 Y 0.9 1.3 5.5 7.7 LR 14.0 F

8 4.300 R1 Y 0.8 1.4 4.4 6.6 LR 0.8 B IB L P TRVCK

9 5.300 R1 Y 1.0 1.6 4.3 6.9 LR P

10 6.300 R1 Y 1.1 1.3 5.6 8.0 LR P

11 7.300 R1 Y 0.8 1.8 4.0 6.6 LR 2.6 B IB L P TRVCK

12 8.300 R1 Y 0.9 2.3 4.5 7.7 LR 16.75 2.8 B II M P TRVCK, SPL

13 9.300 R1 N 0.8 2.7 5.6 9.1 LR 3.0 B II M P TRVCK, SPL, RAV

19 0.500 R3 Y 0.8 2.0 3.8 0.5 0.8 2.4 10.3 LR 7.5 1.6 B II M P RAV, SPL, TRVCK

20 1.500 R3 Y 1.2 1.9 5.0 1.7 2.6 12.4 LR F

21 2.500 R3 Y 1.0 1.8 3.3 0.5 0.9 7.5 LR P

22 3.011 R3 N 0.7 1.8 3.0 0.5 3.7 2.8 12.5 LR 0.3 B II M P TRVCK, SPL

23 3.086 Dcel Y 0.9 2.7 2.0 4.0 9.6 LR 9.6 B II M P DECEL, SEV RAV, SPL

24 3.500 R3 Y 0.8 2.0 3.0 0.5 1.7 2.7 10.7 LR 1.7 B II M P TRVCK, LT RAV, SPL

25 3.660 Acel Y 0.7 1.6 2.6 4.4 2.1 11.4 LR 1.4 B III S P ACCEL, SEV RAV, SPL

26 3.933 R3 Y 0.9 2.0 3.1 0.5 3.2 2.6 12.3 LR P SEV RAV TO STRUCT

27 4.500 R3 Y 0.9 2.1 3.3 0.5 1.4 2.5 10.7 LR 11.2 F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Remarks:

9.506 10' PVD SHLDR
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Comments:

County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length:

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/17/26 - 3/18/26 Page Mainline

Top



Date: 2 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP2C SP3C ARMI T1 ST BIND
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28 5.500 R3 Y 0.8 1.6 4.5 0.5 1.0 2.5 10.9 LR 0.8 B II M P RAV

29 5.600 Dcel Y 0.8 6.0 6.8 LR 0.8 B III S P DECEL, RAV, SPL, GRND 

30 6.500 R3 Y 0.9 1.6 5.0 0.5 2.5 2.4 12.9 LR P

31 6.661 Acel Y 0.8 5.2 6.0 LR 2.5 C III S P ACCEL 2, SPL, RAV

32 6.761 Acel N 0.5 4.9 5.4 LR 1.8 C III S P ACCEL 1, LNGCK, SPL, RAV

33 7.500 R3 Y 1.0 1.9 3.6 0.5 2.1 2.4 11.5 LR  P

34 8.500 R3 Y 1.0 2.0 3.5 0.5 2.6 2.2 11.8 LR 12.5 P

36 9.500 R3 Y 0.9 1.7 5.5 0.5 1.0 2.6 12.2 LR 1.7 B IB L F TRVCK

41 1.000 L1 Y 0.8 1.6 3.3 5.7 LR 13.8 2.2 B II L P TRVCK, SPL

42 2.000 L1 Y 0.8 2.2 2.9 5.9 LR 2.0 B II M P TRVCK, SPL

43 3.000 L1 N 1.0 1.4 5.7 8.1 LR 2.2 B II M P TRVCK, SPL

44 4.000 L1 N 0.9 1.6 4.5 7.0 LR 1.5 B II M P TRVCK, SPL

45 5.000 L1 Y 1.0 1.5 3.3 5.8 LR 15.5 F

46 6.000 L1 Y 0.8 1.5 4.8 7.1 LR 2.1 B IB L F SPL

47 7.000 L1 Y 1.0 1.6 4.3 6.9 LR F

48 8.000 L1 N 0.9 2.0 2.8 5.7 LR 2.2 S IB L F TRVCK

49 9.000 L1 Y 1.0 1.6 3.2 5.8 LR 15.5 F

50 0.003 L3 Y 1.2 1.4 2.0 0.5 5.1 LR 9.0 5.1 B III S P PLUS/MINUS, PMP, SEV SPL, TRVCK

55 0.280 L3 Y 0.8 2.0 4.2 3.6 2.3 12.9 LR 2.6 B II M P TRVCK, RAV, SPL

56 1.300 L3 Y 1.0 2.4 3.8 0.5 1.5 2.5 11.7 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB
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County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length: 9.506 10' PVD SHLDR

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Pavement Evaluation Coring and Condition Data
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Date: 3 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP2C SP3C ARMI T1 ST BIND
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57 2.088 L3 Y 0.8 4.2 6.6 2.4 2.3 16.3 LR 0.8 B II M P SPL, RAV

58 3.100 Acel Y 0.8 1.8 3.2 1.6 2.5 9.9 LR 2.7 B II M P ACCEL, RAV, SPL

59 3.300 L3 Y 1.0 2.0 2.9 1.5 2.6 10.0 LR 1.8 B II M P RAV, SPL

60 3.660 Dcel Y 0.6 4.8 5.4 LR 15.0 F DECEL

61 4.363 L3 N 0.8 2.0 2.8 0.5 1.5 2.5 10.1 LR 1.7 B II M P RAV, SPL, TRVCK

62 5.300 L3 Y 0.9 1.7 3.3 0.5 1.5 2.5 10.4 LR 3.7 B II M P RAV, SPL

63 5.578 L3 Y 0.9 1.6 3.3 0.5 0.8 2.1 9.2 LR P RAV, SPL

64 5.800 L3 N 0.8 1.8 3.2 0.5 1.8 2.5 10.6 LR 1.7 B II M P RAV, SPL, TRVCK

65 6.303 Acel Y 1.1 5.0 6.1 LR 14.0 3.1 B III S P ACCEL 1, SEV SPL, RAV, SEP AT 3.1"

66 6.403 Acel Y 0.9 5.1 6.0 LR 2.5 C III S P ACCEL 2, SEV RAV, SPL

67 7.200 L3 Y 0.9 1.8 3.8 0.5 1.7 2.3 11.0 LR 1.0 B II M P TRVCK, SEV RAV, SPL

68 7.356 L3 Y 0.9 5.0 5.9 LR 3.0 C III S P DECEL, SPL, GRND 

69 8.300 L3 N 0.7 2.0 3.8 0.5 1.3 2.0 10.3 LR 11.0 2.0 B II M P TRVCK, SEV RAV

70 8.698 L3 Y 0.7 2.1 4.1 0.5 3.1 2.3 12.8 LR 1.3 B II M P TRVCK, SEV RAV, SPL

72 9.300 L3 Y 0.7 1.6 1.5 0.5 0.5 3.0 7.8 LR 0.7 B II M P SEV RAV TO STRUCT, GRND

74 0.500 OR N 1.6 1.0 1.8 0.5 4.9 LR F

75 1.500 OR N 2.4 2.8 2.0 0.5 7.7 LR F

76 2.500 OR N 1.5 1.5 LR F

77 3.086 OR N 1.9 1.8 3.2 6.9 LR F DECEL

78 3.500 OR N 1.8 1.7 1.6 0.8 5.9 LR 5.75 F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/17/26 - 3/18/26 Page Mainline

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length:

Remarks:

9.506 10' PVD SHLDR
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Date: 4 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP2C SP3C T1 ST BIND

D
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n
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79 3.660 OR N 1.2 1.7 3.0 0.8 6.7 LR F ACCEL

80 4.500 OR N 1.7 1.2 1.5 0.8 5.2 LR F

81 5.500 OR N 1.3 2.0 1.5 0.7 5.5 LR F

82 5.600 OR N 3.8 3.8 LR F DECEL

83 6.500 OR N 3.3 2.6 1.8 0.7 8.4 LR F

84 6.661 OR N 3.1 3.1 LR 7.0 F ACCEL 2

85 7.500 OR N 1.8 1.8 2.4 0.6 6.6 LR F

86 8.500 OR N 2.1 0.5 2.0 0.8 5.4 LR F

88 9.500 OR N 1.1 2.6 2.3 0.5 6.5 LR 9.25 F

100 0.003 OL N 1.8 1.7 3.5 LR F PLUS/MINUS

101 1.300 OL N 1.8 2.6 2.3 0.8 7.5 LR 9.0 F

102 2.088 OL N 4.0 4.7 6.0 14.7 LR 1.1 B IB M F

103 3.100 OL N 1.4 0.9 2.0 0.5 4.8 LR F ACCEL

104 3.300 OL N 2.0 1.5 3.5 LR F

105 3.660 OL N 1.0 1.0 2.0 LR F DECEL

106 4.363 OL N 1.8 2.0 0.8 4.6 LR F

107 5.300 OL N 1.8 2.2 0.7 4.7 LR F

108 5.800 OL N 2.1 3.8 5.9 LR 8.5 F

109 6.403 OL N 3.2 3.2 LR F ACCEL 2

110 7.200 OL N 2.8 2.3 5.1 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Remarks:

9.506 10' PVD SHLDR
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Comments:

County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length:

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/17/26 - 3/18/26 Page Mainline
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Date: 5 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

SP2C SP3C T1 ST BIND
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111 7.356 OL N 3.8 3.8 LR 1.0 B IB M F

112 8.300 OL N 1.8 1.3 2.2 0.6 5.9 LR 2.3 B IB M F TRVCK

114 9.300 OL N 1.4 1.4 0.5 3.3 LR 0.3 B IB M F

90 0.003 IR N 1.4 1.8 3.2 LR F

91 1.323 IR N 1.2 1.3 2.5 LR 11.0 F

92 2.300 IR N 4.6 2.2 6.8 LR F

93 3.300 IR N 1.3 2.1 3.4 LR F

94 4.300 IR N 1.4 1.5 2.9 LR F

95 5.300 IR N 1.1 2.6 3.7 LR F

96 6.300 IR N 1.4 2.7 4.1 LR 11.0 F

97 7.300 IR N 1.2 0.9 2.1 LR F

98 8.300 IR N 0.8 1.4 2.2 LR F

99 9.300 IR N 2.0 4.5 6.5 LR F

116 1.000 IL N 1.4 1.4 2.8 LR F

117 2.000 IL N 1.5 0.7 2.2 LR F

118 3.000 IL N 1.5 2.1 3.6 LR 9.5 F

119 4.000 IL N 1.3 1.7 3.0 LR F

120 5.000 IL N 1.3 1.3 2.6 LR F

121 6.000 IL N 1.3 1.7 3.0 LR F

122 7.000 IL N 1.3 1.6 2.9 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Remarks:

9.506 10' PVD SHLDR
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Comments:

County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length:

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/17/26 - 3/18/26 Page Mainline
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Date: 6 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP2C SP3C
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123 8.000 IL N 1.3 1.3 LR 12.0 1.3 S IB L F TRVCK

124 9.000 IL N 1.4 3.5 4.9 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Remarks:

9.506 10' PVD SHLDR
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Comments:

County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length:

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Pavement Evaluation Coring and Condition Data
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Date: 7 of 8

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5

(SP12.5)
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14 0.001 R3 N 370023 0.7 3.9 4.6 CONC F LEAVE

38 0.001 L1 N 370030 0.8 4.0 4.8 CONC 1.7 B IB L P APPROACH
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County: HAMILTON SR 51 (US 129) 10' PVD SHLDR

Section No: 32100000 0.000 End MP: 9.506 Length: 9.506 10' PVD SHLDR

Project No.: 423432-3 I-75 (SR 93) 6

State Road No.: 93 (I-75) Suwannee County Line Shoulders

Bridge Approach / Leave Slab / Deck
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Cored By: Date: 8 of 8

Project No.: Name:

FC5

(SP12.5)S

P2C

(SP19.0)

SP3C T1 BIND
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73 9.221 DECEL Y 0.6 1.5 2.2 3.5 2.3 10.1 LR 17.5 2.4 B II M P DECEL

115 9.221 DECEL OL N 2.4 2.1 3.5 8.0 LR F DECEL

51 0.040 RMP Y 0.7 1.1 2.6 2.5 6.9 LR 1.2 C III S P SPL, RAV

53 0.104 RMP N 0.7 1.6 2.6 2.3 7.2 LR 3.0 C III S P SPL, RAV

FC5

(SP12.5)S

P2C

(SP19.0)

SP3C T1 BIND

87 9.400 DECEL OR N 1.0 1.5 1.2 4.5 2.0 10.2 LR 12.5 0.5 B II M P DECEL

35 9.400 DECEL Y 0.9 1.2 1.6 4.6 2.1 10.4 LR 3.5 B III S P DECEL, RAV, SPL

2 0.040 RMP N 0.8 1.5 3.4 2.7 8.4 LR 2.4 C III S P SEV SPL

17 0.108 RMP N 0.8 1.5 2.5 2.6 7.4 LR 3.6 C III S P SPL

FC5

(SP12.5)S

P2C

(SP19.0)

SP3C T1 BIND

71 8.987 ACCEL N 0.7 2.3 3.8 1.8 2.7 11.3 LR 0.5 B III S P ACCEL, SEV SPL, RAV

113 8.987 ACCEL OL N 2 1.8 2.5 0.6 6.9 LR 9.75 F ACCEL

52 0.04 RMP N 0.7 1.4 2.8 2.5 7.4 LR 11.5 3.6 C III S P SPL, TRVCK

54 0.140 RMP Y 0.8 1.5 2.6 2.3 7.2 LR 7.2 C III S P SPL, RAV

FC5

(SP12.5)S

P2C

(SP19.0)

SP3C T1 BIND

89 9.631 ACCEL OR N 0.7 2.8 3.0 0.6 7.1 LR F ACCEL

37 9.631 ACCEL Y 0.8 1.6 0.9 3.7 2.2 9.2 LR 12.0 3.8 B III S P ACCEL, SEV SPL, RAV

16 0.04 RMP Y 1 1.8 2.7 2.6 8.1 LR 5.0 B III S P SPL, RAV

18 0.135 RMP Y 0.9 1.7 0.5 2.7 2.6 8.4 LR 11.5 1.9 C III S P SPL, RAV

CRK = CRACK SPL = SPALLING RAV = RAVELING TRVCK = TRANSVERSE CRACK

Ramp Description:  NB On Ramp from US 129 (Ramp No. 32100-011)

Remarks:

            Pavement Layer

Ramp Description: SB On Ramp from US 129 (Ramp No. 32100-007)

Ramp Description:  NB Off Ramp to US 129 (Ramp No. 32100-010)

            Pavement Layer

            Pavement Layer

Ramp Description:  SB Off Ramp to US 129 (Ramp No. 32100-008)
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