
Cored by: Page: of Typical Section No.: 

Shoulder Type and Condition: 

Paved 

NOTES: 1. DASHES INDICATE BASE WAS ENCOUNTERED BUT THICKNESS WAS NOT MEASURED. 
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TABLE 1 

MADISON 

JEFFERSON COUNTY LINE 

SR 10 (US 90) 

SR 55 (US 221) 

4 1 E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) 

N 
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675-030-09 .

Materials .

3/13.

2 

NONE 

PAVED - 4' Lgth: 6.735 Outside: 

To: 

From: 

End MP: 

Inside: 

PAVEMENT EVALUATION CORING AND CONDITION DATA 
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 

Date: 4/20/2022 

SR 55 ( US 221) SR No.: 12.621 

1 

County: 

Roadway Section: 35050000 

F. A. Proj. No.: 

Fin. Proj. ID: 210505-4-52-01 

Name: Lanes: 

19.356 Beg MP: 



Cored by: Page: of Typical Section No.: 

Shoulder Type and Condition: 

Paved 

NOTES: 1. DASHES INDICATE BASE WAS ENCOUNTERED BUT THICKNESS WAS NOT MEASURED. 
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OMITTED IN THE FIELD PER FDOT 30 15.510 L1 

25 13.900 L1 

F. A. Proj. No.: To: JEFFERSON COUNTY LINE Inside: NONE 

6.735 Outside: End MP: 19.356 Lgth: 

TABLE 1 
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 675-030-09 .

Materials .

3/13 .PAVEMENT EVALUATION CORING AND CONDITION DATA 

E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) Date: 4/20/2022 2 4 1 

Roadway Section: 35050000 Name: SR 55 (US 221) Lanes: 2 

Fin. Proj. ID: 210505-4-52-01 From: SR 10 (US 90) 
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County: MADISON SR No.: SR 55 (US 221) Beg MP: 12.621 
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OMITTED IN THE FIELD PER FDOT 

P 

7.40 B II M P 

28 14.900 L1 O 1.6 1.7 0.5 3.4 

B II M P 3.7 0.5 7.9 N 1.4 1.8 0.5 

SEVERE RAVELING 6.6 - - 2.80 B III 

IB M P 0.9 8.1 - - 2.80 B 

29 15.290 L1 N 0.7 1.6 0.5 3.2 0.6 

L1 O 0.9 6.3 

S P 

SEPARATION AT 2.1 in. 

32 16.244 L1 I 1.8 1.2 0.5 

0.90 B IB M P 7.2 - -31 15.900 

SHOVING, SUPERELEVATED CURVE 

33 16.651 L1 N 1.0 2.2 0.5 3.7 

P 4.0 0.7 8.2 - -

TRANSVERSE CRACK 

34 16.818 L1 O 1.3 1.7 0.5 3.2 0.7 

III M P 0.6 8.0 - - 8.00 B 

GRINDING, LIGHT RAVELING, TRANSVERSE CRACK 7.4 - - 7.40 B III 

35 17.300 L1 O 1.5 1.6 

S P 

7.20 B IB L P 0.5 3.0 0.6 7.2 - -

L1 N 1.1 1.9 0.5 2.9 SEVERE RAVELING 

21 12.680 L1 O 1.6 1.4 0.5 4.2 

III S P 0.6 7.0 4.7 7.00 B 36 17.504 

7.7 - - P 

1.2 



Cored by: Page: of Typical Section No.: 

Shoulder Type and Condition: 

Paved 

NOTES: 1. DASHES INDICATE BASE WAS ENCOUNTERED BUT THICKNESS WAS NOT MEASURED. 

Roadway Section: 35050000 Name: SR 55 (US 221) Lanes: 2 

TABLE 1 
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 675-030-09 .

Materials .

3/13 .PAVEMENT EVALUATION CORING AND CONDITION DATA 

Date: 4/20/2022 3 4 E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) 1 

Fin. Proj. ID: 210505-4-52-01 From: SR 10 (US 90) 

F. A. Proj. No.: To: JEFFERSON COUNTY LINE Inside: NONE 

6.735 Outside: PAVED - 4' 

Median Curbed (Y / N): N Lawn Other: Curb & Gutter (Y / N): N 

County: MADISON SR No.: SR 55 (US 221) Beg MP: 12.621 End MP: 19.356 Lgth: 
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Cored by: E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) Page: of Typical Section No.: 

Shoulder Type and Condition: 

NOTES: 1. DASHES INDICATE BASE WAS ENCOUNTERED BUT THICKNESS WAS NOT MEASURED.

Roadway Section: 35050000 Name: SR 55 (US 221) Lanes: 2 

TABLE 1 
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 675-030-09 .

Materials .

3/13 .PAVEMENT EVALUATION CORING AND CONDITION DATA 

Date: 4/20/2022 4 4 1 

Fin. Proj. ID: 210505-4-52-01 From: SR 10 (US 90) 

F. A. Proj. No.: To: JEFFERSON COUNTY LINE Inside: NONE 

6.735 Outside: PAVED - 4' 

Median Curbed (Y / N): N Lawn Other: Curb & Gutter (Y / N): N 

County: MADISON SR No.: SR 55 (US 221) Beg MP: 12.621 End MP: 19.356 Lgth: 
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Pavement Layer (in.) Base (in.)1 Crack 
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Cored by: of 

Fin. Proj. ID: 

F. A. Proj. No.: 

County: SR No.: SR 55 (US 221) Begin MP: End MP: Length: 

1 15.226 R1 350018 OVERLAY 

2 18.471 R1 350920 OVERLAY 

3 15.510 L1 350019 OVERLAY 

NOTES: 1. CORED TO TOP OF CONCRETE PER FDOT. 

3.3 FULL DEPTH CRACK 

3.7 CRACK TO ARMI LAYER 

8.5 
PAVEMENT LAYERS: FC12.5 - 1.6in., SP12.5 - 3.6in., 

ARMI - 0.5in., T1 - 2.8in. 
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(in
.) Comments 

PAVED - 4' 

210505-4-52-01 From: SR 10 (US 90) Shoulder Type and Condition: 

To: JEFFERSON COUNTY LINE Inside: NONE 

MADISON 12.621 19.356 6.735 Outside: 

Roadway Section: 35050000 Name: SR 55 (US 221) Lanes: 2 

TABLE 2 
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 

BRIDGE APPROACH SLAB SUBSURFACE CONDITION 

E. PUCKETT, ENVIRONMENTAL AND GEOTECHNICAL SPECIALISTS, INC. (EGS) Date: 4/20/2022 Page: 1 1 Typical Section No.: 1 


