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Name: Lanes:
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To: Inside:

Beg MP: Outside:
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1 0.200 R1 Y 1.4 0.6 0.5 1.6 0.6 4.7 LR 10.0 4.7 B II M P SPL, TRVCK

2 1.200 R1 Y 1.5 0.8 1.6 0.4 4.3 LR 4.3 B II M P SPL, TRVCK

5 1.385 R1 Y 1.5 2.1 2.1 0.5 6.2 LR 6.2 B IB M P PLUS/MINUS, LNGCK, SPL

6 2.400 R1 Y 1.5 0.5 2.0 0.5 4.5 LR 2.1 B IB M P SPL, TRVCK

7 3.479 R1 Y 1.5 0.5 0.5 1.2 0.5 4.2 LR 1.8 B IB M P SPL, LNGCK

8 4.400 R1 Y 1.5 0.8 0.5 1.6 0.5 4.9 LR 4.9 B IB M P SPL, TRVCK      Super Elevated Curve

9 5.400 R1 N 1.2 0.9 0.5 2.6 LR 8.5 2.6 B IB M P SPL, LNGCK

10 6.226 R1 N 1.5 1.4 2.9 LR 1.0 B IB L F SPL, TRVCK

11 6.700 R1 Y 1.5 1.7 0.5 0.8 4.5 LR 3.1 B IB M P SPL, LNGCK

12 7.700 R1 Y 1.5 1.7 0.5 1.6 5.3 LR 2.4 B IB M P SPL, TRVCK

13 8.700 R1 Y 1.5 2.3 0.5 1.2 5.5 LR 1.5 B IB M P SPL, TRVCK

14 9.700 R1 Y 1.6 1.6 0.5 1.2 4.9 LR 2.6 B IB M P SPL

15 10.700 R1 Y 1.6 2.0 0.5 1.0 5.1 LR 8.5 3.3 B II S P SPL, TRVCK

16 6.075 R2 N 1.4 1.6 2.3 0.5 5.8 LR 15.5 2.0 B IB M P SPL

17 6.500 R2 Y 1.2 1.1 2.3 LR F

18 0.250 L1 Y F

19 1.000 L1 Y 1.4 0.6 0.5 1.7 0.5 4.7 LR 9.0 1.2 B IB M P SPL, TRVCK, BOTTOM UP CRACK 2.0"

20 1.353 L1 N 1.6 1.6 0.5 3.7 LR F PLUS/MINUS        Super Elevated Cuvre

23 2.000 L1 Y 1.3 1.4 0.8 0.5 4.0 LR 4.0 B II M P SPL, TRVCK

24 3.000 L1 Y 1.5 0.8 0.5 1.0 0.7 4.5 LR 4.5 B IB M P SPL, TRVCK

CRK = CRACK TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK SPL = SPALLING Plus/Minus = Core taken adjacent to approach/leave slab

Core #18 was not taken. It was the last core of the day when the generator failed and needed repairs.

OMITTED

No cores were taken the first 2/10 of the project due to Bridge replacement

GENERATOR FAILED - NO CORE TAKEN

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 03/19/26 Page Mainline

Project No.: 210538-6 SR 10 (US 90) 2

State Road No.: 10 (US 90) Jefferson County Line Shoulders

County: Madison NW Elizabeth Street N/A
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Date: 2 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 12.5 SP 12.5 S ARMI T1 BIND ST
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25 3.905 L1 Y 1.5 1.1 0.5 0.5 3.6 LR 2.2 B II M P SPL, LNGCK

26 5.000 L1 Y 1.5 0.8 1.2 0.5 4.0 LR 1.3 B IB M P SPL, LNGCK

27 6.000 L1 Y 1.5 1.2 0.8 3.5 LR 11.25 1.3 B IB M P SPL, TRVCK

28 6.500 L1 Y 1.5 1.2 2.7 LR 2.7 B IB M P LNGCK

29 7.000 L1 Y 1.4 1.5 0.5 1.5 4.9 LR 1.7 B II M P SPL, LNGCK

30 8.000 L1 Y 1.5 1.3 0.5 1.2 4.5 LR 2.3 B II M P SPL, LNGCK

31 9.000 L1 Y 1.5 2.0 0.5 1.3 5.3 LR 3.5 B II M P SPL, LNGCK

32 10.000 L1 Y 1.5 1.4 0.5 0.8 4.2 LR 4.2 B II M P SPL, TRVCK

33 11.009 L1 Y 1.5 1.1 0.5 1.2 4.3 LR 9.0 1.5 B II S P SPL, TRVCK

34 6.600 L2 Y 1.5 1.6 3.1 LR 3.1 B II M P SPL, LNGCK

35 7.040 L2 Y 1.5 1.5 0.5 1.9 5.4 LR 7.0 1.3 B II M P SPL, LNGCK

36 0.200 OR N 1.4 1.2 1.2 3.8 LR F

37 1.200 OR N 1.2 1.7 3.6 6.5 LR F

38 2.400 OR N 1.5 1.1 0.6 3.2 LR 11.0 F TYPE S NOT RECOVERABLE

39 3.479 OR N 1.5 1.2 1.5 4.2 LR F

40 4.400 OR N 1.4 0.7 2.3 4.4 LR F

41 5.400 OR N 1.5 3.0 4.5 LR F

42 6.075 OR N 1.4 2.1 3.5 LR F

43 6.500 OR N 1.3 1.0 2.3 LR 9.0 F

44 7.700 OR N 1.7 1.7 RAP 6.0 F

CRK = CRACK SPL = SPALLING

TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 03/19/26 Page Mainline

Project No.: 210538-6 SR 10 (US 90) 2

State Road No.: 10 (US 90) Jefferson County Line Shoulders

County: Madison NW Elizabeth Street N/A

Section No: 35010000 0.000 End MP: 11.010 Length: 11.010 5' PVD SHLDR
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Date: 3 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 12.5 SP 12.5 S T1
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45 8.700 OR N 1.5 0.6 1.1 3.2 RAP 6.0 F

46 9.700 OR N 1.5 3.0 4.5 RAP 6.0 F

47 10.700 OR N 1.5 0.8 2.0 4.3 RAP 1.0 F

48 0.250 OL N 1.5 0.5 1.8 3.8 RAP 7.0 F

49 1.000 OL N 1.6 0.6 2.2 RAP 6.5 F

50 2.000 OL N 1.4 0.8 1.2 3.4 RAP 10.0 F

51 3.000 OL N 1.5 1.4 2.9 RAP 4.5 F

52 3.905 OL N 1.6 1.6 3.2 RAP 5.75 F

53 5.000 OL N 1.5 0.6 2.0 4.1 RAP 4.5 F

54 6.000 OL N 1.5 0.5 2.0 RAP 8.25 F

55 6.600 OL N 1.5 2.2 3.7 LR 10.5 F

56 7.000 OL N 1.6 1.7 3.3 RAP 4.5 F

57 8.000 OL N 1.8 3.4 5.2 RAP 2.3 F

58 9.000 OL N 1.5 2.8 4.3 RAP 4.2 F

59 10.000 OL N 1.5 2.0 3.5 RAP 4.5 F

60 11.009 OL N 1.4 2.2 3.6 RAP 5.0 F

62 6.747 RRTTL N 1.5 1.5 3.0 LR F SW SANDY FORD AVE

63 7.452 RRTTL Y 1.5 2.0 1.3 4.8 LR 1.9 B IB L F UNASSIGNED RD , LNGCK

64 6.144 LRTTL Y 1.5 1.6 3.1 LR F NW LEGGETT AVE

CRK = CRACK SPL = SPALLING

TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK

Remarks:

11.010 5' PVD SHLDR
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Comments:

County: Madison NW Elizabeth Street N/A

Section No: 35010000 0.000 End MP: 11.010 Length:

Project No.: 210538-6 SR 10 (US 90) 2

State Road No.: 10 (US 90) Jefferson County Line Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 03/19/26 Page Mainline
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Date: 4 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 12.5 SP 12.5 S T1 BIND ST
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65 8.247 LRTTL N 1.5 1.3 1.2 4.0 LR F CR 150/LEGGETT RD

66 5.588 RTO N 1.5 0.8 0.5 2.8 LR F SW GRAND ST

67 6.419 RTO N 1.5 3.8 5.3 LR F US 221

68 0.791 LTO N 1.4 1.2 2.6 RAP 4.25 F NW WHELKS LN

69 8.243 LTO N 1.6 1.0 1.8 4.4 LR F LOVETT RD

CRK = CRACK SPL = SPALLING

TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK

Pavement Evaluation Coring and Condition Data
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Date: 5 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 12.5 SP 12.5 S
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3 1.356 R1 N 350002 1.4 0.4 1.8 CONC 0.3 B IB M P APPROACH, CRACKING IN AREA

4 1.365 R1 N 350002 1.4 0.8 2.2 CONC F DECK

21 1.375 L1 N 350002 1.8 1.8 CONC F DECK

22 1.382 L1 N 350002 1.6 0.7 2.3 CONC F APPROACH

CRK = CRACK SPL = SPALLING

TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK

Bridge Approach / Leave Slab / Deck
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Project No.: 210538-6 SR 10 (US 90) 2

State Road No.: 10 (US 90) Jefferson County Line Shoulders

County: Madison NW Elizabeth Street N/A

Section No: 35010000 0.0000 End MP: 11.010 Length: 11.010 5' PVD SHLDR
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