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Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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1 12.400 R1 Y 1.0 2.7 3.3 0.5 1.5 9.0 LR 2.6 B IB L P SPL, TRVCK

2 13.400 R1 Y 0.7 2.0 3.4 0.5 2.5 9.1 LR F

3 14.400 R1 Y 1.0 2.4 2.5 0.5 1.5 7.9 LR F

4 15.400 R1 N 0.9 2.2 2.8 0.5 2.9 9.3 LR 1.3 S IB L F

5 16.400 R1 Y 0.8 2.7 2.5 0.5 2.0 8.5 LR 12.5 1.3 S IB L F LNGCK, RAV

6 17.400 R1 Y 0.8 2.7 1.8 0.5 3.8 9.6 LR F

7 18.400 R1 Y 0.7 2.7 2.1 0.5 1.6 7.6 LR 3.0 B II M P SPL, RAV, TRVCK, SEP AT 0.7"

8 19.400 R1 Y 0.7 2.2 2.2 0.5 3.2 8.8 LR 2.6 B IB L P LNGCK, SPL

9 20.400 R1 Y 1.0 2.7 1.3 0.5 2.3 7.8 LR 14.0 F

10 21.400 R1 Y 1.0 2.7 2.4 0.5 2.9 9.5 LR F

11 22.400 R1 Y 1.0 2.3 2.7 0.5 3.1 9.6 LR F

12 22.829 R1 Y 0.6 2.7 0.5 0.8 4.6 LR 3.2 B II M P PLUS/MINUS, TRVCK, SPL

14 23.500 R1 Y 1.0 2.7 2.6 0.5 3.2 10.0 LR 13.2 F

15 12.300 R2 Y 0.7 2.7 0.8 0.5 3.5 8.2 LR F NEW PVMNT

16 13.600 R2 N 0.9 2.0 3.4 0.5 6.8 LR 11.0 F

17 14.600 R2 Y 0.8 4.5 0.5 2.3 8.1 LR F

18 15.600 R2 Y 0.8 4.4 0.5 3.7 9.4 LR F

19 16.665 R2 Y 0.7 2.7 1.7 0.5 3.0 8.6 LR F

20 17.648 R2 Y 0.8 2.7 1.5 0.5 4.6 10.1 LR 13.5 F

21 18.762 R2 Y 0.7 2.7 1.7 4.3 9.4 LR 0.7 B II M P SPL, RAV, SEP AT 3.4", TRVCK

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Remarks:
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Comments:

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline
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Date: 2 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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22 19.720 R2 Y 0.8 2.7 2.3 0.5 2.6 8.9 LR 3.3 B II M P LNGCK, SPL, SEP AT 3.3"

23 20.600 R2 Y 0.9 2.7 1.3 0.5 3.8 9.2 LR 5.0 B II M P TRVCK, SPL, RAV

24 21.600 R2 Y 0.8 2.7 1.7 0.5 2.8 8.5 LR 13.0 3.3 B II M P

26 22.890 R2 N 0.8 2.9 3.7 LR 3.2 C III S P PLUS/MINUS, GRIND, SEV SPL, RAV

27 23.701 R2 Y 2.7 1.2 0.5 1.0 5.4 LR 14.0 5.4 B III S P PMP, SEV RAV TO STRUCT, SPL

28 12.300 L1 Y 1.0 2.7 3.6 0.5 1.0 8.8 LR 2.0 S IB L P TRVCK, SEP AT 3.7"

29 13.600 L1 Y 1.0 2.7 2.1 0.5 2.7 9.0 LR 9.75 F

30 14.600 L1 Y 1.0 2.7 2.8 0.5 2.2 9.2 LR F

31 15.600 L1 Y 1.0 2.7 3.5 0.5 1.6 9.3 LR F

32 16.600 L1 Y 1.0 2.4 4.3 0.5 1.7 9.9 LR 2.1 B II M P SPL, RAV, TRVCK

33 17.600 L1 Y 1.0 2.7 2.0 0.5 3.7 9.9 LR 11.2 3.5 B II M P SPL, TRVCK

34 18.600 L1 Y 0.6 2.0 3.0 0.5 3.7 9.8 LR 1.4 B II M P SPL, RAV, TRVCK

35 19.600 L1 Y 0.9 1.9 3.5 0.5 2.5 9.3 LR 2.6 B II M P SPL, TRVCK

36 20.600 L1 Y 1.0 2.3 2.8 0.5 3.2 9.8 LR 3.2 S IB L F

37 21.600 L1 Y 0.8 2.0 2.2 0.5 3.0 8.5 LR 11.5 3.0 B II M P SPL, RAV, LNGCK

38 22.816 L1 Y 0.7 1.8 1.6 0.5 1.0 5.6 LR 1.6 B III S P PLUS/MINUS, SPL, RAV, LNGCK

40 23.689 L1 Y 0.8 2.7 1.0 0.5 2.0 7.0 LR 12.0 7.0 B III S P SEV SPL, RAV, TRVCK

41 12.400 L2 Y 0.8 2.7 2.1 0.5 2.0 8.1 LR F

42 13.680 L2 Y 0.7 2.3 2.7 0.5 2.4 8.6 LR 1.0 B II M P RAV, SPL, TRVCK

43 14.054 L2 Y 0.8 1.8 2.8 0.5 2.7 8.6 LR 2.3 B II M P RAV, SPL

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING
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County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length: 12.314 10' PVD SHLDR

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline

Top



Date: 3 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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44 15.400 L2 Y 0.9 2.1 2.4 0.5 2.1 8.0 LR F

45 16.400 L2 Y 0.9 2.0 2.5 0.5 1.5 7.4 LR F

46 17.400 L2 Y 0.8 2.7 2.7 0.5 1.5 1.5 9.7 LR 1.3 B II M P TRVCK, SPL

47 18.400 L2 Y 0.8 2.8 2.1 0.5 1.4 2.2 9.8 LR 2.0 B II M P SPL, TRVCK, RAV

48 19.400 L2 Y 1.0 2.7 2.6 0.5 1.5 2.0 10.3 LR B II M P

49 20.400 L2 Y 0.9 2.7 1.9 0.5 1.5 1.6 9.1 LR 12.5 3.0 B II M P SPL, TRVCK, RAV

50 21.400 L2 Y 0.9 1.9 3.9 0.5 1.2 1.7 10.1 LR B II M P SPL, TRVCK, RAV

51 22.400 L2 Y 0.8 2.7 3.2 0.5 2.6 9.8 LR B II M P SPL, TRVCK, RAV, SEP AT 3.0"

53 22.877 L2 Y 0.9 3.2 4.1 LR 3.6 B III S P PLUS/MINUS, SEV SPL, RAV, GRIND, TRVCK

54 23.500 L2 Y 1.2 2.0 3.9 0.5 1.5 9.1 LR 11.0 3.0 B II M P TRVCK, RAV

55 12.300 OR N 1.8 3.8 1.8 7.4 LR 8.0 1.8 B IB L F SEP AT 1.8"

56 13.600 OR N 2.7 2.0 4.7 LR 2.2 B IB L F TRVCK

57 14.620 OR N 1.3 2.1 1.5 4.9 LR 4.9 S IB L F

58 15.600 OR N 2.4 2.7 5.1 LR F

59 16.665 OR N 1.1 3.2 1.7 6.0 LR 0.8 S IB L F

60 17.648 OR N 2.5 3.6 1.5 7.6 LR F

61 18.762 OR N 2.7 3.2 1.6 7.5 LR F

62 19.720 OR N 2.7 1.7 1.9 6.3 LR 7.0 F

63 20.600 OR N 2.5 2.6 1.3 6.4 LR F

64 21.600 OR N 1.5 2.7 1.3 5.5 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

PLUS/MINUS = CORE PERFORMED ADJACENT TO APPROACH/LEAVE SLAB

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Remarks:

12.314 10' PVD SHLDR
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Date: 4 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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65 22.890 OR N 0.9 0.7 1.6 LR F

66 23.701 OR N 1.5 1.5 3.0 LR F

67 12.400 OL N 1.5 2.1 1.6 5.2 LR 0.4 B IB L F

68 13.680 OL N 1.4 3.6 2.0 7.0 LR F

69 14.054 OL N 1.2 3.8 1.8 6.8 LR 1.9 B IB M P

70 15.400 OL N 1.1 2.2 1.3 4.6 LR 2.2 B IB L F

71 16.400 OL N 1.1 2.2 1.6 4.9 LR F

72 17.400 OL N 1.7 3.7 1.6 7.0 LR F

73 18.400 OL N 1.2 4.7 1.5 7.4 LR P  SEP AT 1.7" & 3.7"

74 19.400 OL N 2.0 4.0 1.7 7.7 LR F

75 20.400 OL N 2.2 3.0 1.3 6.5 LR 3.0 B IB M P SPL, TRVCK, RAV

76 21.400 OL N 2.0 4.0 1.4 7.4 LR 8.5 F

77 22.400 OL N 2.6 3.1 1.4 7.1 LR F

78 23.500 OL N 1.1 3.5 4.6 LR F

79 12.400 IR N 1.9 2.5 1.5 5.9 LR 5.9 S IB L F

80 13.400 IR N 1.5 4.2 2.0 7.7 LR 7.7 S IB L F

81 14.400 IR N 1.6 4.0 1.4 7.0 LR F

82 15.400 IR N 2.0 2.7 1.7 6.4 LR F

83 16.400 IR N 1.6 2.3 2.1 6.0 LR F

84 17.400 IR N 2.7 3.0 1.2 6.9 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Remarks:

12.314 10' PVD SHLDR
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Comments:

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline

Top



Date: 5 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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85 18.400 IR N 1.4 1.9 1.4 4.7 LR F

86 19.400 IR N 2.1 2.6 1.2 5.9 LR F

87 20.400 IR N 2.2 1.2 1.5 4.9 LR F

88 21.400 IR N 2.2 2.7 1.4 6.3 LR 9.5 F

89 22.400 IR N 2.7 2.2 2.8 7.7 LR F

90 23.500 IR N 2.3 3.5 1.2 7.0 LR F

91 12.300 IL N 2.3 3.5 1.5 7.3 LR 9.5 F

92 13.600 IL N 1.9 3.4 1.5 6.8 LR F

93 14.600 IL N 1.4 3.4 1.5 6.3 LR F

94 15.600 IL N 2.4 3.6 1.5 7.5 LR F

95 16.600 IL N 2.7 4.3 1.4 8.4 LR F

96 17.600 IL N 1.5 2.8 1.7 6.0 LR F

97 18.600 IL N 2.3 2.8 1.5 6.6 LR F

98 19.600 IL N 1.6 2.7 1.6 5.9 LR 12.0 F

99 20.600 IL N 1.6 3.5 1.4 6.5 LR F

100 21.600 IL N 2.0 2.2 1.3 5.5 LR F

101 22.816 IL N 1.3 1.2 0.9 3.4 LR F

102 23.689 IL N 1.6 1.1 2.7 LR 2.7 B II M P

151 15.891 ACCEL N 0.8 1.8 1.8 1.6 6.0 LR 13.0 1.6 B II M P SR 14 WB ON 0005, SPL, RAV

152 15.891 ACCEL OS N 0.9 2.1 2.2 1.5 6.7 LR F SR 14 WB ON 0005

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

Remarks:

12.314 10' PVD SHLDR
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Comments:

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline
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Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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142 16.550 ACCEL Y 0.8 2.1 0.8 2.9 6.6 LR 1.2 B II M P SR 14 EB ON 0010, SPL, TRVCK

143 16.550 ACCEL OS N 0.8 2.2 1.1 1.6 5.7 LR 7.8 F SR 14 EB ON 0010

134 22.485 ACCEL N 0.7 1.6 1.5 2.9 6.7 LR 3.5 B III S P SR 53 WB ON 0013, SEV SPL, SEP AT 3.5"

125 23.158 ACCEL Y 0.9 2.2 2.3 3.4 8.8 LR F SR 53 EB ON 0019

135 15.977 DECEL Y 0.8 2.0 2.6 3.0 8.4 LR 1.4 B II M P SR 14 EB OFF 0011, SPL, TRVCK

144 16.533 DECEL Y 1.0 2.6 1.5 2.8 7.9 LR 3.4 B II M P SR 14 WB OFF 0008, SPL, LNGCK, SEP AT 3.4"

117 22.531 DECEL N 0.8 1.7 1.7 3.3 7.5 LR 11.5 F SR 53 EB OFF 0016

118 22.531 DECEL OS N 2.2 2.4 1.8 6.4 LR F SR 53 EB OFF 0016

126 23.117 DECEL Y 0.8 2.0 1.3 1.2 5.3 LR 1.5 B III S P SR 53 WB OFF 0017, SPL, TRVCK

127 23.117 DECEL OS N 2.2 1.8 1.2 5.2 LR12.0 F SR 53 WB OFF 0017

103 0.226 R1 Y 1.2 0.9 1.0 3.1 LR 3.1 B III S P SEV SPL, SHV, TRVCK

105 0.320 R1 Y 1.2 0.8 1.5 3.5 LR 3.5 C III S P SPL, PMP

108 0.531 R1 Y 1.0 0.8 1.3 3.1 LR 10.0 3.1 B II M P SPL, TRVCK

115 0.127 L1 N 1.2 1.2 1.4 3.8 LR 10.5 3.8 B III S P SPL, TRVCK

112 0.351 L1 N 1.1 0.9 1.2 3.2 LR 11.5 3.2 C III S P SEV SPL, TRVCK

110 0.461 L1 Y 1.1 0.9 1.3 3.3 LR 3.3 C III S P SPL. TRVCK

104 0.226 OR N 1.2 0.9 1.0 3.1 LR F

106 0.320 OR N 1.4 1.0 1.5 3.9 LR 8.5 F

109 0.531 OR N 0.8 0.8 3.2 4.8 LR F

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

SR 53 MAINLINE

Remarks:

12.314 10' PVD SHLDR
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Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline
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Date: 7 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC125 SP125 SP19 T1
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116 0.127 OL N 1.3 1.0 3.3 5.6 LR F

113 0.351 OL N 1.0 0.8 1.2 3.0 LR F

111 0.461 OL N 1.4 1.0 1.6 4.0 LR 10.0 F

107 0.373 RLTTL N 1.2 1.3 5.3 2.2 10.0 LR 1.6 B III S P SPL, TRVCK

114 0.303 LLTTL Y 1.2 6.0 3.8 11.0 LR 0.8 B II M P SEV RUTTING, SPL, LNGCK

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION SEV = SEVERE SEP = SEPARATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH GRND = GRINDING

RLTTL = RIGHT SIDE RT TURN LANE, LLTTL = LEFT SIDE LT TURN LANE

Remarks:

12.314 10' PVD SHLDR

C
o
re

 N
u
m

b
e
r

M
ile

 P
o
s
t

L
a
n
e

W
h
e
e
l P

a
th

            Pavement Layer

C
o
re

 L
e
n
g
th

 (in
.)

B
a
s
e
 T

y
p
e

Crack P
a
v
e
m

e
n
t          

C
o
n
d
itio

n

R
u
t D

e
p
th

 (in
.)

C
ro

s
s
 S

lo
p
e
             

(%
)

S
lo

p
e
 D

ire
c
tio

n
      

( in
 / o

u
t )

Comments:

County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length:

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline
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Date: 8 of 9

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC5 SP125 SP19 ARMI S
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13 22.887 R1 N 350058 1.0 2.4 3.4 CONC F LEAVE

25 22.832 R2 N 350058 0.7 2.7 1.0 0.5 4.9 CONC F APPROACH, RAV

39 22.874 L1 N 350045 0.8 1.8 0.8 0.5 1.0 4.9 CONC F APPROACH

52 22.819 L2 N 350045 1.0 2.7 0.5 4.2 CONC B III S P LEAVE, RAV, PMP, SPL

SPL = SPALLING RAV = RAVELING PMP = PUMPING

Remarks:
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County: Madison SR 53 4' PVD SHLDR

Section No: 35090000 11.378 End MP: 23.692 Length: 12.314 10' PVD SHLDR

Project No.: 432316-2 SR 8 (I-10) 4

State Road No.: 8 (I-10) West of SW Captain Brown Road Shoulders

Bridge Approach / Leave Slab / Deck

Cored By: Meskel & Associates Engineering, PLLC 3/23/26 - 3/25/26 Page Mainline
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Cored By: Date: 9 of 9

Project No.: Name:

FC5 SP125 S

D
e
p
th

T
y
p
e

C
la

s
s

E
xte

n
t

119 0.046 RMP Y 1.0 2.4. 3.2 4.6 LR F

120 0.328 RMP Y 0.7 3.0 1.6 5.3 LR F

121 0.328 OS N 0.6 1.6 1.2 3.4 LR F

FC5 SP125 SP19 S

122 0.029 RMP N 0.5 2.7 3.4 6.6 LR F

123 0.155 RMP Y 0.9 2.0 0.6 3.2 6.7 LR F

124 0.155 OS N 1.0 2.0 1.3 1.3 5.6 LR = 6.75 F

FC5 SP125 SP19 S

128 0.084 RMP Y 0.8 1.5 1.7 3.2 7.2 LR 2.2 B III S P SPL, TRVCK

129 0.257 RMP Y 1.0 1.5 0.8 2.8 6.1 LR 3.1 B II M P SPL, TRVCK, SEP AT 3.1"

130 0.257 IS N 1.4 1.2 3.5 6.1 LR F

FC5 SP125 SP19 S

131 0.043 RMP N 1.0 1.8 2.4 5.2 LR 13.2 1.0 B II M P SPL, TRVCK

132 0.164 RMP Y 0.8 2.5 0.9 3.3 7.5 LR 1.8 B III S P SPL, RAV, TRVCK

133 0.164 OS N 1.0 2.3 1.5 1.7 6.5 LR F

FC125 SP125 S

136 0.055 RMP Y 2.0 2.5 4.5 LR 1.2 B IB L P

137 0.055 OS N 1.9 2.4 4.3 LR 14.2 F

138 0.177 RMP N 2.7 2.1 3.0 7.8 LR 2.0 B IB M P LNGCK, SPL

FC125 SP125 S

139 0.059 RMP Y 2.0 1 2.0 5.0 LR 2.0 B II M P LNGCK, SPL

140 0.059 OS N 2.6 0.9 3.5 LR F

141 0.169 RMP Y 2.5 1.3 1.9 5.7 LR 0.6 B III S P SPL, TRVCK

FC125 SP125 S

145 0.078 RMP Y 2.7 2.9 3.2 8.8 LR 2.0 B II M P SPL, TRVCK

146 0.078 IS N 2.7 4.7 7.4 LR F

147 0.195 RMP N 2.9 1.4 2.5 6.8 LR 14.5 1.8 B III S P SPL, TRVCK

FC125 SP125 S

148 0.050 RMP Y 2.2 2.9 2.3 7.4 LR 3.3 B II M P SPL, TRVCK

149 0.050 IS N 2.5 3.9 6.4 LR F

150 0.195 RMP Y 2.7 1.2 2.2 6.1 LR 1.5 B II M P SPL, TRVCK, SEP AT 2.7"

CRK = CRACK SPL = SPALLING RAV = RAVELING

SEP = SEPARATION TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK

Measurements taken from distance of bullnose.

Ramp Description:  WB On Ramp from SR 14 (Ramp No. 35090005)

            Pavement Layer

            Pavement Layer

            Pavement Layer

Ramp Description:  EB On Ramp from SR 14 (Ramp No.  35090010)

Ramp Description: WB Off Ramp to SR 14 (Ramp No. 35090008)

Ramp Description:  WB On Ramp from SR 53 (Ramp No. 35090013)

Remarks:

            Pavement Layer

            Pavement Layer

Ramp Description:  EB Off Ramp to SR 14 (Ramp No. 35090011)

Ramp Description: WB Off Ramp to SR 53 (Ramp No. 35090017)

Ramp Description:  EB On Ramp from SR 53 (Ramp No. 35090019)

            Pavement Layer

            Pavement Layer

Ramp Description: EB Off Ramp to SR 53 (Ramp No. 35090016)
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