Pavement Evaluation Coring and Condition Data

Cored By: FDOT Date: 03/18/26 | Page 1 of 1 Mainline
Project No.: 210949-3 Name: SR 18 FROM SR 121 TO BRADFORD COUNTY LINE Lanes: 2
State Road No.: SR 18 From: SR 121 Shoulders
County: UNION To: BRADFORD COUNTY LINE Inside: N/A
Section No: 39070000 Beg MP: 0.000 End MP: 0.892 Length: 0.892 Outside: LWN
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1 0.050 R1 | 15 4.0 1.5 0.9 0.2 8.1 | SBRM=4.4"| 03| B 1B L P SUPER ELEVARTED, MR, SPAL
2 0.209 R1 [¢] 15 5.0 0.7 2.2 9.4 | SBRM=3.0"| 15| B 1l M P LR, SPAL, SHOV, 2' FROM WL, WIDENING
3 0.479 R1 (6] 1.5 1.7 3.2 ABC=6.0" 3.2 B | M P SUPER ELEVATED, SR, SPAL, SHOV, 6" FROM WL
4 0.800 R1 [¢] 15 14 0.8 1.9 5.6 | SBRM=4.0"| 56 | B 1l M P MR. SHOV, SPAL, 2' FROM WL, WIDENING
5 0.227 L1 [¢] 14 14 2.8 ABC=6.0" [ 2.7 [ B 1l M P LR, SPAL, SHOV, 6" FROM WL
6 0.412 L1 | 14 1.8 1.6 4.8 | SBRM=6.4"]| 48 | B 1l L P SUPER ELEVATED, MR, SPAL
7 0.585 L1 | 2.1 14 1.5 0.4 5.4 | SBRM=5.3"| 23| B 1l M P SUPER ELEVATED, MR, SPAL, SHOV
8 0.892 L1 [¢] 2.0 0.5 25 |SBRM=14.8"| 25| B 1l S P SR, SPAL TO 2.60" 10' FROM BRIDGE
9 0.088 L1 N 14 1.3 1.3 1.0 1.0 6.0 SBRM 60| B 1l M P SUPER ELEVARTED, MR, SPAL,SHOV SW 119TH AVE
10 0.415 LTO | N 0.7 2.5 4.0 7.2 SBRM F LR, SW CR 18A
Remarks: LR= LIGHT RAVEL MR= MODERATE RAVEL SR=SEVER RAVEL SPAL=SPALLING SHOV=SHOVING WL=WHITE LINE SBRM IS IN BAD SHAPE

SBRM = Sand Bituminous Road Mix




