Pavement Evaluation Coring and Condition Data

Cored By: D2MR Date: 04/27/20 | Page 1 of 1
Project No.: 445540-1-52-01 Name: SR 228 Lanes: 2 | 12'
State Road No.: SR 228 From: Yellow Water Rd. Shoulders
County: Duval To: North of Solomon Rd. Inside: N/A
Section No: 72120000 Beg MP: 6.911 End MP: 7.271 Length: 0.360 QOutside: 5' Paved
Pavement Layer Crack Comments:
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1 6.944 [OR| N [1.2] 1.3 2.5 |ABC5.3 F LR

2 7180 [OR| N [13] 1.2 2.5 |[ABC 2.8 F LR

3 7265 [OR| N [16] 14 3.0 |ABC 2.4 F LR

4 6980 [OL| N [14] 15 2.9 |[ABC 3.7 F LR

5 7165 [OL| N [13] 14 2.7 |ABC 2.5 F LR

6 7240 [OL| N |15] 15 3.0 |[ABC 2.0 F LR

Remarks: LR=Light Raveling

Concrete OR From MP 7.020 to MP 7.064




