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1 RP N 1.0 2.9 3.9 LR=6.6" F 
2 RP N 1.8 2.7 4.5 LR=6.6" 4.5 TC II L F 
3 R1 N 1.5 2.2 1.2 4.9 Shell 4.9 TC II L F 

4 RRTTL N 1.5 5.0 1.0 7.5 Shell=2.8" 7.5 B II L F 
5 L1 OWP 0.8 1.0 1.0 2.8 LR=10.9" 2.8 B II L F 
6 ENT N 1.5 1.1 2.6 LR 2.6 B II M P 
7 ENT N 1.3 1.3 2.6 LR=12.2" - B II L P 
8 EXIT N 1.0 1.0 2.0 LR G 
9 LRTTL OWP 2.1 1.0 3.1 LR=10.0" 1.0 F 
10 R1 IWP 1.1 1.2 2.0 4.3 LR=8.7" 1.0 P 
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Park St. (72000-023) Raveling, TC 

Park St. (72000-023), Spalling, Raveling 
WB Park St.(72000-023), Raveling 
Ent to FSCJ, Raveling 

Cored By: 

Pavement Evaluation Coring and Condition Data 
D2 Materials Date: 09/10/25 Page 

State Road No.: N/A From: Parrish Place Shoulders: 

Project No.: 209407-2-52-01 Name: Park St. Lanes: 3-lane 

C&G 

Section No: 72000023 Beg MP: 0.081 End MP: 0.215 Length: 0.134 Outside: C&G 

County: Duval To: Glendale St. Inside: 
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Comments: 

Ramp # 72170178, Raveling 
Ramp # 72170178, Raveling, TC 

Remarks: RP = NB Off Ramp from US 17 to Park St. RRTTL = Right Turn Lane from Park St. to Park St. ENT= entrance to FSCJ EXIT = Exit from FSCJ TC=Transverse Crack 
Base depth thickness noted only where checked. B = Block 

Ent to FSCJ, Raveling, Crack not cored due to MOT 
Exit from FSCJ, New Asphalt Patch 
Exit from FSCJ, Bottom up crack 
SR21/Blanding Blvd. (72170-000), Shoving 


