
Date: 1 of 2 Mainline

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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1 0.159 R1 N 1.4 1.6 1.0 4.0 LR=13.1" G

2 0.244 R1 I 0.9 1.7 1.1 3.7 LR 3.7 B II M P

3 0.136 R2 N 1.2 1.1 0.9 3.2 LR G

4 0.201 R2 O 1.0 1.7 1.0 3.7 LR 3.7 B II M P

5 0.167 L1 N 1.1 1.5 0.9 3.5 LR G

6 0.237 L1 I 1.1 2.1 1.8 5.0 LR 3.9 B III M P

* = SR 109 Roadway Section 72110-000
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Project No.: 430718-2-52-01 SR10A from SR113 to University Blvd 4

State Road No.: SR109 SR113(Southside Connector) Shoulders

County: Duval University Boulevard N/A

Section No: 72110-000 10.668 End MP: 13.076 Length: 2.408 Curb & Gutter
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Comments:

spalling

Remarks: Pavement change all lanes: MP 0.190.
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Date: 2 of 2

Name:

FC125 SP125 BIND

D
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7 0.203 LDEC N 1.0 2.2 1.0 4.2 LR 3.2 B II M P

8 63' R1 O 1.8 1.6 0.8 4.2 LR G curve

9 288' R1 N 1.5 1.0 1.2 3.7 LR G

FC125 SP125 BIND

10 0.993 R1 O 1.5 1.5 3.0 LR G

11 1.018 R1 I 2.3 1.5 3.8 LR=11.6" G

12 1.070 R1 O 2.0 1.7 3.7 LR G

FC125 SP125 BIND

13 21' R1 I 1.4 1.0 1.0 3.4 LR G

14 160' R1 I 1.7 1.5 3.2 LR=8.2" G

15 330' R1 O 2.2 2.2 ABC=15.1" G

16 21' IR N 1.8 1.2 0.4 3.4 LR G

17 330' OR N 1.8 1.2 3.0 LR G

curve

curve

curve

Remarks:

curve

            Pavement Layer

Ramp 72040-335: WB On Ramp to SR115 WB from NB SR 109

            Pavement Layer

Ramp 72040-333:WB Off Ramp from SR115 WB TO NB SR109

Ramp 72040-020: WB On Ramp to SR115 from SB SR 109 
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Comments:

Project No.: 430718-2-52-01 SR10A from SR113 to University Blvd
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