
Date: 1 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 9.5 SP-12.5 S1
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2 0.600 R1 O 1.1 1.3 0.6 3.0 LR 3.0 B II M P

3 1.000 R1 O 1.0 1.2 1.0 3.2 LR 3.2 B II M P

4 1.300 R1 O 1.4 1.1 0.7 3.2 LR 3.2 B II M P

5 1.800 R1 I 1.5 0.8 1.1 3.4 LR 3.4 B II M P

6 2.300 R1 O 0.9 1.3 1.0 3.2 LR=7.3" 0.9 B II M P

7 2.810 R1 O 1.5 2.5 4.0 LR 2.2 B II M P

8 3.100 R1 I 1.4 2.9 4.3 LR F

10 0.400 R2 O 1.4 1.3 2.7 LR 2.7 B III S P

11 0.802 R2 O 1.9 1.3 3.2 LR 3.2 B III S P

12 1.018 R2 I 0.6 1.7 2.3 LR=10.7" 2.3 B III S P

13 1.400 R2 O 1.0 1.4 1.4 3.8 LR 3.8 B III S P

14 1.830 R2 O 1.1 1.4 1.2 3.7 LR P

15 2.000 R2 I 0.9 1.9 2.8 LR 2.8 B III S P

16 2.400 R2 O 1.3 0.8 0.7 2.8 LR F

17 2.752 R2 I 1.5 1.7 3.2 LR=22.2" F

18 3.200 R2 O 1.5 2.5 4.0 LR=13.0" F

20 0.332 L1 I 0.7 1.5 2.2 LR 2.2 B II M P

21 0.621 L1 I 0.9 1.5 0.6 3.0 LR 3.0 B II M P

22 0.851 L1 I 1.1 1.3 1.2 3.6 LR 3.6 B II M P

23 1.300 L1 O 0.9 1.5 1.0 3.4 LR 3.4 B II M P LIGHT RAVELING

Remarks: +/- = Core performed adjacent to Approach/Leave Slab
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Comments:

County: DUVAL W of Samaritan Pkwy 2.0'-4.0' PAV SHLD

Section No: 72220000 0.320 End MP: 3.217 Length:

Project No.: 209692-8-52-01 SR 134/103rd St. 4

State Road No.: 134 POW-MIA Memorial Pkwy Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/20/23 Page Mainline
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Date: 2 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 9.5 SP-12.5 T1 S1
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24 1.800 L1 I 1.1 1.0 1.0 3.1 LR 3.1 B II M P

25 2.300 L1 O 1.0 1.5 0.8 3.3 LR 3.3 B IB L F

26 2.752 L1 I 2.0 1.7 3.7 LR=23.8" F

27 3.200 L1 I 1.5 2.5 4.0 LR F

29 0.400 L2 O 1.0 2.0 0.9 3.9 LR 1.0 B III S P

30 0.999 L2 I 1.0 1.6 1.5 4.1 LR=7.6" 1.0 B III S P

31 1.580 L2 O 0.9 1.5 1.1 3.5 LR P

32 2.097 L2 O 0.8 1.4 0.7 2.9 LR 2.9 B III S P

33 2.270 L2 I 1.0 1.5 1.0 3.5 LR 3.5 B III S P

34 2.810 L2 I 1.5 1.6 3.1 LR 3.1 B IB L F

35 3.100 L2 O 1.0 2.8 0.6 4.4 LR-10.5" 1.6 B IB L F

37 1.018 OR N 1.2 1.3 2.5 LR 2.5 B II L F

38 2.000 OR N 1.2 1.2 2.4 LR F

39 2.752 OR N 1.5 2.0 3.5 LR=19.7" F

41 0.400 OL N 0.9 1.0 1.0 2.9 LR 2.9 B II M F

42 1.580 OL N 1.5 2.0 3.5 LR F

43 2.270 OL N 0.9 1.2 2.1 LR=5.0" 2.1 B II M P

44 3.100 OL N 1.2 8.3 9.5 LR F

46 1.018 RLTTL N 1.9 1.5 3.4 LR=7.1" F

47 3.056 RLTTL I 1.7 1.6 3.3 LR F

Remarks: +/- = Core performed adjacent to Approach/Leave Slab

RLTTL = Right side LT Turn Lane

SEVERE SPALLING / SEP 1.0"

SEVERE SPALLING / PATCH FC-9.5

SEVERE SPALLING / RAVELING

RAVELING

P
a

v
e

m
e

n
t          

C
o

n
d

itio
n

R
u

t D
e

p
th

 (in
.)

C
ro

s
s
 S

lo
p

e
             

(%
)

S
lo

p
e

 D
ire

c
tio

n
      

( in
 / o

u
t )

Comments:

LIGHT RAVELING

LIGHT RAVELING

+/-

SEVERE SPALLING/SHOVING/GRIND/SEP 1.0"
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Section No: 72220000 0.320 End MP: 3.217
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County: DUVAL W of Samaritan Pkwy 2.0'-4.0' PAV SHLD

Length: 2.897 2.0'-4.0' PAV SHLD

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/20/23 Page Mainline

Project No.: 209692-8-52-01 SR 134/103rd St. 4

State Road No.: 134 POW-MIA Memorial Pkwy Shoulders
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Date: 3 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 9.5 SP-12.5
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49 1.546 LLTTL O 1.0 2.8 3.8 LR F

50 1.869 LRTTL N 2.0 2.2 4.2 LR F

51 0.514 RTO O 1.1 1.2 2.3 LR 2.3 B II M P

52 3.107 RTO N 1.7 2.5 4.2 ABC=9.0" F

53 3.056 LTO N 1.2 1.3 2.5 LR F

54 0.650 CTL I 1.1 2.7 3.8 LR 1.1 B II M P

55 2.432 CTL N 1.7 2.2 3.9 ABC=6.0" F

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/20/23 Page Mainline

Project No.: 209692-8-52-01 SR 134/103rd St. 4

State Road No.: 134 POW-MIA Memorial Pkwy Shoulders

County: DUVAL W of Samaritan Pkwy 2.0'-4.0' PAV SHLD

Section No: 72220000 0.320 End MP: 3.217 Length:

LIGHT RAVELING

2.897 2.0'-4.0' PAV SHLD
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Comments:

RAVELING

LIGHT RAVELING

Remarks: PC = Parabolic or Roof-Top Crown, CTL = Center Turn Lane, LLTTL = Left Side LT Turn Lane, = LRTTL = Left side RT Turn Lane, RTO = Right Turn-Out, LTO = Left Turn-Out

RLTTL = Right side LT Turn Lane, LRTTL = Left side RT Turn Lane
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Date: 4 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC 9.5 SP-12.5

D
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s
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n
t

1 0.080 R1 I 1.0 1.4 2.4 CONC=10.6" 2.4 B III S P

9 0.120 R2 O 1.0 1.2 2.2 CONC 2.2 B II M P

19 0.100 L1 I 1.3 0.8 2.1 CONC=9.7" 1.5 B II S P

28 0.224 L2 I 1.2 1.5 2.7 CONC 2.7 B III S P

36 0.120 OR N 1.4 1.2 2.6 CONC=9.5" P

45 0.150 RLTTL I 1.0 1.5 2.5 CONC 2.5 B II M P

48 0.037 LRTTL O 1.5 1.0 2.5 CONC=4.2" 2.0 B III S P

Remarks: RLTTL = Right side LT Turn Lane, LRTTL = Left side RT Turn Lane
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Comments:

SEVERE RAVELING

RAVELING

SEVERE RAVELING
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RAVELING

VARIOUS DEPTH SPALLING/ALLIGATOR CRK
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County: DUVAL SR 134/103RD 2.0'-4.0' PAV SHLD

Section No: 72220001 0.037 End MP: 0.184 Length: 0.147 2.0'-4.0' PAV SHLD

Project No.: 209692-8-52-01 SR 134 / POW-MIA Memorial Pkwy 4

State Road No.: 134 SR 228 Normandy Blvd Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/20/23 Page Mainline

Top



Date: 5 of 5

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC-9.5 SP-12.5
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56 2.755 RI 806 1.5 1.5 CONC F

57 2.809 R2 806 1.5 1.5 3.0 CONC F

58 2.809 L1 806 0.8 1.0 1.8 CONC F

59 2.755 L2 806 1.0 1.0 2.0 CONC F

Bridge Approach / Leave Slab / Deck

Cored By: CSI GEO, Inc. 03/20/23 Page Mainline

Project No.: 209692-8-52-01 SR 134/103RD 4

State Road No.: 134 POW-MIA Memorial Pkwy Shoulders

County: DUVAL W of Samaritan Pkwy 4.0' C&G

Section No: 72220000 0.320 End MP: 3.217 Length: 2.897 4.0' C&G
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Comments:

APPROACH

LEAVE

APPROACH

LEAVE

Remarks:
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