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From:

To: Inside:

Beg MP: Outside:
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1 2.430 R1 O 1.5 1.7 3.2 LR 9.5 G

2 2.650 R1 I 1.4 2.0 3.4 LR 1.4 S IB M F LNGCK

3 2.775 R1 N 1.1 2.5 3.6 LR 1.1 B II S P TRVCK, SPL, PT, DEL

4 3.111 R1 I 1.3 2.0 3.3 LR 12.4 3.3 B II S P TRVCK, SPL, PT, DEL

5 3.229 R1 O 1.1 1.6 2.7 LR 2.7 B III S P DEL TO STRUCT, SPL, TRVCK, PMP, RAV

6 2.500 R2 O 1.6 1.1 2.7 LR 2.7 S IB M F

7 2.790 R2 I 0.7 2.1 0.7 3.5 LR 12.5 P RAV .03", PT, DEL

8 2.901 R3 O 1.2 1.7 2.9 LR 2.9 B II S P LNGCK

9 3.100 R2 I 1.8 1.8 3.6 LR 12.3 3.6 B II S P LNGCK

10 2.430 L1 I 1.4 2.2 3.6 LR G

11 2.570 L1 I 1.2 2.3 3.5 LR 9.7 G

12 2.790 L1 I 1.6 1.6 3.2 LR G

13 3.000 L1 N 1.7 1.7 3.4 LR G

14 3.200 L1 O 1.8 1.5 3.3 LR 11.3 1.2 S IB L F TRVCK

15 2.500 L2 I 1.5 1.0 2.5 LR 13.0 1.5 B II M P LNGCK

16 2.775 L3 N 1.7 1.8 3.5 LR F

17 2.855 L3 N 1.7 1.8 3.5 LR 3.5 B II S P CRK

18 3.000 L3 N 1.8 1.9 0.5 4.2 LR 17.6 G

19 3.189 L2 N 1.8 1.6 3.4 LR G

20 2.451 RRTTL I 1.6 1.4 3.0 LR 3.0 B II M P BAYMEADOWS WAY, TRVCK

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 04/13/26 Page Mainline

Project No.: 447123-2 SR 152 (Baymeadows Road) 6 / 4

State Road No.: SR 152 West of Baymeadows Way Shoulders

County: Duval East of Princeton Square 2' C&G

Section No: 72028000 2.428 End MP: 3.249 Length:

Remarks:

0.821 2' C&G
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Date: 2 of 2

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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21 2.987 RRTTL N 1.7 1.9 3.6 LR F WESTERN WAY

22 2.446 RLTTL N 1.3 0.5 1.8 LR F BAYMEADOWS WAY

23 3.180 RLTTL O 1.7 1.3 3.0 LR 3.0 B II S P BAYMEADOWS CIRCLE, TRVCK, RAV, SPL

24 2.500 LRTTL I 1.2 1.4 2.6 LR 1.2 B II M P BAYMEADOWS WAY, TRVCK

25 2.577 LLTTL N 1.5 2.0 3.5 LR G PROMINENCE PKWY

26 3.068 LLTTL I 1.6 2.0 3.6 LR 1.6 S IB L F BAYMEADOWS CIRCLE WEST, TRVCK

27 3.068 LTO N 1.5 1.3 1.6 4.4 LR G BAYMEADOWS CIRCLE WEST

CRK = CRACK SPL = SPALLING RAV = RAVELING PMP = PUMPING DEL = DELAMINATION

SHV = SHOVING TRVCK = TRANSVERSE CRACK LNGCK = LONGITUDINAL CRACK PT = PATCH

RRTL = Right side RT Turn Lane       RLTTL = Right side LT Turn Lane        LTO = Left side Turn Out

Pavement Evaluation Coring and Condition Data
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Project No.: 447123-2 SR 152 (Baymeadows Road) 6 / 4

State Road No.: SR 152 West of Baymeadows Way Shoulders

County: Duval East of Princeton Square 2' C&G

Section No: 72028000 2.428 End MP: 3.249 Length: 0.821 2' C&G
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