Pavement Evaluation Coring and Condition Data

Cored By: D2 Materials Date 05/18/26 | Page 1 of 2 Mainline
Project No.: 445349-2 Name SR 26 Lanes: 2
State Road No.: SR 26 From SR 21 Shoulders
County: Putnam To SR 100 Inside: N/A
Section No: 76080 Beg. MP 0.360 End MP: | 5.702 Length: 5.342 Outside: 2'
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1 0500 [R1| O |18]|39]13]22 9.2 LR=8.8 F Super Elevated Curve
2 | 0900 |R1| I |15]|18[06]|23][0.2 64 | LR=88 |64 B[ M [ M| P Spalls, Light Ravel
3 1575 |R1| O [14]15]1.0 3.9 LR=8.8 39| B | W[ M| P Spalls, Light Ravel
4 2000 |R1| I |18|16] 16 0.4 5.4 SC 54| B | U | M| P Spalls
5 2500 |R1| N |17]|17]36 0.6 7.6 SC 11| B ni|mM|[P Spalls, Moderate Ravel
6 | 3000 |R1 | | [16]16[09]|24]|04 6.9 sc 30| Bl U |M]|P Spalls, Moderate Ravel
7 3500 |R1| O |18|15]|08]23 6.4 |[saum=7s |57 B | M| M| P Spalls, Moderate Ravel, Shoving
8 4000 [R1| I J17]|20|07]24]03 7.1 SC 48| B ni|mM|[P Spalls, Moderate Ravel, Shoving
9 4421 [R1| O |16|15][ 18] 3.9 88 |[saum=so| 21| B ni|mM|[P Spalls
10| 4997 |R1| | [15[18]|05]|5.2]06 9.6 SC=6.0 | 1.8 | B ni|mM|[P Super Elevated Curve, Light Ravell
11| 5337 |R1| O [15|20]| 03] 41 79 |[sanm=62| 24| B ni|mM|[P Spalls, Light Ravel, Shoving
12| 5563 |R1| O [18|13]|20]3.0]0.2 8.3 SC 83| B ni|mM|[P Spalls, Light Ravel, Shoving
13| 0398 | L1 | O [16]|16] 25 5.7 LR=8.8 P Widening, Light Ravel, Shoving
14| 0700 | L1 | N [15(20]|04]|22]04 6.5 sc=8.10 [ 22| B ni|mM|[P Spalls, Moderate Ravel, Shoving
15| 1440 | L1 | O [18] 1.9 3.7 LR=116 | 20| B ni|mM|[P Widening, Spall, Moderate Ravel, Shoving
16 1.700 L1 ] O (16|15 12 4.3 LR 16| B Il M P Spalls, Light Ravel, Shoving
17| 2200 [L1| I J19]|18[06]18]0.3 6.4 sSC 19| Bl ufmj|ep Spalls, Light Ravel, Shoving
18 | 2700 | L1 ] O | 29|30 [16]5.2 127 | samv=76| 21| B | 1 | M | P Spalls, Light Ravel, Shoving
19 3.200 L1 N 151811322103 71 SC 171 B Ml M P Spall to Struct, Moderate Ravelling, Shoving
20 3.700 L1 O |15|26|15]| 17 7.3 LR 1.8 B 1] M P Spalls, Light Ravel, Shoving
Remarks SC = Sand Clay Base #18 Limerock between Type S and Type 1

Widening Crack throughout
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21 4.200 L1 N 15120 04| 25| 0.2 6.6 SC 2.5 B 1l M P Moderate Ravel, Shoving, Spalled to Structural

22 | 4.762 L1 [ O [12]|13]|17]| 24 6.6 | sAHM=590 | 14| B | n [ m | P Spalls, Moderate Ravel

23 5.000 L1 O [20]|40]| 24| 49 13.3| sAHM=80 | 20| B 1] M P Super Elevated Curve, Spalls, Light Ravel, Shoving

24 | 5471 L1 O |18|17|20/|42 9.7 | saHM=37 | 32| B Il M P Super Elevated Curve

25 | 0.500 OR N |19 1.9 LR F

26 | 1.575 OR [ N [ 15 15| LR=6.00 F

27| 2500 | OR | N |14 1.4 LR F

28 3.500 OR N [ 19 1.9 LR P Spalls, Light Ravel

29 4.421 OR N |14 1.4 LR=3.80 F

30| 5337 | OR | N | 18 1.8 LR F

31 0.700 OL N 1.4 1.4 LR F

32 | 1.700 OL [ N |13 1.3 LR F

33 2.700 OL N | 24 2.4 LR F

34 | 3.700 OL [ N |19 1.9 LR=7.9 F

35 | 4.762 OL N |18 1.8 LR F

36 | 5471 OL | N |20 2.0 LR F

37| 1263 |RTO| N |13 2.4 3.7 LR P Moderate Ravel

38 0.398 | LLTTL OMIT for Safety Reasons Unsafe for Intersection

39 0.969 LTO| N | 13| 28 41 SC P Moderate Ravel CR 219

40 2431 LTO| N | 15 1.2 2.7 LR P Moderate Ravel Swan Nest Cir
Remarks SC= Sand Clay Base

LLTTL = Left side LT Turn Lane, LTO = Left side Turn Out, RTO = Right side Turn Out




