Pavement Evaluation Coring and Condition Data

Cored By: UNIVERSAL Date: 02/16/26 | Page 1 of 3 Mainline
Project No.: 434615-5-52-01 Name: 1-95(SR9) from CR13A to South of First Coast Expressway Lanes: 6
State Road No.: SR9 From: CR-13A(INTERNATIONAL GOLF PARKWAY) Shoulders
County: St. Johns To: South of First Coast Expressway Inside: 10' paved
Section No: 78080000 Beg MP: 25.475 End MP: 28.782 Length:  3.307 Outside: 10' paved
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1| 25.755 | R1 | 0.8 5.1 5.9 LR P MR
2 26.700 | R1 | 0.8 6.3 7.1 LR 23| B 1l L P MR
3| 27669 | R1 | 0.8 5.7 65 [LR=13.1"]30( B 1l L P MR, spalling
4| 28.600 | R1| N 0.8 5.5 6.3 LR P MR, rim marks
5] 25866 | R3[| N 0.8 4.3 0.5 4.6 10.2 | LR=12.1"| 0.8 | B B | M P MR, rim marks
6| 26.824 | R3 | O 0.6 3.7 0.5 3.0 7.8 LR 24| B I S P SR, spalling
7] 27995 | R3 | O 0.6 4.1 0.5 2.8 8.0 LR 23| B I M P MR, spalled to structural
8 28.750 | R3 N 1.0 4.3 0.5 2.5 8.3 LR 10| B 1l M P MR
9] 25600 | L1 [ N 0.9 5.0 59 [ LR=12.7" F LR
10| 26.600 [ L1 | 0.8 6.0 6.8 LR P MR
11| 27.600 [ L1 | N 1.0 5.4 6.4 LR F MR, rim marks
12| 28.600 | L1 | 1.0 4.9 5.9 LR 10| B 1B L P LR, rim marks
13| 25869 [ L3 | O 0.8 3.7 0.5 24 7.4 LR 24| B 1l M P LR, Shoving, rim marks
14| 26.800 | L3 N 1.0 3.8 0.5 3.0 8.3 LR P MR, spalled to structural, separated at 2.5"
15| 27950 [ L3 | O 0.9 3.4 0.5 2.8 7.6 LR=10.9"[ 25| B 1l M P MR, spalled to structural, separated at 2.5"
16| 28.780 [ L3 | N 0.9 3.6 0.5 3.3 8.3 LR P MR, rim marks
17| 25755 [ IR | N 2.1 2.1 LR F
18| 26.700 IR N 1.4 1.4 LR F
19| 27669 [ IR | N 1.5 15 LR F
20| 28.600 | IR | N 1.9 19 | LR=10.1" F

Remarks:  Patch Lane L3: MP 26.391-26.415, LR = Light Raveling, MR = Moderate Raveling, SR = Severe raveling

MP 27.879: L3 spalled to structural




Pavement Evaluation Coring and Condition Data

Cored By: UNIVERSAL Date: 02/16/26 |Page 2 of 3
Project No.: 434615-5-52-01 Name: 1-95(SR9) from CR13A to South of First Coast Expressway
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21| 25.866 OR N 4.3 4.3 LR F
22| 26.824 OR N 1.7 1.6 0.8 4.1 | LR=6.3" F
23| 27.995 OR N 1.7 1.5 0.8 4.0 LR F
24| 28.750 OR N 2.2 1.0 0.6 3.8 LR F
25| 25.600 IL N 2.0 2.0 LR F
26| 26.600 IL N 2.2 2.2 LR F
27| 27.600 IL N 1.9 1.9 LR F
28| 28.600 IL N 1.8 1.8 | LR=8.9" F
29| 26.500 oL N 1.9 1.0 2.9 | ABC=7.0" F
30| 26.800 oL N 1.4 2.1 35 | LR=5.7" F
31| 27.950 oL N 2.3 0.8 0.8 3.9 LR F
32| 28.780 oL N 2.0 1.8 3.8 LR F
33| 25.755 RDEC | O 0.8 4.5 5.3 LR 25| B Il M P LR
34| 26.575 RACC | N 1.1 3.5 46 | LR=8.1" | 34| B Il M P LR
35| 26.500 LDEC N 1.3 3.8 5.1 LR F MR, spalling
36| 25.647 LAcc [ O 1.1 3.2 43 |LR=115"]1 26| B [ Il | M P LR
37| 25.755 OR N 3.8 3.8 LR F
38| 26.575 OR N 2.4 2.4 LR F
39| 25.647 OL N 2.1 2.1 LR F
40| 26.500 OL N 1.1 3.2 4.3 LR F

Remarks: LR = Light Raveling, MR = Moderate Raveling, SR = Severe raveling




EXTRA INFORMATIONAL CORES
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Project No.: 434615-5-52-01 Name: 1-95(SR9) from CR13A to South of First Coast Expressway
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CR 13A (International Golf Pkwy.)
41 225 R1 N 1.7 1.7 3.4 | LR=13.1" F
42 344 L2 o 1.3 1.2 2.5 LR F
43 344 oL N 15 1.7 3.2 | LR=10.3" F
44 90" RRTTL | O 15 1.5 3.0 LR F
45 90" OR N 1.2 1.8 3.0 LR F
46 408' LLTTLL | O 15 0.9 2.4 LR F
Remarks:  *mile post is feet north of intersection of International Golf and World Commerce (per aerial image proving by FDOT)




EXTRA INFORMATIONAL CORES

Cored By: UNIVERSAL Date: 10/02/16 |Page 6 of 13 Typical Section 1 of 1
Project No.: 424026-4-52-01 Name: 1-95 (SR 9) from International Golf Parkway to Duval County Line
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Ramp No. 78080031 Int'l Golf Parkway to 1-95 NB
127 600' R1L|[ Y 0.0 1.8 0.0 0.0 0.8 2.6 LR G
128| 1370 R1L| Y 0.0 1.7 0.0 0.0 1.0 2.7 LR G
129 600' IR N 0.0 0.0 0.2 0.0 2.7 2.9 LR [09( B IB| M P Major Raveling
130 1370' | OR | N 0.0 0.0 0.6 0.0 2.3 2.9 LR 29| B 1l L P
131 26.580 | AC | N 1.2 0.0 0.0 3.6 0.0 4.8 LR 12| B IB L F
< Ltop Pavement Layer
International Golf Parkway

Distance from Bridge F125 | FC2 S
132| 865'W R1 | N 2.0 0.0 1.8 3.8 LR G
133] 950'E | R1 | Y 1.6 0.0 2.4 4.0 LR G
134| 650'W R2 | Y 1.3 0.0 2.5 3.8 LR G
135( 450'E R2 | Y 14 0.0 2.1 3.5 LR G
136| 865'W L1 ] N 14 0.0 2.7 4.1 LR G
137| 1280' E L1 ] VY 1.2 0.0 2.7 3.9 LR [39( B 1l L P
138| 250'W L2 | N 14 0.0 1.7 3.1 LR G Curve
139| 720'E L2 | VY 15 0.0 2.5 4.0 LR G Curve
140| 650'W | OR [ N 0.0 0.6 2.1 2.7 LR [07| B B L F
141 450'E [ OR | N 0.0 0.5 1.2 1.7 LR 17| B Il M P Slight Ravel; Small Spalls
142] 250'W | OL [ N 0.0 0.5 0.7 1.2 LR 12| B I M P
143 720'E | OL [ N 0.0 0.8 1.4 2.2 LR (08| B IB L F
144] 552'E | XO [ N 0.0 0.5 5.1 5.6 LR 17| B 1 S P
145 55'W [RRTL{ N 0.0 0.5 2.8 3.3 LR |33 B Il M P
146| 325'W [LLTL| Y 1.3 0.0 2.4 3.7 LR 16| B IB L F Slight Slippage; Seperation at 1.6"
147 Core omitted in the field

Remarks:




