
Date: 1 of 3 Mainline 

Name: Lanes: 

From: 

To: Inside: 

Beg MP: Outside: 

FC5 SP125 SP19 LC SP19 BIND 
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E
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n
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1 14.011 R1 I 0.8 1.8 5.9 8.5 LR F 

2 13.937 R3 O 1.3 5.2 1.2 1.9 9.6 LR P 

3 13.961 L1 I 1.1 2.0 5.2 8.3 LR F 

4 14.009 L3 O 1.0 5.4 1.0 2.0 9.4 LR F 

5 14.011 IR N 2.4 2.4 LR F 

6 13.937 OR N 3.0 0.9 1.5 5.4 ABC=7.2" F 

7 13.961 IL N 2.7 2.7 LR F 

8 14.009 OL N 2.6 3.4 6.0 LR F 

Pavement Evaluation Coring and Condition Data 

Cored By: UNIVERSAL 02/17/26 Page 

Project No.: 210253-7-52-01 I-95(SR9) at SR207 6 

State Road No.: SR9 Shoulders 

County: St. Johns 10' paved 

Section No: 78080000 13.604 End MP: 14.012 Length: 0.408 11' paved 
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Rim marks 
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Date: 2 of 3 

Name: 

FC125 SP125 LC SP19 BIND 

D
e
p
th

 (in
.) 

T
y
p
e

C
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s
s

E
x
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n
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9 0.028 R1 O 1.7 1.5 1.4 4.6 LR F 

10 0.028 OR N 1.5 0.8 2.3 ABC=6.0" P curve, separated at 2.3" 

FC125 SP125 LC SP19 BIND 

11 0.201 RLTTL I 1.5 3.2 4.7 LR F 

12 0.201 IR N 1.3 0.9 2.2 LR F 

FC125 SP125 LC SP19 BIND 

13 0.024 R1 O 1.5 1.7 1.8 2.0 7.0 LR F 

14 0.127 RLTTL2 I 1.1 3.6 4.7 LR F 

15 0.127 IR N 1.2 1.3 2.5 LR F 

16 0.024 OR N 1.5 0.7 1.5 3.7 ABC=5.8" F 

FC125 SP125 LC SP19 BIND 

17 0.071 R1 O 1.5 1.1 0.5 2.0 5.1 LR F 

18 0.147 R1 I 1.5 2.0 2.5 2.0 8.0 LR F 

19 0.147 IR N 1.5 2.5 3.7 7.7 LR F 

20 0.071 OR N 1.6 1.7 3.3 LR F 

Pavement change at bullnose: all ramps Remarks: 

            Pavement Layer 
Ramp 78080014: On-Ramp to NB SR9 From SR207 

            Pavement Layer 
Ramp 78080013: Off-Ramp from SB SR9 to SR 207 

            Pavement Layer 
Ramp 78080012: Off-Ramp from NB SR9 to SR207 

Ramp 78080011: On-Ramp to SB I-95 from SR 207 
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Comments: 

Project No.: 210253-7-52-01 I-95(SR9) at SR207 
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Date: 3 of 3 Mainline 

Name: Lanes: 

From: 

To: Inside: 

Beg MP: Outside: 

FC125 SP125 

D
e
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th

T
yp

e

C
la
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E
xte

n
t 

21 12.812 R2 O 1.6 3.0 4.6 ABC=6.5" F 

22 12.800 L1 N 1.3 1.3 2.6 ABC=6.8" F 

23 12.812 OR N 1.9 2.5 4.4 ABC=6.7" P 

Pavement Evaluation Coring and Condition Data 

Cored By: UNIVERSAL 02/17/26 Page 

Project No.: 210253-7-52-01 I-95(SR9) at SR207 4 

State Road No.: SR207 Shoulders 

County: St. Johns Curb and gutter 

Section No: 78051000 12.170 End MP: 12.960 Length: 0.790 4' paved 
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Comments: 

Separated at 1.9" 

Remarks: 

top 


