
Date: 1 of 7 Mainline 

Name: Lanes: 

From: 

To: Inside: 

Beg MP: Outside: 

FC5 SP125 ARMI T1 T3 T1 BIND 

D
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C
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E
x
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n
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1 31.339 R1 I 0.9 6.0 6.9 LR=11.8" F 

2 31.941 R1 I 0.8 4.5 0.5 2.5 8.3 LR P 

3 32.054 R1 I 1.1 5.5 6.6 LR=7.3" P 

4 32.900 R1 N 0.9 5.6 6.5 LR F 

5 33.487 R1 I 0.7 3.9 0.5 3.0 8.1 LR=5.2" F 

6 33.700 R1 O 0.6 4.9 0.5 6.0 LR 3.0 B III M P 

7 34.700 R1 I 1.5 4.5 6.0 LR=14.0" F 

8 30.180 R3 O 0.8 4.1 0.5 0.2 1.8 7.4 LR=12.9" P 

9 32.010 R3 N 1.1 5.7 6.8 ABC=6.8" P 

10 33.457 R3 N 1.0 4.5 0.5 2.0 8.0 LR=12.3 P 

11 33.800 R3 O 0.8 4.0 0.5 1.7 2.3 9.3 LR P 

12 34.800 R3 N 1.0 6.0 0.5 7.5 LR P 

13 30.400 L1 I 1.0 6.0 7.0 LR P 

14 31.400 L1 N 0.9 5.7 6.6 LR 0.5 B IB L P 

15 32.013 L1 I 0.8 4.7 5.5 ABC=10.5" P 

16 32.400 L1 N 0.6 5.6 6.2 LR 2.0 B II M P 

17 33.457 L1 I 1.5 2.1 0.5 1.4 5.5 LR F 

18 34.400 L1 N 0.6 6.0 6.6 LR=11.9" 2.4 B II M P 

19 30.507 L3 O 1.0 4.1 0.5 1.7 0.4 0.9 2.2 10.8 LR=12.3" P 

20 31.883 L3 O 1.8 3.5 0.5 1.8 7.6 LR 7.6 C III S P 

Spalled to structural layer in Lane R2: MP 32.115-32.288, Lane R3: MP 31.070, 32.0285, Lane L3: MP 31.600-31.710, SE = Super-Elevated, LR = Light Raveling, MR = Moderate Raveling

Depression OWP, shoving, SR, spalling 

Remarks: Pavement change Right Side: MP 34.610, Left side: MP 34.610, ARMI Layer is inconsistent throughout project, (+/-) = Core location just off Approach/Leave Slab, SR = Severe Raveling 

Patch Lane L1 OWP: MP 30.710, Lane L2: MP 30.500-30.530, Lane L3: MP 30.512-30.595 

LR 

MR, (+/-) 

LR, spalling 

LR, (+/-) 

SE, separated at 2.4", LR, spalling 

patch, SE 

MR, curve 

LR, separated at 3.2" 

LR, rim marks, (+/-) 

LR 

LR, (+/-) 

SE,LR, separated at 3.0" 

LR, curve 

MR 

MR, (+/-) 

MR, rim marks, (+/-) 

SE,MR 

LR, rim marks 

LR 
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Comments: 

County: St. Johns Duval County Line 9' paved 

Section No: 78080000 30.173 End MP: 34.855 Length: 

Project No.: 434615-6-52-01 I-95(SR9) 6 

State Road No.: SR9 North of First Coast Expressway Shoulders 

Pavement Evaluation Coring and Condition Data 

Cored By: UNIVERSAL 02/18/26 Page 
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Date: 2 of 7 

Name: 

FC5 SP125 ARMI T1 T3 T1 BIND 

D
e
p
th

 (in
.) 

T
y
p
e

C
la

s
s

E
x
te

n
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21 32.054 L3 O 1.2 8.5 9.7 LR 1.2 B III M P 

22 33.325 L3 O 0.6 4.0 0.5 0.6 2.4 8.1 LR P 

23 33.487 L3 N 0.9 4.7 0.5 1.0 2.0 9.1 LR=11.1" 3.4 B II M P 

24 34.800 L3 O 1.4 4.3 0.5 0.4 2.0 8.6 LR P 

25 31.941 IR N 3.8 3.8 LR=12.8" F 

26 32.054 IR N 2.3 2.3 LR F 

27 32.900 IR N 2.4 2.4 LR F 

28 33.487 IR N 4.1 4.1 LR=7.4" F 

29 34.700 IR N 2.5 2.5 LR F 

30 30.363 OR N 1.8 1.8 1.0 4.6 LR F 

31 32.010 OR N 6.0 6.0 ABC=7.1" F 

32 33.457 OR N 4.4 4.4 LR=8.1" F 

33 34.800 OR N 7.1 7.1 LR F 

34 30.400 IL N 1.9 1.9 LR=9.6" F 

35 32.013 IL N 1.9 1.9 ABC=5.5 F 

36 32.400 IL N 1.9 1.9 LR F 

37 33.457 IL N 2.8 2.8 LR=5.2" F 

38 34.400 IL N 2.5 2.5 LR F 

39 31.883 OL N 1.5 0.6 0.9 3.0 LR F 

40 32.054 OL N 5.5 5.5 LR=3.0" F 

SE - Super-Elevated 

(+/-) = Core location just off Appoach/Leave slab. 

Pavement Evaluation Coring and Condition Data 
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Project No.: 434615-6-52-01 I-95(SR9) 
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Comments: 

(+/-), moderate raveling, spalling 

moderate raveling, bottom up crack 3.0" 

light raveling, (+/-) 

moderate raveling, rim marks 

SE 

SE 

SE 

(+/-) 

Remarks: 

top 



Date: 3 of 7 

Name: 

FC5 SP125 ARMI T1 T3 T1 BIND 

D
e
p
th

T
y
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C
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t 

41 32.837 OL 

42 34.800 OL N 1.7 8.0 9.7 LR=5.2" F 

Remarks: 
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Omitted for Safety Reasons 

Pavement Evaluation Coring and Condition Data 
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Project No.: 434615-6-52-01 I-95(SR9) 
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Date: 4 of 7 

Name: 

FC5 FC125 SP125 BIND 

D
e
p
th

 (in
.) 

T
y
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C
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s
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E
x
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n
t 

43 33.566 RDEC O 1.3 5.2 6.5 LR P 

44 33.566 OR N 2.5 2.5 LR F 

45 34.204 RACC O 1.4 6.6 8.0 LR F 

46 34.204 OR N 5.5 5.5 LR P 

FC5 FC125 SP125 BIND 

47 33.729 LACC N 1.0 6.0 7.0 LR 3.0 B II M P 

48 33.729 OL N 4.5 4.5 LR F 

49 34.393 LDEC O 0.5 6.8 7.3 LR P 

50 34.393 OL N 0.6 6.0 6.6 LR F 

FC5 FC125 SP125 BIND 

51 0.079 R1 O 1.3 2.0 3.3 LR 1.5 B II M P 

52 31.738 LACC O 1.0 3.0 3.0 7.0 LR 3.3 B II M P 

53 0.079 OR N 0.9 1.7 2.6 LR F 

54 31.738 OL N 1.2 2.3 3.5 LR F 

FC5 FC125 SP125 BIND 

55 32.461 LDEC O 0.6 5.6 6.2 LR 3.0 B III M P 

56 0.183 RRTTL3 O 0.7 5.5 6.2 LR F 

57 0.112 RLTTL1 I 1.2 5.5 6.7 LR 0.2 B IB L P 

58 0.112 IR N 1.9 1.9 3.8 LR F 

59 0.183 OR N 1.0 1.8 2.8 LR F 

60 32.461 OL N 2.1 2.1 LR F 

Ramp 780800020: Spalled to structural across both decel lanes 

Ramp 78080019:Ppavement change at bullnose and at 0.013 

Pavement Evaluation Coring and Condition Data 
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Ramp 78080023: NB Off-Ramp & NB On-Ramp from/to NB Rest Area 

light raveling 
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Comments: 

separated at 3.6", light raveling 

light raveling 

            Pavement Layer 
Ramp 78080024: SB Off-Ramp & SB On-Ramp from/to SB Rest Area 

light raveling 

light raveling 

            Pavement Layer 
Ramp 78080019: SB On-Ramp from CR 210 

Ramp 78080020:SB Off-Ramp to CR 210 

light raveling 

light raveling, spalling, bottom up crack 2.5" 

            Pavement Layer 

moderate raveling spalling 

Remarks: 

top 

top 

top

top 
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Date: 5 of 7 

Name: 

FC5 FC125 SP125 BIND 

D
e
p
th

T
y
p
e

C
la

s
s

E
x
te

n
t 

61 31.718 RDEC O 1.1 4.9 6.0 LR P 

62 0.129 RRTTL O 1.1 5.6 6.7 LR F 

63 0.178 RLTTL1 N 1.5 4.2 5.7 LR F 

64 0.178 IR N 1.5 0.7 2.2 LR F 

65 31.718 OR N 1.0 1.6 2.6 LR F 

66 0.129 OR N 1.0 2.0 3.0 LR F 

FC5 FC125 SP125 BIND 

67 0.057 R1 I 1.2 5.4 6.6 LR F 

68 32.332 RACC O 1.0 2.8 3.8 LR F 

69 0.057 IR N 1.2 1.8 3.0 LR F 

70 32.332 OR N 5.2 5.2 LR F 

Ramp 78080021: Pavement change 0.095, 0.170 

Ramp 78080022: Pavement change at bullnose, merge lane spalled to structural throughout. 

Remarks: 

            Pavement Layer 

light raveling 

            Pavement Layer 

light raveling 

            Pavement Layer 
Ramp 78080022: NB On-Ramp from CR 210 

Ramp 78080021:NB Off-Ramp to CR 210 

moderate ravleing, rim marks 
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Comments: 

Project No.: 434615-6-52-01 I-95(SR9) 

C
o
re

 N
u
m

b
e
r 

*M
ile

 P
o
s
t o

r 
D

is
ta

n
c
e
 fro

m
 

B
u
lln

o
s
e

L
a
n
e

W
h
e
e
l P

a
th

 

            Pavement Layer C
o
re

 L
e
n
g
th

 

B
a
s
e
 T

y
p
e
 

Crack P
a
v
e
m

e
n
t          

C
o
n
d
itio

n

R
u
t D

e
p
th

                  
( in

c
h
e
s
 ) 

C
ro

s
s
 S

lo
p
e
              

(%
) 

Pavement Evaluation Coring and Condition Data 
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Date: 6 of 7 

Name: 

FC5 SP125 ARMI 

D
e
p
th

T
y
p
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C
la
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A 32.014 R1 N 1.4 2.1 3.5 CONC F 

B 33.458 R1 N 1.1 1.6 0.5 3.2 CONC F 

C 32.052 R3 O 1.5 1.9 3.4 CONC F 

D 33.486 R3 O 1.0 5.7 0.5 7.2 CONC F 

E 32.051 L1 N 0.9 1.8 2.7 CONC P 

F 33.486 L1 I 0.8 1.5 2.3 CONC F 

G 32.012 L3 N 1.6 1.7 0.5 3.8 CONC P 

H 33.456 L3 N 1.0 4.0 0.5 5.5 CONC 1.0 B III M P 

LR = Light Raveling, SE = Severe Raveling 

Pavement Evaluation Coring and Condition Data 
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Project No.: 434615-6-52-01 I-95(SR9) 
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Bridge 780117 (NB CR210) Approach, LR 

Bridge 780069 (NB Durbin Crk) Approach, LR 

Bridge 780117 (NB CR 210) Leave, LR 

Bridge 780069 (NB Durbin Crk) Leave 

Bridge 780116 (SB CR210) Appr, SR, Raveled to SP 

Bridge 780017 (SB Durbin Crk) Approach 

Bridge 780116 (SB CR210) Leave, LR, rim marks 

Bridge 780017 (SB Durbin Crk) Leave, MR, spalling 

Remarks: 

top 



Date: 7 of 7 Mainline 

Name: Lanes: 

From: 

To: Inside: 

Beg MP: Outside :

FC125 SP125 

D
e

p
th

 (in
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T
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e

C
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E
xte

n
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71 397' W R1 N 1.8 2.5 4.3 LR F 

72 15' E R2 O 2.0 2.4 4.4 LR=19.6" 4.4 C IB L P 

73 386' E R2 O 1.6 1.4 3.0 LR 3.0 C II M P 

74 446' W R4 O 1.6 4.9 6.5 LR F 

75 383' W L1 I 1.3 1.2 2.5 LR=16.5" F 

76 487' W L3 I 1.6 2.3 3.9 LR P 

77 71' W L3 O 1.2 3.0 4.2 LR F 

78 446' W OR N 1.7 2.0 3.7 ABC=4.9" F 

79 15' E OR N 2.6 1.9 4.5 LR F 

80 386' E OR N 1.6 1.9 3.5 LR=12.8" F 

81 487' W OL N 1.8 2.3 4.1 LR F 

82 71' W OL N 1.1 3.9 5.0 LR F 

83 167' E RLTTL1 I 1.7 1.6 3.3 ABC=5.0" F 

84 175' W LLTTL1 N 1.5 2.0 3.5 ABC=6.7" F 

85 435' E LRTTL O 1.1 1.9 3.0 LR=15.0" 3.0 B II M P 

Heavy Truck Traffic (2 Truck Stops) 

Remarks: *ft from CL in-between overpass bridges 

depression OWP, pumping 

pumping 

GORE 

BIKE LANE 

BIKE LANE 

4.682 11' paved 
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Comments: 

St. Johns Duval County Line 9' paved 

Section No: 78080000 30.173 End MP: 34.855 Length: 

CR 210 

Pavement Evaluation Coring and Condition Data 
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Project No.: 434615-6-52-01 I-95(SR9) 6 

State Road No.: SR9 North of First Coast Expressway Shoulders 

County: 
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