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1 16.609 R1 Y 1.8 1.8 3.6 ABC=7.2 1.2 B II M F

2 17.150 R1 Y 1.5 1.3 2.8 ABC=6.6 2.8 B III S P

3 17.543 R1 N 1.2 2.3 3.5 ABC=6.8 3.5 B II M P

4 17.700 R1 Y 1.4 1.7 3.1 ABC=9.25 2.3 B II M P

5 16.708 R2 Y 1.1 1.3 2.4 ABC=8.3 3.0 B III S P

6 17.000 R2 Y 1.5 1.6 3.1 ABC=7.8 F

7 17.400 R2 Y 1.6 1.7 3.3 ABC=8.2 1.6 B II M P

8 17.561 L1 Y 1.5 1.5 3.0 ABC=7.6 2.7 B II M P

9 17.289 L1 Y 1.4 1.5 2.9 ABC=6.2 3.2 B II M P

10 16.708 L1 Y 1.4 1.4 2.8 ABC=7.5 1.5 B II M P

11 17.700 L2 Y 1.5 1.5 3.0 ABC=9.0 1.5 B II M P

12 17.430 L2 Y 1.2 1.4 2.6 ABC=7.0 3.0 B II M P

13 16.989 L2 Y 1.3 1.7 3.0 ABC=7.2 3.0 B II M P

14 16.609 L2 Y 1.0 1.5 2.5 ABC=8.0 1.0 B III S P

15 16.708 OR N 1.6 1.6 3.2 ABC=7.7 F

16 17.400 OR N 1.1 1.8 2.9 ABC=8.4 F

17 17.700 OL N 1.5 2.5 4.0 ABC=7.0 F

18 16.609 OL N 1.3 1.3 2.6 ABC=8.3 F

19 17.197 RTO N 1.8 1.4 3.2 ABC=8.6 P

20 16.745 LTO N 1.5 1.1 2.6 ABC=7.2 F
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1.285 4' Pvd SHLD, 2' C&G SHLD

C
o
re

 N
u
m

b
e

r

M
ile

 P
o
s
t

L
a
n

e

W
h
e

e
l P

a
th

                                  Pavement Layer

C
o
re

 L
e
n

g
th

 (in
.)

B
a

se
 T

y
p
e

Crack P
a

ve
m

e
n
t          

C
o

n
d
itio

n

R
u

t D
e
p

th
 (in

.)

C
ro

s
s S

lo
p

e
             

(%
)

S
lo

p
e
 D

ire
c
tio

n
      

( in
 / o

u
t )

Comments:

County: St Johns SR 5 (US-1) Ponce De Leon Blvd 15' Paved MED

Section No: 78051000 16.477 End MP: 17.762 Length:

Project No.: 432264-4-52-01 SR 207 4 @ 12'

State Road No.: SR 207 SR 312 Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/04/26 Page Mainline
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Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

FC12.5 SP12.5

D
e
p
th

 (in
.)

T
y
p
e

C
la

s
s

E
xte

n
t

21 16.730 RLTTL Y 1.3 1.5 2.8 ABC=8.6" 0.3 B II M P

22 17.755 RLTTL Y 1.5 1.6 3.1 ABC=8.7" 4.4 B II L F

23 17.542 LLTTL N 1.6 1.7 3.3 ABC=7.5" F

24 17.050 CTR N 1.7 2.0 3.7 ABC=6.8" F
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County: St Johns SR 5 (US-1) Ponce De Leon Blvd 15' Paved MED

Length: 1.285 4' Pvd SHLD, 2' C&G SHLD

Pavement Evaluation Coring and Condition Data

Cored By: CSI GEO, Inc. 03/04/26 Page Mainline

Project No.: 432264-4-52-01 SR 207 4 @ 12'

State Road No.: SR 207 SR 312 Shoulders
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