
Date: 1 of 5 Mainline

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:
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1 0.150 R1 O 0.5 4.2 1.4 6.1 LR=8.5" G

2 0.800 R1 I 1.5 1.7 1.0 4.2 LR 1.5 B II M P

3 1.073 R1 O 1.9 1.4 3.3 ABC=5.8" P

4 1.855 R1 N 1.5 1.4 2.9 LR F

5 2.241 R1 O 1.6 1.7 3.3 LR 1.3 B IB L P

6 2.800 R1 N 1.4 1.6 2.0 5.0 LR F

7 3.300 R1 N 1.5 1.5 2.7 5.7 LR F

8 3.700 R1 I 1.3 1.6 2.2 5.1 LR=8.6" F

9 4.300 R1 O 1.5 1.4 2.2 5.1 LR F

10 4.800 R1 N 1.6 1.8 2.2 5.6 LR F

11 5.250 R1 I 1.4 1.5 2.3 5.2 LR F

12 5.690 R1 I 1.5 2.1 2.1 5.7 LR 2.1 B II M P

13 6.362 R1 I 1.5 1.4 3.1 6.0 LR 1.5 B II L P

14 6.932 R1 I 1.4 1.7 2.6 5.7 LR=9.7" 1.4 B II L P

15 2.720 R2 O 1.4 1.7 1.8 4.9 LR=9.7" 4.9 B II L P

16 2.925 R2 O 1.6 1.5 2.2 5.3 LR 2.7 B II L P

17 3.500 R2 O 1.3 1.3 1.8 4.4 LR 4.4 B II L P

18 4.000 R2 I 1.3 1.5 2.4 5.2 LR 1.3 B II M P

19 4.761 R2 O 1.2 2.3 2.2 5.7 LR 1.6 B II M P

20 4.973 R2 N 1.3 1.7 2.2 5.2 LR 2.8 B II M P

R2 patch: 3.184-3.196, 4.610-4.664, 4.723-4.755, 4.767-4.787, 4.800-4.817, 4.906-4.925, 5.940-5.960, 6.633-6.649

L1 patch: 3.781-3.814, 3.858-3.868, 3.990-4.001,  4.097-4.108, 4.346-4.356, 4.719-4.729, 5.503-5.514, 5.942-5.953, 5.990-5.998, 6.170-6.181,  6.062-6.081, 6.307-6.318, 6.346-6.356, 6.413-6.423

light raveling, patch in crack

Remarks: R1 patch: 5.288-5.299, 5.437-5.461   /   pavement change all: 0.097, 0.183, 0.688, 7.151   /   pavement change all L: 6.500

L2 Patches: 4.104-4.116, 4.186-4.198, 4.325-4.368, 4.478-4.490, 5.169-5.179, 5.517-5.548, 5.608-5.765, 5.957-6.062 (multiple small patches), 6.362-6.386, 6.469-6.481, 6.523-6.550, 6.596-6.610, 6.701-6.716, 6.830-6.863, 7.141-7.150

curve, light raveling, spalling

light raveling

light raveling

curve, light raveling

light raveling

light raveling

curve, light raveling

light raveling, spalling

patch

light raveling

curve

light raveling

light raveling

light raveling, spalling

super elevated

6.969 4' paved
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Comments:

County: St. Johns Duval County Line 1.5' paved

Section No: 78001000 0.182 End MP: 7.151 Length:

Project No.: 210404-4-52-01 SRA1A from Gnarled Oaks Drive to Duval County Line 2/4

State Road No.: SRA1A Gnarled Oaks Drive Shoulders

Pavement Evaluation Coring and Condition Data
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Date: 2 of 5

Name:

FC125 SP125 S1 T2 T1 BIND
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21 5.523 R2 O 1.2 1.5 3.0 5.7 LR=9.9" 1.6 B II M P

22 6.000 R2 O 1.4 1.5 2.5 5.4 LR 5.4 B IB L P

23 6.500 R2 N 1.1 1.6 3.7 6.4 LR 0.3 B IB L P

24 7.140 R2 I 0.9 1.7 2.5 5.1 LR 5.1 B IB M P

25 0.075 L1 O 0.6 2.8 2.4 2.0 7.8 LR P

26 0.500 L1 N 1.4 2.1 3.5 LR=12.9" G

27 1.003 L1 O 1.5 1.2 2.7 LR 2.7 B II M P

28 1.541 L1 O 1.7 1.5 3.2 LR 1.3 B IB M P

29 1.963 L1 I 1.1 1.3 2.4 LR 2.4 B II M P

30 2.485 L1 N 1.6 1.6 3.2 LR F

31 3.000 L1 N 1.2 2.2 3.4 LR=9.8" 2.0 B II M P

32 3.500 L1 N 1.8 1.5 3.3 LR F

33 4.075 L1 O 1.5 1.5 3.0 LR 3.0 B II L P

34 4.655 L1 O 1.2 1.7 2.9 LR 1.2 B II M P

35 5.000 L1 N 1.6 1.7 3.3 LR 1.5 B IB L P

36 5.475 L1 I 1.3 1.6 2.9 LR 1.3 B II M P

37 6.000 L1 N 1.1 1.5 2.6 LR F

38 6.312 L1 N 1.9 1.4 3.3 LR=10.2" P

39 6.974 L1 O 1.4 1.5 2.9 LR F

40 2.775 L2 O 1.6 1.4 3.0 LR=10.2" 1.7 B IB M P

Pavement Evaluation Coring and Condition Data
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Project No.: 210404-4-52-01 SRA1A from Gnarled Oaks Drive to Duval County Line
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Comments:

light raveling

light raveling

light raveling

light raveling

super elevated, spalling

patch

light raveling, spalled to structural

curve, light raveling

light raveling, spalling

light raveling

light raveling

light raveling

severe raveling, spalled to structural

light raveling, spalling, grinding, separated at 1.2"

curve, grinding, separated at 1.3"

light raveling

light raveling, spalling

Remarks:
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Date: 3 of 5

Name:
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41 3.300 L2 N 1.6 1.4 3.0 LR 1.6 B IB M P

42 3.800 L2 O 1.8 1.2 3.0 LR 3.0 B II M P

43 4.157 L2 I 1.4 1.8 3.2 LR 3.2 B II M P

44 4.800 L2 O 1.4 1.5 2.9 LR 1.4 B IB L P

45 5.300 L2 I 1.4 1.9 3.3 LR 3.3 B IB L P

46 5.790 L2 O 1.7 1.4 3.1 LR F

47 6.489 L2 N 1.5 1.4 2.9 LR G

48 6.925 L2 O 1.4 2.0 3.4 LR=10.3" 1.7 B IB M P

49 7.080 L3 O 1.5 2.0 3.5 LR 2.3 B II M P

50 2.800 IR N 1.4 1.7 2.0 5.1 LR=8.8" F

51 3.700 IR N 1.3 1.5 2.8 LR F

52 4.800 IR N 1.2 1.8 2.2 5.2 LR=12.4" F

53 5.690 IR N 1.6 2.1 2.0 5.7 LR F

54 6.932 IR N 1.7 2.5 4.2 LR F

55 0.150 OR N 1.2 1.5 2.7 ABC=9.0" G

56 0.800 OR N 1.2 1.1 2.3 ABC=3.3" F

57 1.855 OR N 1.6 1.9 3.5 ABC=2.7" F

58 2.720 OR N 1.7 0.7 2.4 LR F

59 3.500 OR N 1.6 0.5 2.1 LR F

60 4.761 OR N 1.5 0.8 2.3 LR F

Remarks:

curve

super elevated

curve

curve

Comments:

light raveling

light raveling, spalling

light raveling, spalling

curve

curve
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Project No.: 210404-4-52-01 SRA1A from Gnarled Oaks Drive to Duval County Line
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Date: 4 of 5

Name:

FC125 SP125 S1 T2 T1 BIND
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61 5.523 OR N 1.5 1.1 2.6 LR F

62 6.500 OR N 1.4 1.1 2.5 LR F

63 7.140 OR N 1.4 3.3 4.7 LR=7.9" F

64 3.000 IL N 1.2 2.3 3.5 LR F

65 4.075 IL N 1.5 1.3 2.8 LR F

66 5.000 IL N 1.7 1.8 3.5 LR F

67 6.000 IL N 1.1 1.3 2.4 LR F

68 6.974 IL N 1.7 1.7 3.4 LR F

69 0.075 OL N 0.8 2.8 3.6 ABC=5.0" F

70 1.003 OL N 1.1 1.8 2.9 LR F

71 1.541 OL N 1.3 1.7 3.0 ABC=3.5" F

72 2.775 OL N 1.4 1.4 2.8 LR F

73 3.800 OL N 2.1 2.1 LR=6.9" F

74 4.800 OL N 1.8 1.8 LR F

75 5.790 OL N 1.8 1.8 LR F

76 6.925 OL N 1.5 1.3 2.8 LR F

77 7.080 OL N 1.6 2.8 4.4 LR=11.6" F

78 2.581 RRTTL O 1.8 1.4 3.3 6.5 LR 0.2 B IB L F

79 4.210 RRTTL N 0.8 3.5 4.3 LR F

80 7.080 RLTTL1 O 1.5 2.3 3.8 LR 1.5 B II M F

RRTTL = Right side RT Turn Lane, RLTTL1= Inside Right side LT Turn LaneRemarks:

light raveling

light raveling

light raveling, spalling

curve

Comments:

super elevated
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Project No.: 210404-4-52-01 SRA1A from Gnarled Oaks Drive to Duval County Line
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Date: 5 of 5

Name:

FC125 SP125 S1 T2 T1 BIND

D
e
p

th
 (in

.)

T
y
p
e

C
la

s
s

E
x
te

n
t

81 0.312 RLTTL O 1.3 3.0 4.3 ABC=7.3" G

82 2.880 RLTTL N 1.1 1.4 2.5 LR F

83 2.600 RTO N 2.5 3.2 5.7 LR F

84 6.996 RTO N 2.0 2.0 LR F

85 4.371 LRTTL O 1.5 1.7 3.2 LR F

86 7.045 LRTTL O 1.4 1.5 2.0 4.9 LR P

87 2.619 LLTTL I 1.2 2.0 3.2 LR 3.2 B II L P

88 6.095 LLTTL O 1.5 2.3 3.8 LR F

89 0.770 LTO N 1.8 2.1 3.9 LR P

90 6.716 LTO N 1.4 1.0 0.8 3.2 LR F

91 2.885 CO N 1.8 1.1 2.9 LR F

92 6.716 CO N 1.8 2.0 3.8 LR F

RLTTL = Right side LT Turn Lane, RTO = Right side Turn Out, CO = Cross-Over, CC = Center CrownRemarks:

light raveling

Comments:

light raveling

light raveling

bottom up crack 2.1"

light raveling
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Project No.: 210404-4-52-01 SRA1A from Gnarled Oaks Drive to Duval County Line
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