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1 0.379 R1 O 1.7 1.6 3.3 LR G PLUS/MINUS, BRDG 780071

3 0.630 R1 O 1.7 0.5 1.8 0.6 4.5 LR 4.5 B II S P TRVCK, LNGCK

4 0.750 R1 I 1.4 2.3 1.3 5.0 LR 11.0 3.2 S IB M P LNGCK, SEP AT 3.2"

5 2.049 R1 O 1.4 1.5 0.5 2.0 0.6 6.0 LR 0.3 S IB M P TRVCK, LNGCK

6 2.300 R1 O 1.4 1.3 0.5 2.4 0.6 6.2 LR 10.1 0.3 S IB M P TRVCK

7 2.600 R1 N 1.3 0.5 3.0 1.7 0.6 7.1 LR 1.5 B II S P LNGCK

8 2.900 R1 O 1.6 1.5 0.5 3.8 0.6 8.0 LR 1.0 S IB M P LNGCK

9 3.325 R1 O 1.5 3.7 4.0 0.6 9.8 LR 9.2 0.2 B II M P TRVCK, RAV

11 0.435 L1 O 1.4 1.5 2.9 LR 12.0 G PLUS/MINUS, BRDG 780071

12 0.802 L1 O 1.0 2.3 2.1 5.4 LR 2.0 B II S P LNGCK, TRVCK, SEP AT 3.5"

13 2.100 L1 N 1.5 1.7 0.5 1.3 5.0 LR 10.0 1.5 S IB M P LNGCK, TRVCK

14 2.400 L1 O 1.3 1.7 0.5 2.5 0.6 6.6 LR 0.6 S IB M P LNGCK

15 2.800 L1 N 1.2 2.0 0.5 4.5 8.2 LR 1.5 S IB M P LNGCK, LT SPL

16 3.100 L1 O 1.0 2.3 1.5 4.8 LR F

17 3.460 L1 O 0.6 2.2 6.7 9.5 LR 11.5 F

18 0.379 OR N 1.6 0.8 2.4 LR 12.1 G

19 2.049 OR N 1.2 3.2 3.1 7.5 SUBGRADE F

20 3.325 OR N 1.5 4.5 3.7 0.6 10.3 LR F

21 0.802 OL N 1.2 1.5 2.0 4.7 LR 6.0 F

22 2.400 OL N 1.4 2.6 3.3 7.3 SUBGRADE F

CRK = CRACK SPL = SPALLING SEP = SEPARATION

TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK

Remarks:

1.032 4' PVD/2' LWN & 6' LWN/8' PVD
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Comments:

County: St. Johns Carcaba Road 12' PVD MED & 2' C&G

Section No: 78030001 0.000 End MP: 1.032 Length:

Section No: 78030000 0.378 End MP: 3.459 Length: 3.081 5' PVD/5'LWN & 2' C&G

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 04/14/26 Page Mainline

Project No.: 210116-3 SR A1A (Coastal Highway) 2

State Road No.: SR A1A Hospital Creek Shoulders
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Date: 2 of 3

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

Beg MP: Outside:
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23 3.460 OL N 0.7 5.3 4.5 10.5 LR G

24 0.687 RRTTL I 1.8 1.5 4.8 8.1 LR G BOAT RAMP

25 3.360 RLTTL N 1.2 2.5 3.3 0.6 7.6 LR P CARCABA RD

26 1.955 LRTTL N 1.2 1.5 0.7 3.4 LR F BEACHCOMBER WAY

27 0.613 LTO N 1.3 0.7 2.0 LR G FL D&B SCH RD

28 2.265 LTO N 1.6 3.8 2.5 7.9 LR F SHERWOOD WAY

29 0.001 R1 O 1.0 3.0 4.0 LR F

30 0.100 R1 O 0.8 2.7 3.5 LR 12.3 0.8 S IB L F LNGCK

31 0.172 R1 O 1.0 7.0 8.0 LR 0.5 S IB L F PLUS/MINUS, BRDG 780099

32 0.907 R1 O 0.5 3.4 3.9 LR 0.5 S IB M F PLUS/MINUS, BRDG 780099

33 0.970 R1 O 0.8 3.2 4.0 LR 4.0 B II M P TRVCK

34 0.030 L1 O 1.0 2.8 3.8 LR 3.8 S IB M P LNGCK

36 1.000 L1 O 0.8 3.1 3.9 LR 10.4 1.5 B IB M P TRVCK, LNGCK

37 0.970 OR N 0.8 1.2 2.0 LR 8.0 F

38 0.030 OL N 0.8 3.3 7.4 LR 5.5 F

39 1.010 RRTTL O 1.0 2.5 6.0 LR F A1A

40 0.040 RLTTL I 1.0 2.8 6.6 LR 1.5 B IB M P CAMACHEE IS., LNGCK

41 0.075 LRTTL I 0.8 2.6 6.0 LR F CAMACHEE IS.

CRK = CRACK SPL = SPALLING SEP = SEPARATION

TRVCK = TRANSVERSE CRACK LNGCRK = LONGITUDINAL CRACK

Remarks:

C
o
re

 L
e
n
g
th

 (in
.)

B
a
s
e
 T

y
p
e

Crack P
a
v
e
m

e
n
t          

C
o
n
d
itio

n

            Pavement LayerC
o
re

 N
u
m

b
e
r

M
ile

 P
o
s
t

L
a
n
e

W
h
e
e
l P

a
th

County: St. Johns Carcaba Road 12' PVD MED & 2' C&G

Section No: 78030001 0.000 End MP: 1.032 Length: 1.032 4' PVD/2' LWN & 6' LWN/8' PVD

Section No: 78030000 0.378 End MP:

Project No.: 210116-3 SR A1A (Coastal Highway) 2

State Road No.: SR A1A Hospital Creek Shoulders

Pavement Evaluation Coring and Condition Data

Cored By: Meskel & Associates Engineering, PLLC 04/14/26 Page Mainline

3.459 Length: 3.081 5' PVD/5'LWN & 2' C&G

ROADWAY ID 78030001
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Comments:
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Date: 3 of

Name: Lanes:

From:

To: Inside:

Beg MP: Outside:

Beg MP: Outside:

F125 SP2C ARMI T1 T2 ST
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2 0.432 R1 780071 N 2.0 2.0 CONC G LEAVE

10 0.380 L1 780071 N 1.2 1.2 2.4 CONC G LEAVE

35 0.175 L1 780099 N 1.5 1.5 CONC F LEAVE

Length: 3.081

Remarks:
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Hospital Creek Shoulders

12' PVD MED & 2' C&G

Section No: 78030001 0.000 End MP: 1.032 Length: 1.032 4' PVD/2' LWN & 6' LWN/8' PVD

Section No: 78030000 0.378 End MP: 3.459 5' PVD/5'LWN & 2' C&G

County: St. Johns Carcaba Road

Bridge Approach / Leave Slab / Deck

Cored By: Meskel & Associates Engineering, PLLC 04/14/26 Page Mainline

Project No.: 210116-3 SR A1A (Coastal Highway) 2

State Road No.: SR A1A
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