Core Makeup
Project # 419312 -1 -31 -01/ Roadway ID # 46160000
Local Name: SR 30A (US98)

Lane R3
Sorry, there was a problem with the Graph control or plug-in in your browser. The graph "Bar chart of MILPOINT" cannot be displayed.

Layer Types
FCs SP2F S T2 LR

[ Download Graph Data to Excel I

STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION

PAVEMENT EVALUATION CORING AND CONDITION DATA

Cored By:
ADAMS, KREIS, TOOLE,SUGGS & Date: 03/03/2010 Typical Section No. 01
CREW
Item: 419312 Name: SR 30A (US98) Lanes: 4
Fin. Proj. ID: 419312 -1 -31 -01 From: HEATHER DRIVE Shoulder Type & Condition
F.A. Proj. No.: To: WEST OF SR30 (US98A) Inside: 3
. . Beg MP: 5.679 End MP: 13.574 e
County: 46 SR No.: SR 30A Lgth: 7.895 Outside: 4
Median Curbed: Paved:][] Lawn:[] Other:[] Curb & Gutter:
Core| Mile |Lane|W P Pavement Layer (in) Base Crack PC|RD|CS Comments
No. | Post h a Core|SAHM D T C E voluelrl
or et Lgth e y 1 x |tn|tp|oo
Sta. e hipcs(sp2r| s | T2 (in) plp|lalt]| 9| tfsp
No. 1 t e e t h|se
@in) | (%)




h n | I
(in) t |
1 5.685|R2 |Y 0.90 [1.00 |1.80 |3.40 7.10 9.5 2.00 |C m ™M |P |
2 6.040|R2 [N 0.90 |1.20 |1.80 |4.60 8.50 19.5 C I |S P ‘
4 7.025|R2 [N 1.00 |1.10 |1.40 |1.80 5.30 6.0 11.30|C m |S P ; ;
New Layer Makeup Below
Pavement Layer (in) Base Crack
; ‘ PC|IRD|CS
Mile nE D C Elvoluel|rl
Core| TSt ol C e | T |, XJltn|tploo
or |Lane| e t ore t Comments
No. | oo e h Lgth| LR P12 a ] | 9] t]se
No. | |FCs[sp2F| s | T2 (in) |l Bl s o | t| R]se
(in) s | (in) | (%)
4 7.025|R3 [N 0.90 11.00 |1.60 3.50 16.0 1.30 |A 11 M |F
New Layer Makeup Below
Pavement Layer (in) Base Crack
we| [ ST T e neleles
Cora) T085E & C e | T ? X ltn|t 00
or |Lane| et axe t p Comments
No. | oo e h Lgth|SAHM Pl Y a] | 4 t]se
No. | |FC5|sp2F| S | T2 (in) nl Bl s | o t] b]se
(in) s i (im) | (%)
4' PAVED
5 8.025 |lR2 |Y 0.90 {1.20 {1.70 [2.60 6.40 19.0 9.50 |B I S P SHLD,2.4 CROSS
|  |SLOPE
6 9.025 |R2 |N 0.90 |1.20 |2.00 |2.10 6.20 |9.5 3.00 |C I S P . )
7 10.025|R2 N 1.40 |1.10 |2.10 |2.70 7.30 |7.0 C or |S P I
8 11.025|R2 N 1.30 |1.40 |1.10 |1.90 5.70 |7.5 C I M |F i -
7 " " 2.6 CROSS
9 12.050|R2 [N 0.60 |1.20 |1.30 |2.70 5.80 |10.0 C I M |F l | SLOPE
Pt " " 2.9 CROSS
10 ]13.085|R2 |Y 1.00 11.00 12.00 |3.20 7.20 110.0 C II M |F | ; SLOPE




New Layer Makeup Below

Pavement Layer (in) Base Crack
Mile W P D & PCIRD|CS
C vo|lue|rl
Core| TSt e C el T | X|etn|tp|oo
or |Lane| e t ore p | v t Comments
No. | o % i Lgth| LR ¢ ] .1 9] tjre
No | |FCs|sp2F| s (in) N Pl t| hlse
' . cl1s|" (in) | (%)
(in) t
" " 2.0 CROSS
11 13.394|L2 |Y 1.30 11.30 |2.70 5.30 {12.0 & I L F : | SLOPE
I |""1.7CrOSS
12 |11.924|L2 |N 0.90 |1.60 (2.40 4.90 |10.0 ¢ I L F h SLOPE
13 |10.924]L2 |N 0.80 |1.60 |3.00 5.40 110.0 C 1T L F [ CURVE
14 19.624 |L2 |Y 0.80 |1.10 |3.90 5.80 110.0 C 11 L F ) ! CURVE
15 18.624 |[L2 |Y 0.90 |1.20 |2.70 4.80 |10.0 C Im M |P :
16 |7.624 |L2 |N 1.00 |0.80 |{2.90 4.70 |10.0 C m M |P !
17 |7.624 |[L3 [N |0.80 [1.20 |1.80 3.80 |11.2 B |[L |G
18 |7.000 |[L2 |Y 1.10 {1.30 |5.00 | 7.40 |10.0 C I |S P CURVE
19 5950 [L3 [N 1.40 {1.90 |1.50 4.80 |11.5 C I S P !
Comments
CORE #2 IN MAINT. PATCH.ON TOP OF FC2 WAS 1" S MIX

[ Code Descriptions ]

Output produced by "pced3.sas" program.

This request took 1.41 seconds of real time (v9.4 build 1519).



