STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION

PAVEMENT EVALUATION CORING AND CONDITION DATA

675-030-09
Materials
313

Cored by: ) E. PUCKETT Date: 05/21/19  Pager 1 of 1 Typical Section No.: --
Roadway Section: 46110000 / 46659000 Name: SR 391 (AIRPORT ROAD) AT 19TH STREET Lanes: 2
Fin. Proj. ID: 441881-1-52-01 From; -- Shoulder Type and Condition: VARIES
F. A. Proj. No.: -- To:  -- Inside: N/A
County: BAY SR No.: SR 391 Beg MP: 0.709 !End MP: 0.709 ngth: 0.000 Quiside: VARIES
Median Curbed (Y / N): VARIES Paved: V Lawn: N Other: C&G AND PAVED Curb & Gutter (Y / N): VARIES
Pavement Layer (in.) Base Crack
= PROJECT COMMENTS
Wheel w w Core E Rut | Cross
Core | Mile Post Path | - 2 = o B Loth, | @ Depth Pvmt | Depth | Slope
No. |orSta.No.| Lane [(Y/N)| ¥ ) > D & i) by % (in.) (in) | Type | Class | Extent] Cond | (in) | (%)
A1 | 0993 | L1 | N | 100 | 060 | 130 | 10 400 | 480 oo | Al ® | L] F [ | bt
Az | osre | Rt | N 190 | 180 | a0 | 850 oo | A | B | L | F | R R e o
A3 | 0923 | Rt | v | 070 | 0s0 170 | 170 | 220 720 | 090 oo [ A | 8| L | F g @] e
A4 | o079 | L1 | N 5 210 | 1.40 350 | 8.10 o0 | A | B | L | F || @B oavnanon ot RUTTNG.




