
STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 

PAVEMENT EVALUATION CORING AND CONDITION DATA 

Cored by: Shiver,Strickland,Curry Date: 02/14/23 Page of 

Roadway Section: 61512000 Name: CR 173 over Gum Creek 

Fin. Proj. ID: 449078-1 From: NO. 2 Bridge NO: 610026 

F.A. Proj. No.: To: 

County: Washington I SR No.: Beg MP: 1.706 [End MP: 1.714 [Lgth: 0.008 

Median Curbed (Y / N): N Paved Lawn Other: 

Pavement Layer (in.) Base Crack 

Top 

Wheel Core C 

Core Mile Post or Path (Y Lgth L Depth 
No. Sta. No. Lane / N) FC6 T2 ST (in. ) y (in.) Type Class Extent 

1 1.706 R1 y 1.50 1.30 0.60 3 40 8 00 
- - - - --

2 1 714 L1 y 1.90 1.40 0.50 3 80 8 00 - - -
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675-030-09 

Materials 

Typical Section No.: 

Lanes: 2- 10' roadway 

Shoulder Type and Condition: No Shoulders 

Inside: 

Outside: 

Curb & Gutter (Y / N): N 

Project Comments 

Rut Cross 
Pvmt Depth Slope 

Core Comments Cond (in.) (%) 
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