
Pavement Evaluation Coring and Condition Data 
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No. or e t I t 
il j 

l 

Top Core 
p y 

Sta. 
Lane 

e h 
Lgth NONE 

t p a e 
Comments 

No. I 
FC3 SP1C s ARMI T2 ST (in) 

h e s n 
(in) s t 

SEY 
TRANS 

I 25.649 OL N 1.10 0.90 7.50 9.50 9.50 B III MP CRK, 
IDELAM, 
VIM 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 

Mile WP 
P C  RD CS 

D E r I 
Post h a C V 0 u e 

Core e T X t n t p 
Lane e t Top Core I 0 0 

Comments 
No. 

or p y t d t 
Sta. e h Lgth SAHM a s p 

t p e t h FC3 SP1C s ARMI T2 ST (in) s s e 
No. I h e n (in) (%) 

(in) 
s 

t 

SEY 
TRANS 

2 25.649 OR IN 1.20 1.30 2.50 5.00 3.6 8.60 B III MP JCRK, 

I 
DELAM, 
VIM 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 

Mile WP 
p C RD CS 

D E r I 
Post h a C V 0 u e 

Core e T X t n t p 
Lane e t Top Core I 0 0 

Comments or p y t No. 
Sta. e h Lgth LR a d t s p 

FC3 SP1C s ARMI T2 ST (in) 
t p e t h s e 

No. I s 
h e n (in) (%) 

(in) 
s 

t 

SEY RUT, 

3 25.803 Ll y 0.90 1.80 2.70 10.0 A 1B L p 
MOD 

I
ALLIG 
CRK 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 

Mile WP � 
[Pc RD CS 

D r I 
Post h a C V 0 u e 

Core e T X t n t p 
Lane e t Top Core I 0 0 

Comments 
No. 

or p y t d t 
Sta. e h Lgth SCLY a s p 

FC3 SP1C S ARMI 
t p e t h 

No. I T2 ST (in) s s e 
h e n (in) (%) 

(in) 
s 

t 

4 25.803 LT N 0.80 1.30 1.50 0.90 4.50 10.0 A 1B L F LT RUT 

New Layer Makeup Below 
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Pavement Layer (in) Base Crack 
Mile WP 

PC RD CS 
D E], o r I Post h a Tl 

u e 
Core e X t n t p Lane e t Top Core I 0 0 Comments No. or p y t d t Lgth CONC a s p Sta. e h t p e FC3 SPIC S ARMI T2 ST (in) s t h s e No. I h e n (in) (%) 

(in) s t 

LT RUT, SEY 
5 26.360 RT N 0.80 0.90 1.10 2.80 2.80 C III MP BLOCK&TRANS 

CRK 
LT RUT, SEY 

6 26.360 Rl N 0.80 1.30 2.10 4.9 7.00 C III MP BLOCK&TRANS 
CRK 

7 26.377 PL N 1.00 0.70 1.10 2.80 2.80 C III s p 
SEV TRANS & 
3LOCK CRK 

8 26.377 PL N 0.90 1.40 1.50 3.80 A 1B L F I 

9 26.426 LT y 1.50 1.20 2.10 0.80 5.60 8.2 AIB L F I 
T RUT, 
DELAM 

10 26.426 LT y 1.00 1.50 1.50 4.00 AIB L F T RUT, MOD 
I 

,ALLIG CRK 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 
Mile W P 

P C RD CS 
D E r I Post h a C V 0 u e 

Core e T X t n t p Lane e t Top Core I 0 0 Comments or p y t No. Sta. e h Lgth SCLY a d t s p t p e FC3 SP1C S ARMI T2 ST (in) s t h s e No. I h e n (in) (%) (in) s t 

11 26.567 Rl y 0.90 1.10 1.60 1.00 4.60 12.0 4.60 B II M p I SEVRUT 

New Layer Makeup Below 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 
Mile WP 
Post h a PC RD CS 

Core Lane e t Top Core D C Elv o u e r I Comments or No. Sta. e h Lgth SAHM e T I X t n t p 0 0 

No. I FC3 SP1C s ARMI T2 SAHM (in) p Y a t d t s p 
t p s e t h s e 
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Core 
No. 

17 

h e s In (in) � � 
I 

(in) t 
13 26.743 OL N 1.10 1.60 2.30 5.00 3.0 A 1B L G  IM 

1OD RUT 
14 26.743 LI y 1.20 1.00 3.40 5.60 3.0 A 1B LF & RAV, 

I I JDELAM 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 

Mile WP PC RD CS 
D E ]y o r I Post h a C u e 

Core e T X t n t p Lane e t Top Core I 0 0 Comments No. or p y t d t Lgth ABC a s p Sta. e h t p e t h FC3 SP1C s ARMI T2 SAHM (in) s s e No. I h e n (in) (%) (in) s t 
I LT RUT, 15 26.923 RT N 1.50 1.10 3.30 5.90 7.0 A 1B L F VIM 

New Layer Makeup Below 

Pavement Layer (in) Base Crack 

Mile WP PC RD CS 
D E] � o r I Post h a Tl 

u e 
Core e [t n t p Lane e t Top Core I 0 0 Comments No. or p y t d t Sta. e h Lgth NONE a s p 

t p e FC3 SP1C S ARMI T2 SAHM (in) s t h s e No. I h e n 
(in) s t 

(in) (%) 

16 26.758 RI y 1.10 9.40 10.50 A IB LP 

New Layer Makeup Below 

Pavement Layer (in) Base 

Mile WP 
Post h a 

Core Lane e t Top or 
Lgth SAHM Sta. e h 

FC3 SP1C s ARMI T2 SAHM (in) No. I 

26.760 Rl y 1.40 2.60 1.60 5.60 5.5 

Comments 

CORES 4 & IO LANE = LITL CORE 9 LANE = LOTL 
CORE 5 LANE = RITL CORE 15 LANE = ROTL 
CORE 7 LANE = LEFT P ARKING LANE 
CORE 8 LANE = RIGHT P ARKING LANE 
ASPHALT OVERT OPPING C&B A T  CORES 11, 12 & 15 

Crack 
PC 

D E]. o 
1l e 

X t n I 
p y t d a t p e s t 
h e n 

(in) s t 

A 1 B  LP 
I 

LT RUT, 
PVMT 

I I
DEPRESSION, 
VIM 

RD CS 
u e r I 
t p 0 0 Comments t s p 

h s e 
(in) (%) 

LT RUT,PVMT 
DEPRESS,VIM,DELAM 
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