
Pavement Evaluation Coring and Condition Data 

Core Makeup 
Project # 449055 -1 -31 -01 / Roadway ID # 53505000 

Local Name: CR 278 
Lane L1 

Core Depth(in) 

0.001 

2.00 

4.00 

6.00 

8.00 

10.00 

12.00 

0.942 1.008 

Mile Post 

Layer Types 
SPlF SP2F SC LY 

Download Graph Data to Excel 

STATE OF FLORIDA DEPARTMENT OF TRANSPORTATION 

PAVEMENT EVALUATION CORING AND CONDITION DATA 

Cored By: SHIVE R 
AND TOOLE Date: 0 5/10/2022 Typical Section No. 53 

Page 1 of 2 

... I1t_ e_ m_ : _4 4_9_ 0_5 5 __,.,N_am_e:_C_R_ 2_7_8 .,.IL_a_ne_s_:_ 2 �1/ 

http://t1host0I .dot.state.fl.us/sas-cgi/broker?_SERVICE=default&_SESSIONID=6Jbmf23r. .. 8/15/2022 

http://t1host0I.dot.state.fl.us/sas-cgi/broker?_SERVICE=default&_SESSIONID=6Jbmf23r


Pavement Evaluation Coring and Condition Data Page 2 of 2 

Fin. Proj. ID: 449055 -1 -31 - From: BRIDGE 
Shoulder Type & Condition I 01 REPLACEMENT 

F.A. Proj. No.: D322 073 B To: OVER CHIPOLA RIVER Inside: 

Beg MP: 0.852 End MP: 
County: 53 SR No.: CR 278 1.089 Outside: 1 

Lgth: 0.237 

Median Curbed: Paved:[] Lawn:[] Other:[] Curb & Gutter: N 

Pavement Layer (in) Base Crack 

Mile WP 
p C RD C S 

D E r I 
Post h a C V 0 u e 

Core e T X t n t p 
Lane e t Core 1 0 0 

Comments 
No. 

or 
p y t d t 

Sta. e h Lgth SCLY a s p 
t p 

s 
e h 

No. I SPlF SP2F (in) t s e 
h e n (in) (%) 

(in) 
s 

t 

1 1.008 L1 y 0.90 2.60 3.50 6.0 G I 
2 0.942 L1 y 1.50 2.80 4.30 6.0 G 

3 0.942 Rl y 1.20 3.00 4.20 6.0 G I 
4 1.008 Rl y 2.00 3.80 5.80 6.0 G 

Code Descriptions 

Output produced by "pccd3.sas" program. 
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