
Pavement Evaluation Coring and Condition Data 
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Pavement Layer (in) Base Crack 

Mile WP 
PC RD CS 

D E r I 
Post h a C V 0 u e 

Core e T X t n t p 
Lane e t Core I 0 0 Comments 

No. or p y t d t 
Sta. e h Lgth t a s p 

Fl25 SP2C T2 s (in) p e t h s e 
No. I h s e n (in) (%) 

(in) s t 

1 0.034 Rl y 1.40 3.60 1.20 6.20 

2 0.034 OR N 1.40 1.90 0.40 1.80 5.50 

3 0.581 OL N 1.30 2.60 0.40 1.10 5.40 

4 0.581 L1 y 1.70 4.40 1.00 7.10 

5 1.085 Rl y 1.70 4.40 1.90 8.00 

6 1.085 OR N 2.10 2.90 0.60 2.10 7.70 

7 1.450 OL N 1.70 2.50 0.60 1.90 6.70 

8 1.450 L1 y 1.50 4.10 1.60 7.20 

9 2.590 Rl y 2.00 3.80 2.10 7.90 

10 2.590 OR N 1.70 1.80 0.40 1.70 5.60 

11 2.857 OL N 1.30 2.30 0.50 1.90 6.00 

12 I2.857 L1 y 1.40 3.90 1.40 6.70 

13 3.110 Rl y 1.60 2.90 3.70 8.20 

14 3.110 OR N 1.40 1.00 0.40 2.60 5.40 

15 3.422 OL N 1.80 1.00 0.50 2.80 6.10 

16 3.422 L1 y 1.60 2.60 2.30 6.50 

17 4.442 Rl y 1.70 2.20 1.40 5.30 

18 4.442 OR N 0.80 1.30 0.60 1.50 4.20 

19 4.498 OL N 1.50 1.10 0.60 1.10 4.30 

20 4.498 L1 y 1.60 2.90 1.20 5.70 

New Layer Makeup Below 

l Pavement Layer (in) Base Crack 

Mile WP 
IC S 

D E r I 
Core Post h a e Tl 

Lane e t Core I 0 0 Comments 
No. or p Y a t 

Sta. e h Lgth SAHM s p 
Fl25 SP2C T2 s (in) t p e s e 

No. I h s e n (%) 
(in) s t 

21 5.324 Rl y 1.50 2.70 1.60 5.80 6.4 4.50 CIII M 0.40 
S ALL CRK,M 
RUT&CRK,DELAM,VIM 

New Layer Makeup Below 

Pavement Layer (in) Base Crack I I • Mile Lane WP D E Comments 
Post h a e T C X r I 

Core or e t Core p y I t 0 0 
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D E r I 
Post h a C V 0 u e 

Core e T X t n t p 
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No. Sta. e h Lgth t p a 1 
�� 

No. I F125 SP2C T2 s (in) LR h e s n 
(in) s t 

22 5.324 OR N 1.50 1.30 0.30 2.30 5.40 3.0 1.60 A 1B L 1 

23 5.471 OL N 1.50 1.30 0.50 2.00 5.30 4.0 5.30 B II MF 

New Layer Makeup Below 

Pavement Layer (in) Base Crack I 

� 
Mile WP D E 
Post h a e 1l X 

8 Core Lane e t Core I 
No. or p y 

Sta. e h Lgth SAHM a 
I F125 SP2C T2 s (in) t p e 

No. I h s e n 
(in) s t 

, � 

24 5.471 LI y 1.60 1.50 2.80 5.90 5.6 11.50 C III M 
3 
3 .. 

� _i . 

25 6.200 Rl y 1.60 2.70 1.30 5.60 7.4 1.60 BIi M 
L I 

New Layer Makeup Below 

Pavement Layer (in) Base Crack I 

Mile WP PC 
D E 

Post h a C V 0 

Core e T X t n Lane e t Core I 

No. or p y t d Sta. e h Lgth LR a 
F125 SP2C T2 s (in) t p e t No. I h s e n 

(in) s t 

26 6.200 OR N 1.40 1.00 0.30 2.00 4.70 2.0 A 1B L F 

27 6.283 OL N 1.80 1.40 0.60 1.70 5.50 11.0 A 1B L F 

28 6.283 LI y 1.70 2.80 2.50 7.00 12.0 2.80 B II MF 

New Layer Makeup Below 

Pavement Layer (in) Base Crack I 
PC 

Mile WP D C °I;J Core Post h a Core e T I X t n 

I 
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DELAM 
MOD 
TRANS 
CRK 

Comments 

l 
's 
RUT,ALLIG&LONG 
CRK,MSPALL 
MOD RUT, LONG 
& ALLIGCRK 

I 

Comments 

VOIDS IN 
MIX 
VOIDS IN 
MIX 
MOD 
RUT, 
LONG & 
ALLIG 

,CRK 

I 
I 
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DELAM 
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Pavement Evaluation Coring and Condition Data 

No. or e t 
Sta. 

Lane 
e h F125 SP2C T2 s 

No. I 

29 7.411 L1 y 1.20 1.00 

30 7.411 Rl y 1.10 0.80 

CORE 29 AT BRIDGE LEAVING SLAB 
CORE 30 AT BRIDGE APPROACH SLAB 

Output produced by "peed3.sas" program. 

Lgth 
(in) 

CONC 

2.20 

1.90 

Comments 

Code Descriptions 

This request took 1.33 seconds of real time (v9.4 build 1519). 

p y 
t p 
h e 

(in) 

A 

1.90 A 

a t 
s e 
s n 

1B L 
� 

1B L 

I I 
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Comments 

MOD RUT 

MOD 

RUT,LT 
ALLIG 
CRK 
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