
  Project No.:   Cored By:   Date:   Page No.:   MASTER

  County:   From:   To:  SR 15

  Road No.:   Begin MP:   End MP:   Length:  1.201

FC-4 Type S
Binder 
Course

Core Length 
(in)

Type
Thick-ness 

(in)
Depth (in) Type Class Extent

1 8.832 2.0 R2 X 1.0 1.8 1.5 4.3 LR ― ― ― ― ― P

2 9.320 8.0 R2 X 0.1 2.0 1.3 3.4 LR 9.6 B Br I L P Badly Worn Friction Course

3 9.638 10.0 R2 X 0.7 1.8 2.0 4.5 LR ― ― ― ― ― P

4 9.790 2.5 L2 X 0.6 1.8 2.3 4.7 LR 9.8 B Br III M P

5 9.790 2.0 LRTL X 0.5 2.3 2.8 LR 8.7 ― ― ― ― P To Lewis Dr.

6 9.321 3.0 L2 X 0.6 1.8 1.3 3.7 LR ― ― ― ― ― P

7 8.864 10.0 L2 X 0.8 1.7 1.6 4.1 LR 9.2 ― ― ― ― P

8 8.832 6.0 R1 0.6 1.7 2.4 4.7 LR 10.3 B SL III S P

9 9.024 2.0 RLTL X 1.3 2.8 4.1 LR 10.9 ― ― ― ― P

10 9.319 7.5 R1 0.5 2.0 1.3 3.8 LR ― B Br III S P

11 9.621 8.0 R1 X 0.6 1.4 1.9 3.9 LR 10.1 B Br III S P

12 9.621 9.0 RLTL X 0.9 2.0 1.5 4.4 LR ― ― ― ― ― P To Bennett Ave.

13 9.822 2.0 RLTL-2 X 0.5 1.4 1.1 3.0 LR 11.5 ― ― ― ― P To SB US 17-92

14 9.822 7.5 RLTL-1 0.5 2.6 3.1 LR 11.4 ― ― ― ― P To SB US 17-92

15 9.667 8.0 L1 X 0.6 1.8 1.5 3.9 LR ― B ST III M P

16 9.667 9.0 LLTL X 0.5 2.1 1.4 4.0 LR 11.0 ― ― ― ― P To Center State Bank

17 9.320 9.0 L1 X 0.8 1.7 1.6 4.1 LR 10.9 1.7 SL II S P

18 9.320 9.0 LLTL X 0.7 2.2 1.3 4.2 LR ― ― ― ― ― P To Hubbard Building

19 8.987 2.0 LLTL X 0.9 2.5 3.4 ABC 11.3 ― ― ― ― P
Core broke during extraction/

To Doctor's Office

20 8.863 8.0 L1 X 0.7 1.9 1.5 4.1 LR ― B SL II S P

21 8.731 2.0 LLTL-1 X 0.4 2.1 1.0 3.5 LR 12.5 ― ― ― ― P To WB I-4 On-Ramp

22 8.731 8.0 LLTL-2 0.9 1.8 2.7 ABC 8.9 ― ― ― ― P To SB Wymore Rd
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Orange   Highway Sect. No:  75190 Wymore Rd

Core No. MP

Distance 
from left 

edge of lane 
(ft)

Lane Wheel Path

Pavement Layer (in.) Crack
Pavt 

Cond.
Rut Depth 

(in)
Cross 

Slope (%)
Comments

SR 423 8.663 9.864

Base




