
 

105 CONTRACTOR QUALITY CONTROL GENERAL REQUIREMENTS 
 (REV 6-16-22) (FA 8-15-22) (FY 2023-24) 

SUBARTICLE 105-4.4 is deleted and the following substituted: 

 105-4.4 Compliance with the Materials Manual: 
  Producers of Asphalt Emulsion shall meet the requirements of Section 3.4 
Volume II of the Department’s Materials Manual, which may be viewed at the following 
URL: 
https://www.fdot.gov/programmanagement/implemented/URLinSpecs/Section34V2.shtm. 
  Producers of Flexible Pipe shall meet the requirements of Section 6.1, Volume 
II of the Department’s Materials Manual, which may be viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section61V2.shtm. 
  Producers of Precast Concrete Pipe shall meet the requirements of Section 6.2, 
Volume II of the Department’s Materials Manual, which may be viewed at the following 
URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section62V2.shtm. 
  Producers of Precast Concrete Drainage Structures shall meet the 
requirements of Section 6.3, Volume II of the Department’s Materials Manual, which may be 
viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section63V2.shtm. 
  Producers of Precast Prestressed Concrete Products shall meet the 
requirements of Sections 8.1 and 8.3, Volume II of the Department’s Materials Manual, 
which may be viewed at the following URLs: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section81V2.shtm. 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section83V2.shtm. 
  Producers of Precast Prestressed Concrete Products using Self Consolidating 
Concrete shall meet the requirements of Section 8.4, Volume II of the Department’s 
Materials Manual, which may be viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section84V2.shtm. 
  Producers of Precast/Prestressed Concrete Products using Flowing Concrete 
shall meet the requirements of Section 8.6, Volume II of the Department’s Materials Manual, 
which may be viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section86V2.shtm. 
  Producers of Incidental Precast/Prestressed Concrete Products shall meet the 
requirements of Section 8.2, Volume II of the Department’s Materials Manual, which may be 
viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section82V2.shtm. 
  Producers of Portland Cement Concrete shall meet the requirements of 
Section 9.2, Volume II of the Department’s Materials Manual, which may be viewed at the 
following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section92V2.shtm. 
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  Producers of Paving Concrete produced by Central Mix Plants shall meet the 
requirements of Section 9.3, Volume II of the Department’s Materials Manual, which may be 
viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section93V2.shtm. 
  Producers of Structural Steel and Miscellaneous Metal Components shall meet 
the requirements of Sections 11.1, 11.2, 11.3, 11.4, 11.5 and 11.6 of the Department’s 
Materials Manual, which may be viewed at the following URLs: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section111V2.shtm. 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section112V2.shtm.  
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section113V2.shtm.  
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section114V2.shtm.  
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section115V2.shtm.  
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section116V2.shtm.  
  Producers of Fiber Reinforced Polymer Composites shall meet the 
requirements of Section 12-1, Volume II of the Department’s Materials Manual, which may 
be viewed at the following URL: 
https://www.fdot.gov/programmanagement/Implemented/URLinSpecs/Section121V2.shtm.  
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