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October 11, 2022 
 
Khoa Nguyen 
Director, Office of Technical Services 
Federal Highway Administration 
3500 Financial Plaza, Suite 400 
Tallahassee, Florida 32312 
 
Re: State Specifications Office 
 Section: 350 
 Proposed Specification: 3500200 Cement Concrete Pavement. 
 
Dear Mr. Nguyen: 
 
We are submitting, for your approval, two copies of the above referenced Supplemental 
Specification. 
 
The changes are proposed by Richard Hewitt to increase maximum pay thickness tolerance 
specified thickness plus 1/2 inch (currently 1/4 inch). This will make pay thickness tolerance 
more in line with asphalt pay quantity tolerance 
 
Please review and transmit your comments, if any, within two weeks. Comments should be sent 
via email to daniel.strickland@dot.state.fl.us. 
 
If you have any questions relating to this specification change, please call me at 850-414-4130. 
 
      Sincerely, 
       
      Signature on file 
       
      Daniel Strickland, P.E. 
      State Specifications Engineer 
 
DS/dh 
Attachment 
cc: Florida Transportation Builders' Assoc. 
 State Construction Engineer

mailto:daniel.strickland@dot.state.fl.us


3502000 
All Jobs 

 

CEMENT CONCRETE PAVEMENT. 
(REV 8-30-22) 

SUBARTICLE 350-20.1 is deleted and the following substituted: 

350-20 Method of Measurement. 
 350-20.1 Concrete Pavement: The quantities to be paid for will be the plan quantity, in 
square yards, of plain cement concrete pavement and of reinforced cement concrete pavement, 
omitting any areas not allowed for payment under the provisions of 350-16.3 and adjusted for 
average thickness as provided herein. 
  For purposes of payment, the average thickness of pavement will determine the 
final pay quantities for this pavement as follows: 
  The area of pavement represented by the difference between the calculated 
average thickness and the specified thickness will be converted into equivalent square yards of 
specified thickness pavement, and the quantity thereby obtained will be added to, or deducted 
from, the quantity of pavement to be paid for, subject to the limitation that the maximum average 
of over-thickness permitted in the adjustment of the quantity of pavement to be paid for will be 
1/42 inch. 
  Where the Plans call for cement concrete pavement that is to be covered with 
asphalt concrete surface course, payment will be made for the total thickness of the combination 
as plain cement concrete pavement. In such cases, price and payment will also include all costs 
of the asphalt concrete surface course constructed in accordance with Section 334. 
  Reinforcing steel, placed and accepted, will be measured and paid for as provided 
in Section 415. 
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