
 

350 CEMENT CONCRETE PAVEMENT. 
 (REV 8-30-22) (FA 10-11-22) (FY 2023-24) 

SUBARTICLE 350-20.1 is deleted and the following substituted: 

350-20 Method of Measurement. 
 350-20.1 Concrete Pavement: The quantities to be paid for will be the plan 
quantity, in square yards, of plain cement concrete pavement and of reinforced cement 
concrete pavement, omitting any areas not allowed for payment under the provisions of 
350-16.3 and adjusted for average thickness as provided herein. 
  For purposes of payment, the average thickness of pavement will 
determine the final pay quantities for this pavement as follows: 
  The area of pavement represented by the difference between the calculated 
average thickness and the specified thickness will be converted into equivalent square 
yards of specified thickness pavement, and the quantity thereby obtained will be added 
to, or deducted from, the quantity of pavement to be paid for, subject to the limitation that 
the maximum average of over-thickness permitted in the adjustment of the quantity of 
pavement to be paid for will be 1/2 inch. 
  Where the Plans call for cement concrete pavement that is to be covered 
with asphalt concrete surface course, payment will be made for the total thickness of the 
combination as plain cement concrete pavement. In such cases, price and payment will 
also include all costs of the asphalt concrete surface course constructed in accordance 
with Section 334. 
  Reinforcing steel, placed and accepted, will be measured and paid for as 
provided in Section 415. 
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