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Steven Nolan 
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steven.nolan@dot.state.fl.us 
 

Comments: (7-1-19) 
: I recommend including FeO (iron oxide) in the total content of the iron limits in 12.1.8.2 Table 
1, by adding to the Fe2O3 limits in row 3 (i.e. Fe2O3 + FeO) 
 
Response: 
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