
 

527 DETECTABLE WARNINGS 
 (REV 7-31-19) (FA 8-8-19) (1-20) 

SUBARTICLE 527-3.1 is deleted and the following substituted: 

527-3 Installation Procedures. 
 527-3.1 Surface Preparation and Installation: Prepare the surface in 
accordance with the manufacturer’s recommendations. Use only products and materials 
appropriate for the surface on which they will be applied. Install in accordance with the 
manufacturer’s instructions, using materials and equipment recommended and approved 
by the manufacturer. 
 Immediately install detectable warnings on newly constructed surfaces and open 
the surface to pedestrian traffic. For installations on newly placed concrete, install 
detectable warnings during casting or immediately upon completing the concrete curing 
period specified in 520-8. Install surface-applied tiles or mats using adhesives applied 
over the entire surface and mechanical fasteners. 
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