
 

 

930 MATERIALS FOR CONCRETE REPAIR. 

 (REV 4-13-20) (FA 6-18-20) (1-21) 

SUBARTICLE 930-7.1 is deleted and the following substituted: 

 930-7.1 General: This material is intended to be used as filler material and for 

rapid repairs to pile jacket structures and other locations specified in the Plans. Meet the 

requirements of Section 457 for preparing the surfaces, placing, sampling, testing and 

curing the concrete. Mix the material in accordance with the manufacturer’s 

recommendations. 

 

 


