
 

234 SUPERPAVE ASPHALT BASE 
 (REV 7-8-21) (FA 7-14-21) (1-22) 

ARTICLE 234-1 is deleted and the following substituted: 

234-1 Description. 
 Construct a Superpave asphalt concrete base course as defined in these 
Specifications. Base course mixes are designated as Type B-12.5. The Contractor may 
use a Type SP-12.5 mixture (Traffic Level B, C, or E) or a Type SP-19.0 mixture (Traffic 
Level B, C, or E), in lieu of a Type B-12.5 at no additional cost to the Department. 
 Obtain Superpave asphalt base from a plant that is currently on the Department’s 
Production Facility Listing. Producers seeking inclusion on the list shall meet the 
requirements of Section 105. 
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