
 

700 HIGHWAY SIGNING 
 (REV 11-19-18) (FA 1-31-19) (7-19) 

SUBARTICLE 700-2.2.1.1 is deleted and the following substituted: 

 700-2.2 Overhead Signs: 
  700-2.2.1 Materials: 
   700-2.2.1.1 General: Obtain reinforcing steel, multi-post and 
overhead sign structures from a fabrication facility that is listed on the Department’s 
Production Facility Listing. Producers seeking inclusion on the list shall meet the 
requirements of Section 105. 
     Hot-Dip galvanize structural steel, including bolts, nuts, 
and washers, in accordance with Section 962. 
     Repair galvanized surfaces in accordance with Section 
562. Galvanizing materials used for repair must meet the requirements of Section 975. 
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