
 

353 CONCRETE PAVEMENT SLAB REPLACEMENT 
 (REV 11-20-19) (FA 1-7-20) (7-20) 

ARTICLE 353-2 is deleted and the following substituted: 

353-2 Materials. 
 Meet the following requirements: 

Portland Cement Concrete* ................................Section 346 
Curing Materials .................................................Section 925 
Epoxy Compounds ..............................................Section 926 
Dowel Bar Assembly** ......................................Section 931 
Post-Installed Anchor Systems for Structural 
Applications in Concrete Elements .....................Section 937 
Accelerating Admixtures .......... ASTM C494, Type C and E 

  *For concrete pavement slab replacement, the use of supplementary 
cementitious materials is optional. 
  **Concrete pavement containing only dowel bars will be considered non-
reinforced concrete. 
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