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Comments: (12-20-20 Industry) 

This comment pertains to the proposed change in specification 929: is the specification 

requirements and changes apply only to slag, calcined clay, ground glass, and metakaolin or any 

alternative material to fly ash that will meet the specification requirements? If yes, I suggest that 

language be added to include alternative materials to fly ash that meet spec 929 requirements. 

Thanks. 
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