4130302 SEALING CRACKS AND CONCRETE STURCTURE SURFACES
COMMENTS FROM INTERNAL/INDUSTRY REVIEW

Ananth Prasad
(850) 942-1405
aprasad@ftba.com

Comments: (11-9-21, Internal)
See the comment below. We still need to discuss the Contractors doing Friction Testing.

No concerns, just a question, I thought that section 900 would talk about the product, ie it says
no wax. Since it has to be on the APL would this not then say no wax. Should we not eliminate
item 1 and 2. Are we now requiring on site reps of the material?? | do not see where it requires
it in the spec it just says Qualification of the on site rep. | think you would be hard pressed to get
factory on site reps and where does it say what qualifications the rep must meet? Should table
413-2 be in the 900 section?

Still not sold on us doing the friction test? Also this spec is very prescriptive using products that
they tested and being inspected by CEI’s if we put down the way they tell us to should be
responsible if the friction test does not pass?

Response: Thank you for looking over the currently proposed revisions to Spec 413.

It is my understanding that the Department will be looking at this specification in greater detail
for the next revision cycle. 1I’m primarily involved with the laboratory testing/data review for
APL qualification of high molecular weight methyl methacrylate, so | have copied other
individuals that may be involved to ensure your questions are considered.
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Karen Byram
Karen.Byram@dot.state.fl.us
(850) 414-4353

Comments: (11-23-21, Industry)

How are APL products affected by this spec change and have they been notified by your office?
This spec change was erroneously marked as not affecting the APL. Product approval
requirements | left you a voice message, please contact me today.
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Duraguard 401-30E (APL Product)

Supplier: ChemMasters

= Model Number: F5345 05FK, F5345 55FK

= APL Number: 413-000-003

= Specification: Sealing Cracks and Concrete Structure Surfaces
¢« Product Type: High Molecular Weight Methacrylate (HMWIM)

Sealate T70 (APL Product)
Supplier: Pilgrim Permocoat, Inc.

Model Number:

APL Number: 413-000-001

Specification: Sealing Cracks and Concrete Structure Surfaces
Product Type: High Molecular Weight Methacrylate (HMWIM)
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Response:
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