
 

923 WATER FOR CONCRETE. 
 (REV 7-25-22) (FA 9-7-22) (FY 2023-24) 

ARTICLE 923-1 is deleted and the following substituted: 

923-1 General Requirements. 
 Water for use with cement shall be clear and free from oil, and injurious amounts of 
acid, alkali, chlorides, organic matter, and other deleterious substances. It shall not be salty or 
brackish. Water that contains quantities of substances which makes it discolored or smell 
unusual or objectionable, shall not be used unless approved by the Department. Water 
sources permitted include potable water supplies that are approved by a public health 
department, open bodies of water, well water, reclaimed water, and recycled water. 
Reclaimed water shall be as defined in Chapter 62-610, F.A.C. Open bodies of water are 
defined as naturally occurring rivers, lakes, and ponds. Recycled water includes wash water 
from mixer washout operations and stored in a lined settling pond. Water sources that meet 
the requirements of Table 923-1, Table 923-2 or from a public health department may be 
used alone or blended in a storage tank for use in batching structural or non-structural 
concrete. All other sources of water not listed above shall be considered recycled and 
reclaimed water. 
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