
 

710 PAINTED PAVEMENT MARKINGS. 
 (REV 5-22-23) (FA 12-5-23) (FY 2024-25) 

SUBARTICLE 710-4.1.1 is deleted and the following substituted: 

  710-4.1.1 Painted Pavement Markings (Final Surface): On concrete 
surfaces or newly constructed asphalt, the painted pavement markings (final surface) will 
include one application of standard paint applied to the final surface, except as noted 
herein. 
   For center line and edge line rumble strip installations where the 
pavement marking is placed within the grinding, apply a second application of standard 
paint within 24 hours of each day’s grinding operation.  
   Do not apply final surface paint where preformed thermoplastic is 
required in 711-4.2.3. 
   Do not apply final surface paint where permanent tape will be 
applied. 
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