
EXCAVATION FOR STRUCTURES AND PIPE – ACCEPTANCE PROGRAM. 
(REV 9-16-09) (FA 11-9-09) (1-14) 

SUBARTICLE 125-9.3.1 (Page 185) is deleted and the following substituted: 

  125-9.3.1 Frequency: Conduct QC Standard Proctor maximum density sampling 
and testing at a minimum frequency of one test per soil type. The verification test will be at a 
minimum of one test per soil type: 
 

Test Name Quality Control Verification 
Standard Proctor 

Maximum Density One per soil type One per soil type 

Density One per LOT 
One per eight LOTs and for wet 

conditions, the first lift not 
affected by water 

Soil Classification One per Standard Proctor 
Maximum density 

One per Standard Proctor 
Maximum density 
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