
458 BRIDGE DECK JOINTS. 
 (REV 10-8-13) (FA 12-18-13) (7-14) 

SUBARTICLE 458-2.2 is deleted and the following substituted: 

 458-2.2 Poured Joint: Furnish a Type D silicone sealant material meeting the 
requirements of Section 932 that is listed on the Qualified Products List (QPL). 
 
 


	458 BRIDGE DECK JOINTS.

