
240 SAND-CLAY BASE. 

 (REV 10-31-01) (FA 1-3-02) (7-02) 

 
ARTICLE 240-5 (Page 194) is deleted and the following substituted: 

 

240-5 Compacting and Finishing Base. 
240-5.1 General: Meet the requirements of 200-7.1. 

  240-5.1.1 Single-Course Base: Construct as specified in 200-6.1.1. 
  240-5.1.2 Multiple-Course Base: Construct as specified in 200-6.1.2. 
 240-5.2 Moisture Content: Meet the requirements of 200-6.2. 
 

ARTICLE 240-6 (Page 194) is deleted and the following substituted: 

 

240-6 Testing Surface. 
 Test the surface in accordance with the requirements of 200-6.4. 
 
 


